
**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA             UFGS- 09 97 13. 26 ( Febr uar y 2016)
                                          Change 1 -  08/ 17
                                          - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   NAVFAC               Super sedi ng
                                          UFGS- 09 97 13. 26 ( Apr i l  2006)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Jul y 2019
**************************************************************************

SECTION TABLE OF CONTENTS

DIVISION 09 - FINISHES

SECTION 09 97 13.26

COATING OF STEEL WATERFRONT STRUCTURES, ZERO VOC, (SZC) SPLASH ZONE COATING

02/16

PART 1   GENERAL

  1.1   1.1   REFERENCES
  1.2   1.2   DEFINITIONS
  1.3   1.3   SUBMITTALS
  1.4   QUALITY ASSURANCE
    1.4.1   Contract Errors, Omissions, and Other Discrepancies
    1.4.2   Corrective Action (CA)
      1.4.2.1   Corrective Action Procedures
      1.4.2.2   Implement Corrective Action
    1.4.3   Coating Work Plan
    1.4.4   Design Data
      1.4.4.1   1.4.4.1   Containment System
    1.4.5   Test Reports
      1.4.5.1   Coatings Qualification Test Reports
      1.4.5.2   Metallic Abrasive Qualification Test Reports
      1.4.5.3   Recycled Metallic Abrasive Field Test Reports (Daily and 

Weekly)
      1.4.5.4   Non-metallic Abrasive Qualification Test Reports
    1.4.6   Qualifications
      1.4.6.1   Qualifications of Certified Industrial Hygienist (CIH)
      1.4.6.2   Qualifications of Certified Protective Coatings Specialist 

(PCS)
      1.4.6.3   Qualifications of Coating Inspection Company
      1.4.6.4   Qualifications of QC Specialist Coating Inspector
      1.4.6.5   Qualifications Of Individuals Performing Abrasive Blasting
      1.4.6.6   Qualifications of Individuals Applying Coatings
      1.4.6.7   Qualifications of Individuals Operating Plural Component 

Equipment
      1.4.6.8   Qualifications of Testing Laboratory for Coatings
      1.4.6.9   Qualifications of Testing Laboratory for Abrasive Media
      1.4.6.10   Qualifications of Coating Contractors or Shop
      1.4.6.11   Joint Sealant Materials
      1.4.6.12   Coating Materials
      1.4.6.13   Non-metallic Abrasive

SECTION 09 97 13.26  Page 1



      1.4.6.14   Metallic Abrasive
    1.4.7   Protective Coating Specialist (PCS)
    1.4.8   Pre-Application Meeting
  1.5   PRODUCT DATA
    1.5.1   Joint Sealant Instructions
    1.5.2   Coating System Instructions
  1.6   DELIVERY AND STORAGE
  1.7   COATING HAZARDS
  1.8   JOB SITE REFERENCES

PART 2   PRODUCTS

  2.1   JOINT SEALANT
  2.2   COATING SYSTEM
    2.2.1   Self-Priming SZC Coating Material
      2.2.1.1   Chevron Phillips Chemical Co.  TZ 904
      2.2.1.2   PolySpec  LPE 5100
      2.2.1.3   Premier Coating Systems, Inc.  PCS 1200 TA
  2.3   COATING SAMPLE COLLECTION
  2.4   ABRASIVE SAMPLE COLLECTION AND SHIPPING KIT
  2.5   TEST KITS
    2.5.1   Test Kit for Measuring Chloride, Sulfate and Nitrate Ions on 

Steel and Coated Surfaces
    2.5.2   Test Kit for Measuring Chlorides in Abrasives
  2.6   ABRASIVE
    2.6.1   Non-metallic Abrasive
    2.6.2   Metallic Abrasive
      2.6.2.1   New and Remanufactured Steel Grit
      2.6.2.2   Recycled Steel Grit

PART 3   EXECUTION

  3.1   REMOVAL OF COATINGS CONTAINING HAZARDOUS MATERIALS
  3.2   COATING AND ABRASIVE SAMPLE COLLECTION AND TESTING
    3.2.1   Coating Sample Collection
    3.2.2   Abrasive Sample Collection
    3.2.3   Coating Sample Test Reports
    3.2.4   Abrasive Sample Test Reports
  3.3   SURFACES TO BE COATED
  3.4   LIGHTING
  3.5   ENVIRONMENTAL CONDITIONS
    3.5.1   Containment
    3.5.2   Automated Monitoring Requirements, Field and Shop Applications
  3.6   SURFACE PREPARATION
    3.6.1   Abrasive Blasting and Waterjetting Equipment
    3.6.2   Operational Evaluation of Abrasive
    3.6.3   Surface Standard
    3.6.4   Pre-Preparation Testing for Surface Contamination
      3.6.4.1   Pre-Preparation Testing for Oil and Grease Contamination
      3.6.4.2   Pre-Preparation Testing for Soluble Salts Contamination
    3.6.5   Water Jetting and Abrasive Blasting
    3.6.6   Disposal of Used Abrasive
    3.6.7   Pre-Application Testing For Surface Contamination
      3.6.7.1   Pre-Application Testing for Oil and Grease Contamination
      3.6.7.2   Pre-Application Testing for Soluble Salts Contamination
      3.6.7.3   Pre-Application Testing for Surface Cleanliness
  3.7   MIXING AND APPLICATION OF SEALANT AND COATING SYSTEM
    3.7.1   Preparation of Coating Materials for Application
      3.7.1.1   Mixing Materials

SECTION 09 97 13.26  Page 2



      3.7.1.2   Pot Life
      3.7.1.3   Application Conditions and Recoat Windows
    3.7.2   Application of SZC System, Joint Sealant and Stripe Coat
      3.7.2.1   Application of SZC Coating Material
      3.7.2.2   Application of Joint Sealant
      3.7.2.3   Application of Stripe Coat
      3.7.2.4   Procedure for Holiday and Spot Repairs of Newly Applied 

Coating
  3.8   PROJECT IDENTIFICATION
  3.9   FIELD QUALITY CONTROL
    3.9.1   Coating Inspector
    3.9.2   Field Inspection
      3.9.2.1   Inspection and Documentation Requirements
      3.9.2.2   Inspection Report Forms
      3.9.2.3   Daily Inspection Reports
      3.9.2.4   Inspection Logbook
      3.9.2.5   Inspection Equipment
      3.9.2.6   Black Light
  3.10   FINAL CLEANUP

-- End of Section Table of Contents --

SECTION 09 97 13.26  Page 3



**************************************************************************
USACE /  NAVFAC /  AFCEC /  NASA             UFGS- 09 97 13. 26 ( Febr uar y 2016)
                                          Change 1 -  08/ 17
                                          - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -
Pr epar i ng Act i v i t y:   NAVFAC               Super sedi ng
                                          UFGS- 09 97 13. 26 ( Apr i l  2006)

UNI FI ED FACI LI TI ES GUI DE SPECI FI CATI ONS

Ref er ences ar e i n agr eement  wi t h UMRL dat ed Jul y 2019
**************************************************************************

SECTION 09 97 13.26

COATING OF STEEL WATERFRONT STRUCTURES, ZERO VOC, (SZC) SPLASH ZONE COATING
02/16

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  coat i ng new or  exi st i ng st eel - sheet  
pi l i ng and ot her  st eel  wat er f r ont  st r uct ur es.   Thi s 
coat i ng syst em may al so be used f or  r epai r i ng and 
coat i ng of  aged sur f aces.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

**************************************************************************
NOTE:   Updat es t o t hi s speci f i cat i on shoul d be 
edi t ed or  r evi ewed by an SSPC cer t i f i ed Pr ot ect i ve 
Coat i ngs Speci al i st  ( PCS)  t hat  has f i ve or  mor e 
year s of  exper i ence pr epar i ng coat i ng speci f i cat i ons.

The desi gner  must  not  al t er  t he pr oduct s or  
pr ocesses speci f i ed her ei n wi t hout  t hor ough 
knowl edge of  t he need f or  t he changes and t he 
i mpl i cat i ons of  t hose changes.  Use of  al t er nat e 
coat i ng syst ems must  be j ust i f i ed by eval uat i ng 
l i f ecycl e cost s usi ng 50 year  l i f e as a basel i ne.

**************************************************************************

**************************************************************************
NOTE:   The met r i c st andar d f or  measur i ng coat i ng 
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t hi ckness i s mi cr ons ( 25. 4 mi cr ons=1 mi l  -  use 
nomi nal  25 mi cr ons=1 mi l ) .

**************************************************************************

**************************************************************************
NOTE:   Thi s speci f i cat i on i s f or  an i ndust r y 
st andar d,  1 Coat  Fi el d Appl i ed,  2 Coat  Shop Appl i ed,  
t hi ck f i l m,  coat i ng syst em t hat  i s compl i ant  wi t h 
EPA VOC r egul at i ons.

Al l  coat i ngs compl y wi t h 70 gr ams per  l i t er  . 58 l bs 
per  gal  maxi mum VOC cont ent .

The desi gner  must  r evi ew st at e and l ocal ,  
r egul at i ons and det er mi ne whet her  t he coat i ng i n 
t hi s Sect i on compl i es wi t h r est r i ct i ons on vol at i l e 
or gani c component s ( VOC)  and ot her  chemi cal  
constituents.

**************************************************************************

**************************************************************************
NOTE:   Pr evi ous ver si ons of  t hi s speci f i cat i on have 
i ncl uded a r equi r ement  f or  sur f aces t o be abr asi ve 
bl ast ed t o SSPC 7/ NACE 4,  i nspect ed,  and r epai r ed,  
pr i or  t o coat i ng.   That  r equi r ement  has been r emoved 
f r om t hi s speci f i cat i on,  and i f  r equi r ed f or  a 
r epai r  pr oj ect ,  i t  shoul d be i ncl uded i n t he 
st r uct ur al  r epai r  Sect i on of  t he pr oj ect  
speci f i cat i on.   Tai l or  t he par agr aph t o t he needs of  
c l eani ng t hat  wi l l  be r equi r ed i n pr epar at i on f or  
r epai r s,  and not e t hat  t he abr asi ve bl ast i ng f or  
i nspect i on shoul d be accompl i shed i n such a manner  
t hat  i t  does not  conf l i c t  wi t h any sur f ace condi t i on 
r equi r ement s i n t hi s Sect i on,  such as cr eat i ng 
excessi ve sur f ace pr of i l e t hat  may r equi r e excessi ve 
t hi ckness of  t he f i r st  coat .

**************************************************************************

**************************************************************************
NOTE:   For  pur poses of  t hi s speci f i cat i on,  t he t er m 
" mai nt enance coat i ng"  r ef er s t o  mai nt enance 
over coat i ng as opposed t o compl et e r emoval  of  
coat i ngs and r ecoat i ng.   For  mai nt enance coat i ng 
desi gns,  or  t o det er mi ne i f  mai nt enance over coat i ng 
i s appr opr i at e,  a coat i ng condi t i on sur vey ( CCS)  
shoul d be accompl i shed.   The CCS shoul d be 
accompl i shed by per sonnel  f r om a busi ness t hat  
r out i nel y per f or ms coat i ng eval uat i ons,  and t he 
i ndi v i dual  i nvest i gat or  shoul d be Cer t i f i ed by SSPC 
as a Pr ot ect i ve Coat i ngs Speci al i st .   The CCS shoul d 
be suf f i c i ent l y det ai l ed t o pr ovi de al l  t echni cal  
i nf or mat i on about  t he coat i ngs,  and st r uct ur es t o be 
coat ed,  r equi r ed t o pr oper l y desi gn t he pr oj ect .   At  
a mi ni mum,  t he CCS shoul d pr ovi de a det ai l ed r epor t  
of:  

1.   Exi st i ng coat i ng condi t i ons,  i ncl udi ng condi t i on 
of  coat i ng f i l m,  and t he exi st ence of  pot ent i al l y  
hazar dous subst ances t hat  may i mpact  coat i ng 
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management  ( i . e.  l ead,  cadmi um,  chr omi um) ;

2.   Anal ysi s of  r emai ni ng coat i ng l i f e,  sui t abi l i t y  
of  over coat i ng,  and t echni cal  r equi r ement s f or  
overcoating;

3.   Techni cal  r ecommendat i ons f or  t he most  cost  
ef f ect i ve management  of  exi st i ng coat i ng syst ems,  
i ncl udi ng any hazar dous mat er i al s pr esent  i n pai nt  
f i l m;  and 

4.   Any ot her  i nf or mat i on of  i nt er est  t o t he coat i ng 
syst em management  t hat  shoul d be i dent i f i abl e by an 
i ndi v i dual  t r ai ned and exper i enced i n t he f i el d of  
coat i ng anal ysi s,  coat i ng f ai l ur e anal ysi s,  and 
coat i ng desi gn.

The scope of  t he CCS shoul d be t ai l or ed t o t he 
speci f i c  pr oj ect ,  and i t  shoul d be r ecogni zed t hat  
whi l e mul t i pl e coat i ng f ai l ur es or  def i c i enci es may 
l ook s i mi l ar  t o t he unt r ai ned eye,  t he r i sks of  
gener al i z i ng t o save eval uat i on cost s ar e 
pot ent i al l y  ver y hi gh.   The cost  of  l ar ge- scal e 
f ai l ur e of  t he over coat i ng,  and compl et e r epl acement  
of  t he coat i ng syst em,  i s f ar  mor e t han t he cost  of  
a CCS f or  al l  but  t he smal l est  pr oj ect s.

The r i sks of  over coat i ng can usual l y be avoi ded by 
desi gni ng pr oj ect  t o r emove al l  exi st i ng coat i ngs t o 
bar e met al ,  t hen pr ovi di ng appr opr i at e sur f ace 
pr epar at i on and coat i ng appl i cat i on.   However ,  t he 
ext r a cost s of  t he coat i ng r emoval ,  especi al l y i f  
cont ai ni ng hazar dous mat er i al ,  al ong wi t h t he cost  
of  sur f ace pr epar at i on t o SSPC SP 10 /  NACE 2 
Abr asi ve Bl ast  t o Near - Whi t e Met al ,  may be 
exor bi t ant  compar ed t o t he cost s of  mai nt enance 
over coat i ng wher e t he exi st i ng coat i ng syst em i s i n 
f ai r - t o- good condi t i on.

The CCS can al so be a ver y usef ul  t ool  when used t o 
scr een st r uct ur es f or  mai nt enance pai nt i ng 
r equi r ement s.   A CCS can be scoped t o pr ovi de a 
gener al  i nspect i on of  many st r uct ur es t o scr een f or  
near - t er m over coat i ng or  r ecoat i ng r equi r ement s,  
and  subsequent  i nvest i gat i on can be made t o pr ovi de 
appr opr i at e det ai l s f or  pr oj ect  pl anni ng and desi gn.

I t  shoul d be poi nt ed out  t hat  t he aest het i c f eat ur es 
of  a coat i ng do not  def i ne t he coat i ng condi t i on;  
t hey onl y descr i be how t he coat i ng l ooks.   Many 
coat i ng syst ems have been r epl aced when onl y t he 
t opcoat  i s i n need of  " r ef ur bi shment . "   Li kewi se,  
many st r uct ur es such as wat er  t anks and f uel  t anks 
have had compl et e coat i ng r epl acement  when onl y t he 
r oof  coat i ng needed r epl acement .   A CCS can i dent i f y 
t he weak component s as wel l  as t he sat i sf act or y 
component s,  and pr opose sol ut i ons t o make maxi mum 
use of  exi st i ng r esour ces.
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SSPC:  The Soci et y f or  Pr ot ect i ve Coat i ngs ( f or mer l y 
St eel  St r uct ur es Pai nt i ng Counci l )  ( SSPC) ,  has 
publ i shed a Technol ogy Updat e t i t l ed SSPC TU 3 
Mai nt enance Over coat i ng.   Thi s document  shoul d be 
used as a gui de f or  scopi ng t he CCS,  f or  
accompl i shi ng t he CCS,  and f or  desi gni ng t he coat i ng 
work.

**************************************************************************

**************************************************************************
NOTE:   Desi gner s ar e encour aged t o cont act  t he 
NAVFAC Pai nt s & Coat i ngs at  NAVFACEXWC Code CI 9,  
805- 982- 1057 pr i or  t o begi nni ng a new Navy desi gn.

**************************************************************************

PART 1   GENERAL

1.1   1.1   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

ASTM INTERNATIONAL (ASTM)

ASTM A36/A36M (2014) Standard Specification for Carbon 
Structural Steel

ASTM B117 (2016) Standard Practice for Operating 
Salt Spray (Fog) Apparatus

ASTM C920 (2018) Standard Specification for 
Elastomeric Joint Sealants

ASTM D56 (2016a) Standard Test Method for Flash 
Point by Tag Closed Cup Tester

ASTM D93 (2016) Standard Test Methods for 
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Flash-Point by Pensky-Martens Closed Cup 
Tester

ASTM D512 (2012) Chloride Ion in Water

ASTM D522 (1993a; R 2008) Mandrel Bend Test of 
Attached Organic Coatings

ASTM D523 (2014; R 2018) Standard Test Method for 
Specular Gloss

ASTM D575 (1991; R 2012) Rubber Properties in 
Compression

ASTM D610 (2008; R 2019) Standard Practice for 
Evaluating Degree of Rusting on Painted 
Steel Surfaces

ASTM D714 (2002; R 2017) Standard Test Method for 
Evaluating Degree of Blistering of Paints

ASTM D1475 (2013) Standard Test Method for Density of 
Liquid Coatings, Inks, and Related Products

ASTM D1640 (2003; R 2009) Drying, Curing, or Film 
Formation of Organic Coatings at Room 
Temperature

ASTM D1654 (2008; R 2016; E 2017) Standard Test 
Method for Evaluation of Painted or Coated 
Specimens Subjected to Corrosive 
Environments

ASTM D2240 (2015; E 2017) Standard Test Method for 
Rubber Property - Durometer Hardness

ASTM D2369 (2010; R 2015; E 2015) Volatile Content of 
Coatings

ASTM D2370 (1998; R 2010) Tensile Properties of 
Organic Coatings

ASTM D2698 (2005) Standard Test Method for 
Determination of the Pigment Content of 
Solvent-Reducible Paints by High-Speed 
Centrifuging

ASTM D2794 (1993; R 2019) Standard Test Method for 
Resistance of Organic Coatings to the 
Effects of Rapid Deformation (Impact)

ASTM D2805 (2011) Standard Test Method for Hiding 
Power of Paints by Reflectometry

ASTM D3276 (2015; E 2016) Standard Guide for Painting 
Inspectors (Metal Substrates)

ASTM D3278 (1996; R 2011) Flash Point of Liquids by 
Small Scale Closed-Cup Apparatus
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ASTM D3335 (1985a; R 2014) Low Concentrations of 
Lead, Cadmium, and Cobalt in Paint by 
Atomic Absorption Spectroscopy

ASTM D3718 (1985a; R 2015) Low Concentrations of 
Chromium in Paint by Atomic Absorption 
Spectroscopy

ASTM D3925 (2002; R 2015) Sampling Liquid Paints and 
Related Pigmented Coatings

ASTM D3960 (2005; R 2013) Determining Volatile 
Organic Compound (VOC) Content of Paints 
and Related Coatings

ASTM D4060 (2014) Abrasion Resistance of Organic 
Coatings by the Taber Abraser

ASTM D4285 (1983; R 2012) Indicating Oil or Water in 
Compressed Air

ASTM D4400 (1999; E 2012; R 2012) Sag Resistance of 
Paints Using a Multinotch Applicator

ASTM D4541 (2017) Standard Test Method for Pull-Off 
Strength of Coatings Using Portable 
Adhesion Testers

ASTM D4940 (2015) Standard Test Method for 
Conductimetric Analysis of Water Soluble 
Ionic Contamination of Blast Cleaning 
Abrasives

ASTM D6944 (2015) Standard Practice for Determining 
the Resistance of Cured Coatings to 
Thermal Cycling

ASTM D7091 (2013) Standard Practice for 
Nondestructive Measurement of Dry Film 
Thickness of Nonmagnetic Coatings Applied 
to Ferrous Metals and Nonmagnetic, 
Nondestructive Coatings Applied to 
Non-Ferrous Metals

ASTM D7588 (2011) Standard Guide for FT-IR 
Fingerprinting of a Non-Aqueous Liquid 
Paint as Supplied in the Manufacturer’s 
Container

INTERNATIONAL ORGANIZATION FOR STANDARDIZATION (ISO)

ISO 9001 (2008; Corr 1 2009) Quality Management 
Systems- Requirements

NACE INTERNATIONAL (NACE)

NACE WJ-1 (2012) Waterjet Cleaning of Metals—Clean 
to Bare Substrate
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SOCIETY FOR PROTECTIVE COATINGS (SSPC)

SSPC 7/NACE No.4 (2007; E 2004) Brush-Off Blast Cleaning

SSPC AB 1 (2015; E 2017) Mineral and Slag Abrasives

SSPC AB 2 (2015; E 2016) Cleanliness of Recycled 
Ferrous Metallic Abrasive

SSPC AB 3 (2003; E 2004) Ferrous Metallic Abrasive

SSPC Guide 6 (2015) Guide for Containing Surface 
Preparation Debris Generated During Paint 
Removal Operations

SSPC Guide 10 (1994; E 2001) Guide to Specifying 
Coatings Conforming to Volatile Organic 
Compound (VOC) Content Requirements

SSPC Guide 12 (1998; E 2004) Guide for Illumination of 
Industrial Painting Projects

SSPC Guide 15 (2013) Field Methods for Extraction and 
Analysis of Soluble Salts on Steel and 
Other Nonporous Substrates

SSPC PA 1 (2016) Shop, Field, and Maintenance 
Coating of Metals

SSPC PA 2 (2015; E 2018) Procedure for Determining 
Conformance to Dry Coating Thickness 
Requirements

SSPC PA 17 (2012; E 2012) Procedure for Determining 
Conformance to Steel Profile/Surface 
Roughness/Peak Count Requirements

SSPC QP 1 (2012; E 2012) Standard Procedure for 
Evaluating Painting Contractors (Field 
Application to Complex Industrial 
Structures)

SSPC QP 2 (2009; E 2013) Standard for Evaluating 
Painting Contractors (Removal of Hazardous 
Coatings from Industrial/Marine Structures)

SSPC QP 3 (2010) Standard Procedure for Evaluating 
Qualifications of Shop Painting Applicators

SSPC QP 5 (2012) Standard Procedure for Evaluating 
the Qualifications of Coating and Lining 
Inspection Companies

SSPC QS 1 (2015) Standard Procedure for Evaluating a 
Contractor's Advanced Quality Management 
System

SSPC SP 1 (2015) Solvent Cleaning
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SSPC SP 5/NACE No. 1 (2007) White Metal Blast Cleaning

SSPC SP 6/NACE No.3 (2007) Commercial Blast Cleaning

SSPC SP 10/NACE No. 2 (2007) Near-White Blast Cleaning

SSPC SP COM (2016; E 2017) Surface Preparation 
Commentary for Steel and Concrete 
Substrates

SSPC VIS 1 (2002; E 2004) Guide and Reference 
Photographs for Steel Surfaces Prepared by 
Dry Abrasive Blast Cleaning

SOCIETY OF AUTOMOTIVE ENGINEERS INTERNATIONAL (SAE)

SAE AMS-STD-595A (2017) Colors used in Government 
Procurement

U.S. GENERAL SERVICES ADMINISTRATION (GSA)

CID A-A-1689 (Rev B) Tape, Pressure-Sensitive Adhesive, 
(Plastic Film)

U.S. NATIONAL ARCHIVES AND RECORDS ADMINISTRATION (NARA)

29 CFR 1910-SUBPART Z Toxic and Hazardous Substances

29 CFR 1910.134 Respiratory Protection

29 CFR 1910.1000 Air Contaminants

29 CFR 1926.59 Hazard Communication

1.2   1.2   DEFINITIONS

Definitions are provided throughout this Section, generally in the 
paragraph where used, and denoted by capital letters.

1.3   1.3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew Submi t t al  Descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a " G"  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
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t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,   
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are [for Contractor Quality 
Control approval.][for information only.  When used, a designation 
following the "G" designation identifies the office that will review the 
submittal for the Government.]  Submittals with an "S" are for inclusion 
in the Sustainability eNotebook, in conformance with Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-05 Design Data

Containment System

SD-06 Test Reports

Coatings Qualification Test Reports

Non-metallic Abrasive Qualification Test Reports ; G[, [_____]]

Metallic Abrasive Qualification Test Reports

Coating Sample Test Reports

Abrasive Sample Test Reports

Inspection Report Forms

Daily Inspection Reports

Recycled Metallic Abrasive Field Test Reports (Daily and Weekly)

SD-07 Certificates

Contract Errors, Omissions, and Other Discrepancies
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Corrective Action Procedures

Implement Corrective Action

Coating Work Plan

Coating Materials

Non-metallic Abrasive

Metallic Abrasive

Qualifications of Certified Industrial Hygienist (CIH)

Qualifications Of Individuals Performing Abrasive Blasting

Qualifications of Certified Protective Coatings Specialist (PCS)

Qualifications of Individuals Applying Coatings

Qualifications of Individuals Operating Plural Component Equipment

Qualifications of Coating Inspection Company

Qualifications of QC Specialist Coating Inspector

Qualifications of Testing Laboratory for Coatings

Qualifications of Testing Laboratory for Abrasive Media

Qualifications of Coating Contractors or Shop

Joint Sealant Materials

Pre-Application Meeting

SD-08 Manufacturer's Instructions

Joint Sealant Instructions

Coating System Instructions

SD-11 Closeout Submittals

Disposal of Used Abrasive ; G[, [_____]]

Inspection Logbook ; G[, [_____]]

1.4   QUALITY ASSURANCE

1.4.1   Contract Errors, Omissions, and Other Discrepancies

Submit all errors, omissions, and other discrepancies in contract 
documents the Contracting Officer within 30 days of contract award for all 
work covered in this Section, other than the work that will not be 
uncovered until a later date.  All such discrepancies must be addressed 
and resolved, and the Coating Work Plan modified, prior to beginning the 
Initial and Follow-Up phases of work.  Discrepancies that become apparent 
only after work is uncovered must be identified at the earliest 
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discoverable time and submitted for resolution.  Schedule time (Float) 
should be built into the project schedule at those points where old work 
is to be uncovered or where access is not available during the first 30 
days after award, to allow for resolution of contract discrepancies.

1.4.2   Corrective Action (CA)

CA must be included in the Quality Control Plan.

1.4.2.1   Corrective Action Procedures

Develop procedures for determining the root cause of each non-compliance, 
developing a plan to eliminate the root cause so that the non-compliance 
does not recur, and following up to ensure that the root cause was 
eliminated.  Develop Corrective Action Request (CAR) forms for initiating 
CA, and for tracking and documenting each step.

1.4.2.2   Implement Corrective Action

The Contractor must take action to identify and eliminate the root cause 
of each non-compliance so as to prevent recurrence.  These procedures must 
apply to non-compliance in the work, and to non-compliance in the QC 
System.  Corrective actions must be appropriate to the effects of the 
non-compliance encountered.  Each CAR must be serialized, tracked in a Log 
to completion and acceptance by the Contracting Officer, and retained in 
project records.  The Corrective Action Log, showing status of each CAR, 
must be submitted to the Contracting Officer monthly.  A CAR may be 
initiated by either the Contractor or the Contracting Officer.  The 
Contracting Officer must approve each CAR at the root cause identification 
stage, the plan for elimination stage, and the close out stage after 
verification that the root cause has been eliminated.

1.4.3   Coating Work Plan

**************************************************************************
NOTE:   For  mai nt enance pai nt i ng,  add r equi r ement  f or  
pr e- wor k det er mi nat i on of  t he exi st i ng sur f ace 
pr of i l e.   I f  pai nt  r emoval  i s  speci f i ed i n anot her  
Sect i on,  such as a bl ast  c l eani ng pr i or  t o 
i nspect i on or  r epai r ,  or  i n t he l ead r emoval  
Sect i on,  i ncl ude t hi s eval uat i on of  exi st i ng pr of i l e 
such t hat  t he pai nt  r emoval  oper at i on does not  
cr eat e excessi ve pr of i l e.

**************************************************************************

a.  This work plan must be considered as part of the Quality Control Plan.

b.  Provide procedures for reviewing contract documents immediately after 
award to identify errors, omissions, and discrepancies so that any 
such issues can be resolved prior to project planning and development 
of detailed procedures.

c.  Provide procedures for verification of key processes during Initial 
Phase to ensure that contract requirements can be met.  Key processes 
must include surface preparation, coating application and curing, 
inspection, and documentation, and any other process that might 
adversely impact orderly progression of work.

d.  Provide procedures for all phases of coating operations, including 

SECTION 09 97 13.26  Page 14



planned work, rework, repair, inspection, and documentation.  Address 
mobilization and setup, surface preparation, coating application, 
coating initial cure, tracking and correction of non-compliant work, 
and demobilization.  Coordinate work processes with health and safety 
plans and confined space entry plans.  For each process, provide 
procedures that include appropriate work instructions, material and 
equipment requirements, personnel qualifications, controls, and 
process verification procedures.  Provide procedures for inspecting 
work to verify and document compliance with contract requirements, 
including inspection forms and checklists, and acceptance and 
rejection criteria.

e.  Provide procedures for determining the existing surface profile under 
paint, and procedures for ensuring that the profile is not increased 
beyond the maximum profile specified herein.

f.  Provide procedures for correcting non-compliant work.  Detailed 
procedures are required in advance to avoid delays in meeting overcoat 
windows as well as to avoid delays in production.  Provide procedures 
for repairing defects in the coating film, such as runs, drips, sags, 
holidays, overspray, as well as how to correct coating thickness 
non-compliance, any other areas of repair or rework that might be 
adversely affected by delays in preparing and approving new procedures.

g.  If a procedure is based on a proposed or approved request for 
deviation, the deviation must be referenced.  Changes to procedures 
must be noted by submittal number and date approved, clearly 
delineating old requirements and new requirements, so that the records 
provide a continuous log of requirements and procedures.

1.4.4   Design Data

1.4.4.1   1.4.4.1   Containment System

Submit complete design drawings and calculations for the scaffolding and 
containment system, including an analysis of the loads which will be added 
to the structure by the containment system and waste materials.  A 
registered engineer must approve calculations and scaffold system design.

1.4.5   Test Reports

1.4.5.1   Coatings Qualification Test Reports

Submit test results from independent laboratory of representative samples 
of each coating material.  U.S. Department of Defense laboratories are 
considered to be independent laboratories for purposes of compliance with  
"QUALIFICATION INSPECTION" requirements herein.  Samples must have been 
tested within the last two years.  Submit results for SZC material as 
required in Table II, COATING QUALIFICATION INSPECTION 
REQUIREMENTS/COATING QUALIFICATION INSPECTION REQUIREMENTS TEST PANEL 
PREPARATION AND TEST and as revised by paragraph COATING SYSTEM herein.  
Note that requirements for QUALIFICATION INSPECTION is a pre-qualification 
requirement, and involves the same testing required for listing as an 
approved source for these respective materials.

1.4.5.2   Metallic Abrasive Qualification Test Reports

Submit results for abrasive as required in paragraph 4 REQUIREMENTS of 
SSPC AB 3 .  Submit test results from independent laboratory of 
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representative samples of each abrasive to be used on the jobsite.  
Samples must have been tested within the last three years.  Note that this 
testing is for the purpose of prequalifying the abrasive.

1.4.5.3   Recycled Metallic Abrasive Field Test Reports (Daily and Weekly)

Submit test results from independent laboratory of daily and weekly 
Quality Control testing required by SSPC AB 2 , as modified in paragraph 
ABRASIVE.

1.4.5.4   Non-metallic Abrasive Qualification Test Reports

Submit results for abrasive as required in paragraph 4 REQUIREMENTS of 
SSPC AB 1 .  Submit test results from independent laboratory of 
representative samples of each abrasive to be used on the jobsite.  
Samples must have been tested within the last three years.  Note that this 
testing is for the purpose of prequalifying the abrasive.

1.4.6   Qualifications

1.4.6.1   Qualifications of Certified Industrial Hygienist (CIH)

Submit name, address, telephone number, FAX number, and e-mail address of 
the independent third party CIH.  Submit documentation that hygienist is 
certified by the American Board of Industrial Hygiene in comprehensive 
practice, including certification number and date of 
certification/recertification.  Provide evidence of experience with 
hazards involved in industrial coating application work.

1.4.6.2   Qualifications of Certified Protective Coatings Specialist (PCS)

Submit name, address, telephone number, FAX number, and e-mail address of 
the independent third party PCS.  Submit documentation that specialist is 
certified by SSPC: The Society for Protective Coatings (SSPC) as a PCS, 
including certification number and date of certification/recertification.  
If the PCS is employed by the same coating inspection company to which the 
coating inspector is employed, this does not violate the independent 
third-party requirements.  The PCS must remain certified during the entire 
project, and the Contracting Officer must be notified of any change in 
certification status within 10 days of the change.  The PCS must not be 
the designated coating inspector.

1.4.6.3   Qualifications of Coating Inspection Company

Submit documentation that the coating inspection company performing all 
coating inspection functions is certified by SSPC to the requirements of 
SSPC QP 5  prior to contract award.  The coating inspection company 
submitted and approved must remain and not changed through completion of 
the contract.  The coating inspection company must remain so certified for 
the duration of the project.  If a coating inspection company's 
certification expires, the firm will not be allowed to perform any 
inspection functions, and all surface preparation and coating application 
work must stop, until the certification is reissued.  Requests for 
extension of time for any delay to the completion of the project due to an 
inactive certification will not be considered and liquidated damages will 
apply.  Notify the Contracting Officer of any change in coating inspection 
company certification status.  Notify the Contracting Officer of all 
scheduled and unannounced on site inspections from SSPC and furnish a copy 
of all inspection reports.
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1.4.6.4   Qualifications of QC Specialist Coating Inspector

Submit documentation that each coating inspector is employed, and 
qualified to SSPC QP 5 , Level III, by the selected coating inspection 
company.  Each inspector must remain employed by the coating inspection 
company while performing any coating inspection functions.  In addition to 
the handwritten records, the inspector must employ the electronic 
reporting program TruQC or equivalent as outlined in Table III.  The 
Administrator must be the designated Government Representative for the 
project.

1.4.6.5   Qualifications Of Individuals Performing Abrasive Blasting

Submit name, address, and telephone number of each person that will be 
performing abrasive blasting.  Submit documentation that each blaster is 
qualified by SSPC to the SSPC C 7 Abrasive Blaster or the SSPC CAS Coating 
Application Specialist Level 2 Certification Program (Interim Status.  
Each blaster must remain certified during the entire period of abrasive 
blasting, and the Contracting Officer must be notified of any change in 
qualification status.

1.4.6.6   Qualifications of Individuals Applying Coatings

Submit name, address, telephone number, of each person that will be 
operating plural component equipment.  Submit documentation that each 
operator is qualified by SSPC to the SSPC C 12 Spray Application 
Certification meeting the NAVSEA 009-32 requirements or the SSPC CAS 
Coating Application Specialist Level 2 Certification Program (Interim 
Status).  Each operator must remain certified during the entire period of 
coating application and the Contracting Officer must be notified of any 
change in qualification status.

1.4.6.7   Qualifications of Individuals Operating Plural Component Equipment

Submit name, address, telephone number, of each person that will be 
operating plural component equipment.  Submit documentation that each 
operator is qualified by SSPC to the SSPC C 14 Marine Plural Component 
Program(MPCAC-C14).  Each operator must remain certified during the entire 
period of coating application and the Contracting Officer must be notified 
of any change in qualification status.

1.4.6.8   Qualifications of Testing Laboratory for Coatings

Submit name, address, telephone number, FAX number, and e-mail address of 
the independent third party laboratory selected to perform testing of 
coating samples for compliance with specification requirements.  Submit 
documentation that laboratory is regularly engaged in testing of paint 
samples for conformance with specifications, and that persons performing 
analyses are qualified.

1.4.6.9   Qualifications of Testing Laboratory for Abrasive Media

Submit name, address, telephone number, FAX number, and e-mail address of 
the independent third party laboratory selected to perform testing of 
abrasive for compliance with specification requirements.  Submit 
documentation that laboratory has experience in testing samples of 
abrasive for conformance with specifications, and that persons performing 
analyses are qualified.
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1.4.6.10   Qualifications of Coating Contractors or Shop

**************************************************************************
NOTE:   I f  pr oj ect  i nvol ves r emoval  of  pai nt  
cont ai ni ng hazar dous mat er i al s,  add r equi r ement  f or  
SSPC QP- 2 cer t i f i cat i on i n sect i on of  speci f i cat i on 
wher e t he hazar dous pai nt  r emoval  i s  speci f i ed,  
gener al l y Sect i on 02 83 00 LEAD REMEDI ATI ON.

**************************************************************************

**************************************************************************
NOTE:  Sol i c i t at i ons r equi r i ng cer t i f i cat i on f or  
pr equal i f i cat i on shoul d poi nt  out  t he exi st ence and 
l ocat i on of  t he cer t i f i cat i on r equi r ement  on t he 
PROJECT I NFORMATI ON FORM.   Thi s r equi r ement  must  be 
poi nt ed out  i n t he sol i c i t at i on document s f or  t he 
" pr i or  t o cont r act  awar d"  r equi r ement  t o be 
enf or ceabl e.   Cer t i f i cat i on i s a speci al  
r esponsi bi l i t y  r equi r ement  pur suant  t o FAR 9. 104- 2 
Speci al  St andar ds.   Thi s i s anal ogous t o r equi r i ng 
bi dder s t o have a speci f i ed l evel  of  exper i ence or  
exper t i se and GAO has sust ai ned t hese t ypes of  
speci al  r equi r ement s.

**************************************************************************

All Contractors and Subcontractors that perform surface preparation or 
coating application must be certified to SSPC QP 1  and SSPC QS 1  for field 
application and SSPC QP 3  and SSPC QS 1  for shop applications, prior to 
contract award and must remain certified while accomplishing any surface 
preparation or coating application.  The painting Contractors, painting 
Subcontractors or Shop must remain so certified for the duration of the 
project.  If a Contractor's, Subcontractor's or Shop's certification 
expires, the firm will not be allowed to perform any work until the 
certification is reissued.  Requests for extension of time for any delay 
to the completion of the project due to an inactive certification will not 
be considered and liquidated damages will apply.  Notify the Contracting 
Officer of any change in Contractor or Shop certification status. Notify 
the Contracting Officer of all scheduled and unannounced on site audits 
from SSPC and furnish a copy of all audit reports.

[ For OCONUS, non-US territories where documentation is provided that 
certified SSPC QP 1  with or without SSPC QS 1  or SSPC QP 3  with or without 
SSPC QS 1  certified contractors did not bid and are not available, all 
Contractors and Subcontractors that perform surface preparation or coating 
application must be certified to ISO 9001  prior to contract award, and 
must remain certified while accomplishing any surface preparation or 
coating application.  The painting Contractors and painting Subcontractors 
must remain so certified for the duration of the project.  If a 
Contractor's or Subcontractor's certification expires, the firm will not 
be allowed to perform any work until the certification is reissued.  
Requests for extension of time for any delay to the completion of the 
project due to an inactive certification will not be considered and 
liquidated damages will apply.  Notify the Contracting Officer of any 
change in Contractor certification status.  Notify the Contracting Officer 
of all scheduled and unannounced on site inspections from the ISO 
certifying organization and furnish a copy of all inspection reports.
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] 1.4.6.11   Joint Sealant Materials

Provide manufacturer's certification of conformance to contract 
requirements.

1.4.6.12   Coating Materials

Provide manufacturer's certification of conformance to contract 
requirements.

1.4.6.13   Non-metallic Abrasive

Provide manufacturer's certification that the materials are currently 
approved by the Naval Sea Systems Command and listed on the Qualified 
Products Lists (QPL) for the specified materials.

1.4.6.14   Metallic Abrasive

Provide manufacturer's certification of conformance to contract 
requirements and provide copies of test results.

1.4.7   Protective Coating Specialist (PCS)

The PCS must be considered a QC Specialist and must report to the QC 
Manager, as specified in Section 01 45 00.00 10 01 45 00.00 20 01 45 00.00 40
 QUALITY CONTROL[ and 01 45 00.10.20  QUALITY CONTROL FOR MINOR 
CONSTRUCTION].  The PCS must approve all submittals prior to submission to 
the QC Manager for approval or submission to the government for approval.

1.4.8   Pre-Application Meeting

After approval of submittals but prior to the initiation of coating work, 
Contractor representatives, including at a minimum, project superintendent 
and QC manager, paint foreman, coating inspector, and PCS must have a 
pre-application coating preparatory meeting.  This meeting must be in 
addition to the pre-construction conference.  Specific items addressed 
must include: corrective action requirements and procedures, coating work 
plan, safety plan, coordination with other Sections, inspection standards, 
inspection requirements and tools, test procedures, environmental control 
system, and test logs.  Notify Contracting Officer at least ten days prior 
to meeting.

1.5   PRODUCT DATA

1.5.1   Joint Sealant Instructions

Submit manufacturer's printed instructions including detailed application 
procedures, minimum and maximum application temperatures, and curing 
procedures.  Include Safety Data Sheets (SDS) for materials to be used at 
the job site in accordance with 29 CFR 1926.59 .

1.5.2   Coating System Instructions

Submit manufacturer's printed instructions including detailed mixing and 
application procedures, number and types of coats required, minimum and 
maximum application temperatures, and curing procedures.  Include Safety 
Data Sheets (SDS) for materials to be used at the job site in accordance 
with 29 CFR 1926.59 .
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1.6   DELIVERY AND STORAGE

Ship, store, and handle materials in accordance with SSPC PA 1 , and as 
modified in this Section.  Maintain temperature in storage spaces between  
5 and 37 degrees C  40 and 100 degrees F , and air temperature more than  3 
degrees C  5 degrees F  above the dew-point at all times.  Inspect materials 
for damage prior to use and return non-compliant materials to 
manufacturer.  Remove materials with expired shelf life from government 
property immediately and notify the Contracting Officer.

If materials are approaching shelf life expiration and an extension is 
desired, samples may be sent to the manufacturer, along with complete 
records of storage conditions, with a request for shelf life extension.  
If the manufacturer finds the samples and storage data suitable for shelf 
life extension, the manufacturer may issue an extension, referencing the 
product evaluation and the review of storage records.  Products may not be 
extended longer than allowed in the product specification.

1.7   COATING HAZARDS

**************************************************************************
NOTE:   Thi s speci f i cat i on Sect i on shoul d be used 
wi t h Sect i on 01 35 26 GOVERNMENTAL SAFETY 
REQUI REMENTS and 01 74 19 CONSTRUCTI ON WASTE 
MANAGEMENT AND DI SPOSAL.

**************************************************************************

Ensure that employees are trained in all aspects of the safety plan. 
Specified coatings may have potential health hazards if ingested or 
improperly handled.  The coating manufacturer's written safety precautions 
must be followed throughout mixing, application, and curing of the 
coatings.  During all cleaning, cleanup, surface preparation, and paint 
application phases, ensure that employees are protected from toxic and 
hazardous chemical agents which exceed concentrations in 29 CFR 1910.1000 .  
Comply with respiratory protection requirements in 29 CFR 1910.134 .  The 
CIH must approve work procedures and personal protective equipment.

1.8   JOB SITE REFERENCES

**************************************************************************
NOTE:   I ncl ude any ot her  j obsi t e r el at ed r ef er ences 
t hat  mi ght  be added dur i ng desi gn.

**************************************************************************

Make available to the Contracting Officer at least one copy each of 
ASTM D3276, ASTM D3925, ASTM D4285, ASTM D7091, SAE AMS-STD-595A , ISO 9001 ,  
SSPC AB 2 , SSPC AB 3 , SSPC Guide 6 , SSPC Guide 10 , SSPC Guide 12 , 
SSPC Guide 15 , SSPC PA 1 , SSPC PA 2 , SSPC PA 17 , SSPC QP 1 , SSPC QP 2 , 
SSPC QP 3 , SSPC QP 5 , SSPC QS 1 , SSPC SP COM, SSPC SP 1 , 
SSPC SP 6/NACE No.3 , SSPC 7/NACE No.4 , SSPC SP 10/NACE No. 2 , NACE WJ-1, 
SSPC VIS 1 , and an SSPC Certified Contractor Evaluation Form at the job 
site.

PART 2   PRODUCTS

2.1   JOINT SEALANT

ASTM C920, Type M, Grade NS, Class 25, Use NT, I, M, G, A, O.  Must be 
manufactured or supported by the coating system manufacturer.
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2.2   COATING SYSTEM

**************************************************************************
NOTE:  I ncl ude br acket ed t ext  f or  new const r uct i on 
only.

**************************************************************************

Alternate systems or products will not be considered.  All SZC materials 
must be supplied by one supplier.[  The entire SZC system is intended to 
be applied in the field for in-situ maintenance.  Alternatively, on new 
construction projects, surface preparation and coating application may be 
accomplished in a SSPC QP 3  shop, following all temperature, humidity, 
preparation, application of the coating system and testing requirements 
listed herein.  Upon completion of installation in the field all damaged 
surfaces must be inspected and repaired.  Remove all damaged surfaces by 
means of the specified surface preparation followed by re-application of 
the SZC system.  The final surface of any repairs must meet all 
requirements of the specifications and the manufacturer.]

The specification material in this Section require approval prior to 
contract award.  Testing of products by an Independent laboratory to the 
QUALIFICATION INSPECTION REQUIREMENTS of Table II prior to contract award 
or must be listed as an approved material herein.  See specific submittal 
requirements in paragraph QUALITY ASSURANCE.

2.2.1   Self-Priming SZC Coating Material

2.2.1.1   Chevron Phillips Chemical Co.  TZ 904

2.2.1.2   PolySpec  LPE 5100

2.2.1.3   Premier Coating Systems, Inc.  PCS 1200 TA

2.3   COATING SAMPLE COLLECTION

Provide 2 kits that contains one  liter  quart  can for the base and 
activator of each SZC material, an appropriately sized can for each 
activator, dipping cups for each component to be sampled, a shipping box 
sized for the samples to to be shipped, and packing material.  Extract 2 
samples of each component, mark cans for the appropriate components 
including manufacturers name, address, batch numbers, batch size shipped 
to the project sight and date of manufacture.  Store in QC Manager's 
office until completion of project.  If unforeseen coating issues arise 
ship 1 complete sample (including base and activator) with all batch 
information to the pre-chosen approved Independent laboratory for 
evaluation.  Include all pertinent information from the project.  The QC 
Manager is to arrange pick-up and shipping to the approved coating testing 
laboratory.

2.4   ABRASIVE SAMPLE COLLECTION AND SHIPPING KIT

Provide a kit that contains one suitable plastic bag or container for each 
sample to be collected.  Mark containers for the appropriate component.  
Provide shipping documents, including either pre-paid shipping or a 
shipper number that can be used by the QC Manager to arrange pickup, 
addressed to the approved coating testing laboratory.
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2.5   TEST KITS

2.5.1   Test Kit for Measuring Chloride, Sulfate and Nitrate Ions on Steel 
and Coated Surfaces

Provide test kits called CHLOR*TEST CSN Salts, as manufactured by 
CHLOR*RID International Inc. of Chandler, Arizona ( www.chlor-rid.com ) or 
equal.  An "equal" test kit must meet the following requirements:

a.  Kit contains all materials,supplies, tools and instructions for field 
testing and on-site quantitative evaluation of chloride, sulfate and 
nitrate ions;

b.  Kit extract solution is acidic, factory pre-measured, pre-packaged, 
and of uniform concentration;

c.  Kit components and solutions are mercury free and environmentally 
friendly;

d.  Kit contains new materials and solutions for each test extraction;

e.  Extraction test container (vessel or sleeve or cell) creates a sealed, 
encapsulated environment during salt ion extraction;

f.  Test extract container is suitable for testing the following steel 
surfaces: horizontal (up/down configuration), vertical, flat, curved, 
smooth, pitted, and rough;

g.  All salt ion concentrations are directly measured in micrograms per 
square centimeter.

2.5.2   Test Kit for Measuring Chlorides in Abrasives

Provide test kits called CHLOR*TEST-A, as manufactured by CHLOR*RID 
International Inc. of Chandler, Arizona ( www.chlor-rid.com ), or equal.  To 
be considered for approval as an "equal" test kit, each proposed test kit 
must:

a.  Be a completely self-contained test kit with all materials, supplies, 
tools and instructions to take tests and identify results;

b.  Use identifiable, consistent, factory pre-measured test extract 
solution;

c.  Provide for testing equal volumes of abrasive and test solution;

d.  Provide for taking direct measurements of the chloride ion in parts 
per million (PPM), without using conversion charts or tables;

e.  Provide all new components for extraction and titration for each test;

f.  Provide a factory sealed titration device for each test;

g.  Use the extract sampling container as the titration container.

2.6   ABRASIVE

The referenced abrasive specifications have maximum limits for soluble 
salts contamination, however, this maximum level of contamination does not 
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guarantee that contamination will not be transferred to the steel surface 
during abrasive blasting.  Other factors such as on-site handling and 
recycling can allow contamination of abrasive.  Contractors are cautioned 
to verify that the chosen abrasive, along with work and storage processes, 
allow the final surface cleanliness requirements to be achieved.  
Successful testing of chlorides in abrasive does not negate the final 
acceptance testing of steel surfaces.

**************************************************************************
NOTE:   The f ol l owi ng par agr aph i s mandat or y f or  al l
PACNAVFACENGCOM pr oj ect s.  Al l  ot her  agenci es may
use i t  af t er  checki ng appl i cabi l i t y .

**************************************************************************

[ Interpret SSPC AB 1  to include the meaning that abrasive material contains 
a maximum one percent by weight of any toxic substance listed in either 
Table Z-1, Z-2, or Z-3 or 29 CFR 1910-SUBPART Z , with the exception of 
inert or nuisance dust materials, arsenic, beryllium, cadmium, cobalt, 
lead, mercury, rhodium, silver, tellurium, thallium, and uranium.

]
**************************************************************************

NOTE:  Reduce al l owabl e gr oss gamma r adi oact i v i t y t o 
5 pi cocur i es per  gr am f or  al l  PACDI V pr oj ect s.   
Reduce i n ot her  ar eas i f  st at es or  l ocal i t i es 
require.

**************************************************************************

2.6.1   Non-metallic Abrasive

Conform to SSPC AB 1 , Class A except that: 

[ a.  The gross gamma radioactivity must not exceed 5 picocuries per gram.

] b.  The maximum allowable chloride content is 7 parts per million (ppm) as 
measured with the test kit described in the paragraph TEST KIT FOR 
MEASURING CHLORIDES IN ABRASIVES.  Modify the requirements of SSPC AB 2
to substitute requirement for one chloride test for each "WATER 
SOLUBLE CONTAMINANTS" test required.

c.  The maximum allowable Chromium and Cadmium content of the work mix 
must be less than 0.1 percent by wt. when tested in accordance with 
ASTM D3718 for Chromium and ASTM D3335 for Cadmium.  Modify the 
requirements of SSPC AB 2  to add requirement for one Chromate test and 
one Cadmium test for each "LEAD" test required.

Use abrasive that is specifically selected and graded to provide a sharp, 
angular profile to the specified depth.  Do not use ungraded abrasive.  
Make adjustments to processes or abrasive gradation to achieve specified 
surface profile.  Recycled non-metallic abrasive must meet all 
requirements of the specification each time that it is placed in the blast 
pot.

2.6.2   Metallic Abrasive

2.6.2.1   New and Remanufactured Steel Grit

Conform to the chemical and physical properties of SSPC AB 3  Class 1 
(Steel) only[, except that the gross gamma radioactivity must not exceed 5 
picocuries per gram].  Class 2 (Iron) abrasive must not be used.
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To develop a suitable work mix from new steel abrasive, a minimum of 200 - 
400 recycles is required, therefore, it is advantageous for a Contractor 
to use remanufactured steel grit or grit reclaimed from a previous 
project.  Such grit must be considered to conform if it can be traced to 
new grit conforming to SSPC AB 3  Class 1 and it meets all cleanliness 
requirements of SSPC AB 3  Class 1 when brought to the current jobsite.  
Submit one representative sample of this work mix to the laboratory for 
testing, along with samples of new material.  Acceptance and use of this 
work mix must not be used to justify any deviation from surface 
preparation requirements.

2.6.2.2   Recycled Steel Grit

Abrasive media must conform to the chemical and physical properties of 
SSPC AB 2  except that:

a.  The maximum allowable chloride content is 7 parts per million (ppm) as 
measured with the test kit described in the paragraph TEST KIT FOR 
MEASURING CHLORIDES IN ABRASIVES.  Modify the requirements of SSPC AB 2
to substitute requirement for one chloride test for each "WATER 
SOLUBLE CONTAMINANTS" test required.

b.  The maximum allowable Chromium and Cadmium content of the work mix 
must be 0.1 percent by wt. when tested in accordance with ASTM D3718 
for Chromium and ASTM D3335 for Cadmium.  Modify the requirements of 
SSPC AB 2  to add requirement for one Chromate test and one Cadmium 
test for each "LEAD" test required.

PART 3   EXECUTION

Perform all work, rework, and repair in accordance with approved 
procedures in the Coating Work Plan.

[ 3.1   REMOVAL OF COATINGS CONTAINING HAZARDOUS MATERIALS

**************************************************************************
NOTE:  I ncl ude Sect i on 02 83 00 LEAD REMEDI ATI ON i n 
any pr oj ect  speci f i cat i on t hat  r equi r es r emoval  or  
di st ur bance of  coat i ng cont ai ni ng hazar dous 
mat er i al s.   I ncl ude a cont r act or  qual i f i cat i on 
r equi r ement  s i mi l ar  t o t he par agr aph QUALI FI CATI ONS 
OF COATI NG CONTRACTORS i n Par t  1 of  t hi s Sect i on,  
except  t hat  t he cont r act or  must  be qual i f i ed t o SSPC 
QP- 2,  Cat egor y A.   The r emoval  of  coat i ngs 
cont ai ni ng hazar dous mat er i al s and appl i cat i on of  
new coat i ng syst em can be accompl i shed i n a 
cont i nuous oper at i on i f  t he cont r act or  pr ovi des 
appr opr i at e coor di nat i on of  r emoval ,  c l eani ng,  and 
coat i ng appl i cat i on.   I t  i s  speci f i ed as t wo 
separ at e oper at i ons t o al l ow separ at e cont r act or s t o 
accompl i sh di f f er ent  phases of  pr oj ect .   Wi t h t he 
use of  SSPC QP- 1 and QP- 2 r equi r ement s i n cont r act s,  
t he same cont r act or  wi l l  gener al l y be accompl i shi ng 
bot h phases of  wor k,  and wi l l  pr obabl y want  t o 
per f or m bot h phases as a s i ngl e oper at i on so as not  
t o have t o pr epar e sur f ace t wi ce.   To accompl i sh t he 
coat i ng r emoval  and r ecoat i ng i n a cont i nuous 
oper at i on,  t he cont r act or s pl an must  be scr ut i ni zed 
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f or  appr opr i at e cont r ol s on t he r emoval  pr ocess,  and 
on t he sur f ace pr epar at i on/ coat i ng appl i cat i on 
pr ocess.   Del et e t hi s par agr aph i f  no pai nt  
cont ai ni ng hazar dous mat er i al  i s  t o be r emoved.

**************************************************************************

Coatings containing hazardous materials and identified for disturbance 
during or including removal, and surface preparation must be coordinated 
and handled in accordance with requirements from Section 02 83 00  LEAD 
REMEDIATION.

] 3.2   COATING AND ABRASIVE SAMPLE COLLECTION AND TESTING

Sample and test materials delivered to the jobsite.  Notify Contracting 
Officer three days in advance of sampling.  The QC Manager and either the 
PCS or coating inspector must witness all sampling.

3.2.1   Coating Sample Collection

Provide 2 sample collection kits as required in paragraph COATING SAMPLE 
COLLECTION AND SHIPPING KIT.  From each lot, obtain 2 one  liter  quart  
sample of each base material, and proportional samples of each activator 
based on mix ratio, by random selection from sealed containers in 
accordance with ASTM D3925.  Prior to sampling, mix contents of each 
sealed container to ensure uniformity.  As an alternative to collecting 
small samples from kits, entire kits may be randomly selected and held if 
the need to ship to laboratory arises, observing all requirements for 
witnessing and traceability.  For purposes of quality conformance 
inspection, a lot is defined as that quantity of  materials from a single, 
uniform batch produced and offered for delivery at one time.  A batch is 
defined as that quantity of material processed by the manufacturer at one 
time and identified by number on the label.  Identify samples by 
designated name, specification number, batch number, project contract 
number, sample date, intended use, and quantity involved.  The QC manager 
will take possession of the packaged samples and hold until instructed to 
contact a shipping company to arrange for pickup, and relinquish the 
samples only to the shipping representative for shipment to the approved 
laboratory for testing as required by paragraph COATING SAMPLE TEST 
REPORTS.

3.2.2   Abrasive Sample Collection

Provide a sample collection kit as required in paragraph ABRASIVE SAMPLE 
COLLECTION AND SHIPPING KIT.  For purposes of quality conformance 
inspection, a lot must consist of all abrasive materials of the same type 
from a single, uniform batch produced and offered for delivery at one 
time.  Obtain samples of each abrasive lot using the sampling techniques 
and schedule of the relevant SSPC AB standard reference.  The addition of 
any substance to a batch must constitute a new lot.  Identify samples by 
designated name, specification number, lot number, project contract 
number, sample date, intended use, and quantity involved.  The QC manager 
will take possession of the packaged samples, contact the shipping company 
to arrange for pickup, and relinquish the samples only to the shipping 
representative for shipment to the approved laboratory for testing as 
required by the paragraph ABRASIVE SAMPLE TEST REPORTS.

3.2.3   Coating Sample Test Reports

Submit test results for each lot of coating material delivered to the 
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jobsite.  Test samples of prime, and topcoat materials for compliance with 
requirements of Table I.  Reject entire lot represented by samples that 
fail one or more tests, select new lots, and test samples.

3.2.4   Abrasive Sample Test Reports

Submit test results for each lot of abrasive delivered to the jobsite.  
Test samples of metallic abrasive to the requirements of paragraph 
REQUIREMENTS of SSPC AB 3 , except paragraph 4.1.5 DURABILITY.  Test 
samples of non-metallic abrasive to the requirements of paragraph 
REQUIREMENTS of SSPC AB 1 .  Reject entire lot represented by samples that 
fail one or more tests, select new lots, and test samples.

3.3   SURFACES TO BE COATED

Coat exterior surfaces of entire steel waterfront structure including 
joints, lap joints and any other appurtenances.

3.4   LIGHTING

Provide lighting for all work areas as prescribed in SSPC Guide 12 .

3.5   ENVIRONMENTAL CONDITIONS

3.5.1   Containment 

**************************************************************************
NOTE:  Cont ai nment  ai ds i n mai nt ai ni ng envi r onment al  
condi t i ons by moder at i ng ext r eme condi t i ons.   
Exper i ence has shown t hat  cont ai nment  al so pr ovi des 
cost - ef f ect i ve cont r ol  of  envi r onment al  condi t i ons,  
and t he bet t er  condi t i ons r esul t  i n a bet t er  coat i ng 
product.

SSPC Gui de 6,  has f our  c l asses of  cont ai nment ,  f r om 
Cl ass 1 bei ng t he hi ghest  l evel  of  cont r ol .   
Gener al l y Cl asses 1 and 2 ar e onl y r equi r ed f or  
r emoval  of  hazar dous mat er i al s,  whi l e Cl ass 3 i s 
pr obabl y sat i sf act or y f or  most  coat i ng oper at i ons.   
Cl ass 4 r equi r es mi ni mal  " knockdown"  of  ai r bor ne 
debr i s,  and i s not  gener al l y usabl e as an ai r bor ne 
par t i cul at e cont r ol  measur e.

**************************************************************************

Design and provide a containment system for the capture, containment, 
collection, storage and disposal of the waste materials generated by the 
work under this  Section, to meet the requirements of SSPC Guide 6 , Class 
[1][2][3].  Vapor concentrations must be kept at or below 10 percent of 
Lower Explosive Limit (LEL) at all times.  Containment may be designed as 
fixed containment for complete structure or portable containment for 
sections of structure, however, containment must remain in any one place 
from beginning of abrasive blasting through initial cure of coating.  
Waste materials covered by this paragraph must not include any material or 
residue from removal of coatings containing lead, chromium, cadmium, PCB, 
or any other hazardous material.  These must be handled in accordance with 
Section 02 83 00  LEAD REMEDIATION.

It is the Contractors responsibility to insure the feasibility and 
workability of the containment system.  The Contractor must perform his 
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operations and work schedule in a manner as to minimize leakage of the 
containment system.  The containment system must be properly maintained 
and must not deviate from the approved drawings. If the containment system 
fails to function satisfactorily, the Contractor must suspend all 
operations, except those required to minimize adverse impact on the 
environment or government property. Operations must not resume until 
modifications have been made to correct the cause of the failure.

 
3.5.2   Automated Monitoring Requirements, Field and Shop Applications

**************************************************************************
NOTE:  I ncl ude br acket ed t ext  f or  new const r uct i on 
only.

**************************************************************************

Provide continuous monitoring of temperature, relative humidity, and dew 
point data at pertinent points on the structure [substrate], during 
surface preparation, coating application, and initial cure.  Locate 
sensors to provide pertinent data for the surface preparation and coat 
application being performed.  Monitor any heating, cooling, or 
dehumidification equipment used.  Make data available to the Contracting 
Officer through Internet access.  Provide monitoring equipment to perform 
as follows:

a.  Data is collected in the field unit or shop unit in one minute 
increments, and available for download (on-site) in a standard 
format.  Contractor must collect this data and make available to the 
Contracting Officer;

b.  Monitoring equipment must have backup power such that data collection 
and transmission to web server will be uninterrupted during the entire 
period of the dehumidification requirement;

c.  Monitoring equipment must have capability to measure surface 
temperatures at a minimum of four locations;

d.  Monitoring equipment must have capability to measure dry bulb 
temperature (DB), relative humidity (RH), and dewpoint temperature 
(DP);

e.  Data must be available continuously through secure Internet 
connection, using widely available web browsers;

f.  Internet accessible data must be collected and stored in maximum 15 
minute increments, and lag time between data collection and online 
availability must be no greater than 70 minutes;

g.  Internet accessible data must be available for viewing online in 
tabular format, and graphical format using selected data;

h.  Internet accessible data must be available for download in 
user-defined segments, or entire project to date, in a standard format 
usable by Microsoft Excel and other spreadsheet programs.

i.  Internet-based controls must provide alerts to pre-designated parties 
through email messaging;

j.  Internet-based controls must monitor data uploads from field unit or 
shop unit and issue alert if data not initiated within 60 minutes of 
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last upload;

k.  Internet-based controls must monitor operation of DH equipment and 
issues alert when power remains off for more than 15 seconds, or if 
pre-determined temperature, RH, or DP conditions are exceeded;

There is no requirement for connectivity of the monitoring system to 
control the DH equipment, therefore, any combination of equipment having 
the required functionality will be accepted.

3.6   SURFACE PREPARATION

**************************************************************************
NOTE:  When edi t i ng t hi s speci f i cat i on f or  
mai nt enance coat i ng wor k f or  whi ch NACE WJ- 1 
Wat er j et  Cl eani ng of  Met al s,  Cl ean t o Bar e Subst r at e 
sur f ace pr epar at i on i s t o be al l owed,  i ncl ude not e 
f or  t he cont r act or  t o use pot abl e wat er ,  moni t or  t he 
qual i t y of  t he wat er ,  and adj ust  wat er  qual i t y t o 
assur e appr opr i at e sur f ace pr epar at i on and f i nal  
sur f ace r equi r ement s.   Ther e ar e many pr obl ems t hat  
mi ght  ar i se f r om bot h di ssol ved and suspended 
mat er i al .   A common occur r ence i s wat er  wi t h 
hi gh- chl or i des,  even i n pot abl e wat er ,  whi ch may 
l eave unaccept abl e cont ami nat i on on cl eaned 
sur f aces,  and may not  be sui t abl e f or  wat er  j et t i ng.

**************************************************************************

3.6.1   Abrasive Blasting and Waterjetting Equipment

Use abrasive blasting equipment of conventional air, force-feed, or 
pressure type.  Maintain a minimum pressure of  650 kPa  95 psig  at nozzle.  
Confirm that air supply for abrasive blasting is free of oil and moisture 
when tested in accordance with ASTM D4285.  Test air quality at each 
startup, but in no case less often than every five operating hours.

Use waterjetting equipment capable of Low-Pressure Water Cleaning (LP WC) 
at pressures up to 5,000 psi, High-Pressure Waterjetting (HP WJ) at 
pressures between 10,000 and 30,000 psi and Ultrahigh-Pressure 
Waterjetting (UHP WJ) at pressures greater than 30,000 psi.

3.6.2   Operational Evaluation of Abrasive

Test abrasive for salt contamination and oil contamination as required by 
the appropriate abrasive specification daily at startup and every five 
operating hours thereafter.

3.6.3   Surface Standard

Inspect surfaces to be coated, and select plate with similar properties 
and surface characteristics for use as a surface standard.  Blast clean 
one or more  300 mm  1 foot  square steel panels as specified in paragraph 
SURFACE PREPARATION.  Record blast nozzle type and size, air pressure at 
nozzle and compressor, distance of nozzle from panel, and angle of blast 
to establish procedures for blast cleaning.  Measure surface profile in 
accordance with SSPC PA 17  using Rmax as the measure of profile height.  
When the surface standard complies with all specified requirements, seal 
with a clearcoat protectant.  Use the surface standard for comparison to 
abrasive blasted surfaces throughout the course of work.
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3.6.4   Pre-Preparation Testing for Surface Contamination

Perform testing, water jetting, abrasive blasting, and testing in the 
prescribed order.

3.6.4.1   Pre-Preparation Testing for Oil and Grease Contamination

**************************************************************************
NOTE:   When speci f y i ng mai nt enance pai nt i ng,  use a 
wat er  based pH neut r al  degr easer  t o avoi d damagi ng 
exi st i ng coat i ng.

**************************************************************************

Inspect all surfaces for oil and grease contamination using two or more of 
the following inspection techniques: 1) Visual inspection, 2) WATER BREAK 
TEST, 3) CLOTH RUB TEST.  Reject oil or grease contaminated surfaces, 
clean [using a water based pH neutral degreaser ]in accordance with 
SSPC SP 1 , and recheck for contamination until surfaces are free of oil 
and grease.

WATER BREAK TEST - Spray atomized mist of distilled water onto surface, 
and observe for water beading.  If water "wets" surface rather than 
beading up, surface can be considered free of oil or grease 
contamination.  Beading of water (water forms droplets) is evidence of oil 
or grease contamination.

CLOTH RUB TEST - Rub a clean, white, lint free, cotton cloth onto surface 
and observe for discoloration.  To confirm oil or grease contamination in 
lightly stained areas, a non-staining solvent may be used to aid in oil or 
grease extraction.  Any visible discoloration is evidence of oil or grease 
contamination.

3.6.4.2   Pre-Preparation Testing for Soluble Salts Contamination

Test surfaces for soluble salts, and wash as required, prior to abrasive 
blasting.  Soluble salt testing is also required in paragraph 
PRE-APPLICATION TESTING FOR SOLUBLE SALTS CONTAMINATION as a final 
acceptance test of prepared surfaces after abrasive blasting, and 
successful completion of this phase does not negate that requirement.  
This phase is recommended since pre-preparation testing and washing are 
generally more advantageous than attempting to remove soluble salt 
contamination after abrasive blasting.  Effective removal of soluble salts 
will require removal of any barrier to the steel surface, including rust.  
This procedure may necessitate combinations of wet abrasive blasting, high 
pressure water rinsing, and cleaning using a solution of water washing and 
soluble salts remover.  The soluble salts remover must be acidic, 
biodegradable, nontoxic, noncorrosive, and after application, will not 
interfere with primer adhesion.  Delays between testing and preparation, 
or testing and coating application, may allow for the formation of new 
contamination.  Use potable water, or potable water modified with soluble 
salt remover, for all washing or wet abrasive blasting.  Test methods and 
equipment used in this phase are selected at the Contractor's discretion.

3.6.5   Water Jetting and Abrasive Blasting

**************************************************************************
NOTE:   The i ssue of  maxi mum pr of i l e on new 
st r uct ur es i s an i mpor t ant  one.   Once a pr of i l e i s 
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est abl i shed,  i t  i s  near l y i mpossi bl e t o r educe i t ,  
t her ef or e,  t he i ni t i al  pr of i l e wi l l  di ct at e t he 
pr of i l e f or  t he l i f e of  t he st r uct ur e.

The speci f i ed 3- 5 mi l  sur f ace pr of i l e i s t he 
pr ef er r ed dept h f or  pr epar i ng f or  t he SZC 
mat er i al s.   On st eel  t hat  was pr evi ousl y pr epar ed t o 
a deeper  dept h and coat ed,  i t  i s  not  f easi bl e t o 
r educe t he deeper  dept h t o t he pr ef er r ed dept h.   A 
dept h of  up t o 8 mi l s can be t ol er at ed.

Desi gner s must  be awar e t hat  pr of i l e f ound t o be i n 
excess of  5 mi l s may r equi r e addi t i onal  f undi ng t o 
add ext r a coat i ng mat er i al .

To val i dat e cont r act or  c l ai ms of  pr e- exi st i ng 
pr of i l e gr eat er  t han al l owed,  t est  an appr opr i at e 
number  of  r epr esent at i ve spot s wi t h abr asi ve t hat  
r emoves pai nt  but  does not  af f ect  pr of i l e,  such as 
bi car bonat e of  soda,  or  ot her  sof t  abr asi ve,  or  
waterblasting.

**************************************************************************

On previously coated and prepared surfaces Waterjet all steel surfaces to 
a NACE WJ-1(< 33 percent rust staining), NV-3 (<50 µg/cm² chlorides) 
condition employing Ultrahigh-Pressure Waterjetting (UHP WJ) at more than 
30,000 psi.  If mutually agreed upon by the government and contractor at 
the pre-application meeting, waterjetting must be followed by abrasive 
blasting the steel surfaces to near-white metal in accordance with 
SSPC SP 10/NACE No. 2 .  Provide a  75 to 200 micron  3 to 8 mil  surface 
profile.  Reject profile greater than  200 microns  8 mils , discontinue 
abrasive blasting, and modify processes and materials to provide the 
specified profile.  Prepared surfaces must conform to SSPC VIS 1  and must 
match the prepared test-panels.  Measure surface profile in accordance 
with SSPC PA 17 , using Rmax as the measure of profile height.  Record all 
measurements required in this standard.  Measure profile at rate of three 
test areas for the first  100 square meters  1000 square feet  plus one test 
area for each additional  100 square meters  1000 square feet  or part 
thereof.  Provide two additional measurements for each non-compliant 
measurement.  When surfaces are reblasted for any reason, retest profile 
as specified.  Following abrasive blasting, remove dust and debris by 
vacuum cleaning.  Do not attempt to wipe surface clean.

On in shop applications or field applications of new surfaces provide a  75 
to 125 micron  3 to 5 mil  surface profile.  Reject profile greater than  125 
microns  5 mils , discontinue abrasive blasting, and modify processes and 
materials to provide the specified profile.  Prepared surfaces must 
conform to SSPC VIS 1  and must match the prepared test-panels.  Measure 
surface profile in accordance with SSPC PA 17 , using Rmax as the measure 
of profile height.  Record all measurements required in this standard.  
Measure profile at rate of three test areas for the first  100 square meters
 1000 square feet  plus one test area for each additional  100 square meters  
1000 square feet  or part thereof.  Provide two additional measurements for 
each non-compliant measurement.  When surfaces are reblasted for any 
reason, retest profile as specified.  Following abrasive blasting, remove 
dust and debris by vacuum cleaning.  Do not attempt to wipe surface clean.
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3.6.6   Disposal of Used Abrasive

Dispose of used abrasive off Government property in accordance with 
Federal, State, and Local mandated regulations.

3.6.7   Pre-Application Testing For Surface Contamination

3.6.7.1   Pre-Application Testing for Oil and Grease Contamination

Ensure surfaces are free of contamination as described in paragraph 
PRE-PREPARATION TESTING FOR OIL AND GREASE CONTAMINATION, except that only 
questionable areas need be checked for beading of water misted onto 
surface.

3.6.7.2   Pre-Application Testing for Soluble Salts Contamination

**************************************************************************
NOTE:   On i n shop appl i cat i ons or  new st r uct ur es,  
r equi r e 30 per cent  of  t est s t o be accompl i shed at  
wel ds.   On st r uct ur es t hat  have been i n ser vi ce,  
cor r oded ar eas shoul d al so be t est ed f or  hi gh 
chlorides.

**************************************************************************

Test surfaces for chloride contamination using the Test Kit described in 
TEST KIT FOR MEASURING CHLORIDE, SULFATE AND NITRATE IONS ON STEEL AND 
COATED SURFACES. Test all surfaces at rate of three tests for the first  
100 square meters  1000 square feet  plus one test for each additional  200 
square meters  2000 square feet  or part thereof.  Concentrate testing of 
bare steel at areas of coating failure to bare steel and areas of 
corrosion pitting.  Perform 30 percent of tests on bare steel at welds, 
divided equally between horizontal and vertical welds.  One or more 
readings greater than 3 micrograms per square centimeter of chlorides or 
10 micrograms per square centimeter of sulfates or 5 micrograms per square 
centimeter of nitrates is evidence of soluble salt contamination.  Reject 
contaminated surfaces, wash as discussed in paragraph PRE-PREPARATION 
TESTING FOR SOLUBLE SALTS CONTAMINATION, allow to dry, and re-test until 
all required tests show allowable results.  Reblast tested and cleaned 
areas as required.  Label all test tubes and retain for test verification.

3.6.7.3   Pre-Application Testing for Surface Cleanliness

Apply coatings to dust free surfaces.  To test surfaces, apply strip of 
clear adhesive tape to surface and rub onto surface with finger.  When 
removed, the tape should show little or no dust, blast abrasive, or other 
contaminant.  Reject contaminated surfaces and retest.  Test surfaces at 
rate of three tests for the first  100 square meters  1000 square feet  plus 
one test for each additional  100 square meters  1000 square feet  or part 
thereof.  Provide two additional tests for each failed test or 
questionable test.  Attach test tapes to Daily Inspection Reports.

3.7   MIXING AND APPLICATION OF SEALANT AND COATING SYSTEM

3.7.1   Preparation of Coating Materials for Application

Each of the SZC materials are a two-component material supplied in 
separate containers.
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3.7.1.1   Mixing Materials

Self Priming SZC Coatings are designed for Plural Component application.  
Mix in accordance with manufacturer's instructions, which may differ for 
each product and manufacturer.  Do not mix partial kits, or alter mix 
ratios.  Mix materials in same temperature and humidity conditions 
specified in paragraph DELIVERY AND STORAGE.  DO NOT ADD SOLVENT without 
specific written recommendation from the manufacturer.

3.7.1.2   Pot Life

Self Priming SZC Coatings have very short pot life.  For small touch-ups 
apply mixed products within stated pot life for each product 
manufacturer.  Stop applying when material becomes difficult to apply in a 
smooth, uniform wet film.

3.7.1.3   Application Conditions and Recoat Windows

**************************************************************************
NOTE:   These r equi r ement s ar e pr ovi ded i n an at t empt  
t o pr event  t he s i gni f i cant  number  of  del ami nat i on 
f ai l ur es t hat  ar e f r equent l y f ound on i ndust r i al  
st r uct ur es.   The ver y st r i ct  r equi r ement s on 
appl i cat i on condi t i ons may r equi r e wor k dur i ng 
abnor mal  hour s,  i ncl udi ng weekends.   Cont r act or  wor k 
hour s shoul d al l ow f or  such dur i ng coat i ng 
application.

**************************************************************************

**************************************************************************
NOTE:   Col d- weat her  appl i cat i on i s not  cover ed by 
t hi s speci f i cat i on.   I f  a pr oj ect  i s  desi gned f or  
coat i ng i n col d weat her ,  t hen t he encl osur e and 
heat i ng r equi r ement s may be si gni f i cant .   I t  i s  not  
i nt ended t hat  cont r act or s be f or ced t o appl y 
coat i ngs i n col d weat her ,  however ,  t he under l y i ng 
pr emi se i s t hat  coat i ngs must  be appl i ed wi t hi n t he 
speci f i ed t emper at ur e r anges.   A col d- weat her  
speci f i cat i on shoul d not  be used t o s i mpl y save 
money,  as t he coat i ng syst em wi l l  gener al l y not  have 
t he same l ongevi t y as one appl i ed wi t hi n 60- 100 
degr ees F.

**************************************************************************

The application condition requirements for the SZC system are intended to 
avoid the delamination problems frequently found on industrial 
structures.  Plan coating application to ensure that specified 
temperature, humidity, and condensation conditions are met.  If conditions 
do not allow for orderly application of the coating system use appropriate 
means of controlling air and surface temperatures, as required.  Partial 
or total enclosures, insulation, heating or cooling, or other appropriate 
measures may be required to control conditions to allow for orderly 
application of all required coats.

Maintain air and steel surface temperature between  16 and 38 degrees C  50 
and 100 degrees F  during application and the first 30 minutes of cure.  
Maintain steel surface temperature more than  3 degrees C  5 degrees F  above 
the dew-point of the ambient air for the same period with relative 
humidity at a maximum of 60 percent at anytime during application.  If 
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coating is not applied during these surface temperatures and conditions, 
or if surface temperature exceeds  49 degrees C  120 degrees F  before cure, 
provide TOTAL REMOVAL AND RE-APPLY.  

3.7.2   Application of SZC System, Joint Sealant and Stripe Coat

Apply SZC in accordance with SSPC PA 1  and as specified herein.  Apply SZC 
to surfaces that meet all stated surface preparation requirements.  

Prior to application SZC perform testing prescribed in paragraph 
PRE-APPLICATION TESTING FOR SURFACE CONTAMINATION, as necessary, to ensure 
minimal contamination.  If contamination is found, revert to the specified 
testing rate.  Such atmospheric events as a coastal storm blowing onshore 
can bring unusual chloride contamination.  Concern for contamination 
should be continually prevalent, and spot testing should be accomplished 
to verify satisfactory conditions.  Where visual examination or spot 
testing indicates contamination, perform sufficient testing to verify 
non-contamination, or to define extent of contamination for appropriate 
treatment.

Apply SZC in a consistent wet film in a continuous half lapped spray coat, 
overlapping 50 percent of the previous spray pass.  In multiply coats 
applications apply two coats at 90 degree application patterns.  Ensure 
that "cold joints" are no less than  150 mm  six inches  from welds.  Apply 
stripe coat by brush.  For convenience, stripe coat material may be 
delivered by spray if followed immediately with brush-out and approved 
procedures include appropriate controls on thickness.  Apply all other 
coats by spray application.  Use appropriate controls to prevent airborne 
coating fog from drifting beyond[ [three][_____] meters [10][_____] feet  
from the structure or containment perimeter].  Cover or protect all 
surfaces that will not be coated.  The cleanliness, temperature, recoat 
windows, and airborne paint containment requirements may necessitate the 
use of enclosures, portable shelters, or other appropriate controls.

**************************************************************************
NOTE:   Maxi mum t hi ckness measur ement s ar e t o l i mi t  
i nt er nal  st r esses i n t he coat i ng f i l m.   I nt er nal  
st r esses of  t hese t ype coat i ngs on st eel  can be 
si gni f i cant ,  and unl ess l i mi t ed t hr ough t hi ckness,  
can cause pr emat ur e f ai l ur e as t he coat i ng ages.   
Such f ai l ur es as shr i nkage cr acki ng and 
del ami nat i on,  ei t her  f r om t he subst r at e or  bet ween 
coat s,  ar e common.   Thi s syst em i s l i mi t ed t o 120 
mi l s t o al l ow f or  mai nt enance over coat i ng wi t hout  
cr eat i ng excessi ve f i l m bui l d.

**************************************************************************

Apply SZC at the following specified thickness:

                                        Min. DFT     Ideal DFT   Max. DFT
 Coat                     _       _____(Microns)     (Microns)  _(Microns)

 PolySpec LPE 5100                        1500      2032 - 2540    3000
 Chevron Phillips TZ 904                  1500      2032 - 2540    3000
 Premier Coating Systems PCS 1200 TA      1500      2032 - 2540    3000
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                                        Min. DFT     Ideal DFT   Max. DFT
 Coat               ___             _____(Mils)       (Mils)      (Mils)

 PolySpec LPE 5100                         60        80 - 100      120
 Chevron Phillips TZ 904                   60        80 - 100      120
 Premier Coating Systems PCS 1200 TA       60        80 - 100      120

3.7.2.1   Application of SZC Coating Material

Apply all field applications of SZC materials in accordance with 
manufacturer's printed instructions and literature for one coat 
application.  Field Applications should be applied in one continuous half 
lapped spray coat, overlapping 50 percent of the previous spray pass to 
the "Ideal DFT" mils thickness.  Test in accordance with SSPC PA 2 , 
Appendix 1 and 3 for conformance.

Apply all shop applications of SZC materials in accordance with 
manufacturer's printed instructions and literature for two coat 
application.  Shop Applications should be applied in continuous half 
lapped spray coats, overlapping 50 percent of the previous spray pass to 
approximately one half (40-50 mils) of the "Ideal DFT" mils thickness for 
each coat.  Shop Application requires the second coat to be applied at 90 
degree application to the first coat.  Test all DFT in accordance with 
SSPC PA 2 , Appendix 1 and 3 for conformance.

3.7.2.2   Application of Joint Sealant

Apply joint sealant to back-to-back steel joints that are more than 3/8 
inches wide, deep pitted areas, gouges in the steel surface and 
penetrations.  Some penetrations may require backfill.  Consult 
manufacturer for recommendations of backfill material.  Apply sealant 
within 24 hours of application of the SZC, and touch-up with SZC after 
appropriate cure of the sealant.

3.7.2.3   Application of Stripe Coat

Apply stripe coat of SZC to back-to-back steel joints that are seal 
welded.  Apply stripe coat of SZC to top and bottom, or each side, of 
narrow joints.  Apply by brush, working material into corners, crevices, 
angles, and welds, and onto outside corners and angles.  Apply stripe coat 
within 24 hours of application of the SZC final coat.

3.7.2.4   Procedure for Holiday and Spot Repairs of Newly Applied Coating

Repair coating film defects at the earliest practicable time, preferably 
before application of the succeeding coat.  Observe all requirements for 
soluble salts contamination, cleanliness between coats, and application 
conditions.  Prepare defective area in accordance with 
SSPC SP 10/NACE No. 2 , and feather coating as required to leave  152 mm  6 
inches  of the SZC feathered and abraded.  Protect adjacent areas from 
damage and overspray.  Remove dust and solvent wipe the prepared area plus 
an additional  152 mm  6 inches  beyond the prepared area with clean 
denatured alcohol.  Prepare repairs and apply SZC within 48 hours of the 
general application coat of SZC.  Apply each repair coat to approximate 
thickness of surrounding SZC material.
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3.8   PROJECT IDENTIFICATION

At the completion of the work, attach a prepared panel with the following 
information on the structure in 3/4 inch to 1 inch Helvetica style letters:

Date Coated:
Project Number:
Contractor:
Address:
SZC Material and Manufacturer

Surface Prep: SSPC SP ____ Profile: ______
Joint Sealant Manufacturer: __________________
SZC Average Application Thickness: ____

3.9   FIELD QUALITY CONTROL

For marking of surfaces, use chalk for marking bare steel, and water based 
markers for marking coated surfaces, and remove marks prior to coating.  
Do not use any wax or grease based markers, or any other markers that 
leave a residue or stain.

3.9.1   Coating Inspector

The coating inspector must be considered a QC Specialist and must report 
to the QC Manager, as specified in Section  01 45 00.00 10  01 45 00.00 20  
01 45 00.00 40  QUALITY CONTROL.  The Coating Inspector must be present 
during all pre-preparation testing, surface preparation, coating 
application, initial cure of the coating system, during all coating repair 
work, and during completion activities as specified in Section  
01 45 00.00 10  01 45 00.00 20  01 45 00.00 40  QUALITY CONTROL.  The Coating 
Inspector must provide complete documentation of conditions and 
occurrences on the job site, and be aware of conditions and occurrences 
that are potentially detrimental to the coating system.  The requirements 
for inspection listed in this Section are in addition to the QC inspection 
and reporting requirements specified in Section  01 45 00.00 10  
01 45 00.00 20  01 45 00.00 40  QUALITY CONTROL.

3.9.2   Field Inspection

3.9.2.1   Inspection and Documentation Requirements

a.  Perform field inspection in accordance with ASTM D3276 and the 
approved Coating Work Plan.  Document Contractor's compliance with the 
approved Coating Work Plan.

b.  Provide all tools and instruments required to perform the required 
testing, as well as any tools or instruments that the inspector 
considers necessary to perform the required inspections and tests.  
Document each inspection and test, including required hold points and 
other required inspections and tests, as well as those inspections and 
tests deemed prudent from on-site evaluation to document a particular 
process or condition, as follows:

(1) Location or area;
(2) Purpose (required or special);
(3) Method;
(4) Criteria for evaluation;
(5) Results;
(6) Determination of compliance;
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(7) List of required rework;
(8) Observations.

c.  Collect and record Environmental Conditions as described in ASTM D3276 
on a 24 hour basis, as follows:

(1) During surface preparation, every hour or when changes occur;
(2) During coating application and the first four days of initial 

cure, every hour or when changes occur;
(3) Note location, time, and temperature of the highest and lowest 

surface temperatures each day;
(4) Use a non-contact thermometer to locate temperature extremes, then 

verify with contact thermometers.

d.  NOTE: Data collected on Environmental conditions in paragraph 
AUTOMATED MONITORING REQUIREMENTS may be used for overnight data, 
however, the data must be constantly verified as to location of 
sensors and validity of data with respect to the coating work being 
accomplished.

e.  Document all equipment used in inspections and testing, including 
manufacturer, model number, serial number, last calibration date and 
future calibration date, and results of on-site calibration 
performed.  Work documented using data from equipment found to be out 
of calibration must be considered as non-compliant since last 
calibration or calibration check, as required.

3.9.2.2   Inspection Report Forms

Develop project-specific report forms as required to report measurement 
and test results and observations being complete and compliant with 
contract requirements.  This includes all direct requirements of the 
contract documents and indirect requirements of referenced documents.  
Show acceptance criteria with each requirement and indication of 
compliance of each inspected item.  Annotation of non-compliance must be 
conspicuous so as to facilitate identification and transfer to the Rework 
Log.  Report forms must include requirements and acceptance and rejection 
criteria, and must be legible and presented so that entered data can be 
quickly compared to the appropriate requirement.

3.9.2.3   Daily Inspection Reports

Submit one copy of daily inspection report completed each day when 
performing work under this Section, to the Contracting Officer.  Note all 
non-compliance issues, and all issues that were reported for rework in 
accordance with QC procedures of Section  01 45 00.00 10  01 45 00.00 20  
01 45 00.00 40  QUALITY CONTROL.  Each report must be signed by the coating 
inspector and the QC Manager.  Submit report within 24 hours of date 
recorded on the report.

3.9.2.4   Inspection Logbook

A continuous record of all activity related to this Section must employ 
the electronic reporting program TruQC or equivalent as outlined in Table 
III and be maintained on a daily basis.  The computer / software package 
must be used to record all information provided in the Daily Inspection 
Reports, as well as other pertinent observations and information including 
photo documentation where appropriate.  The designated Government 
Representative for the project is assigned the highest level Administrator 
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privilages and only the Administrator must be able to modify reports.

In areas where photography is not allowed the computer must come with 
verification that the camera / photo capability has been removed.  
Alternatively, a continuous record of all activity related to this Section 
must be maintained in an Inspection Logbook on a daily basis.  The logbook 
must be hard or spiral bound with consecutively numbered pages, and must 
be used to record all information provided in the Daily Inspection 
Reports, as well as other pertinent observations and information.  The 
Coating Inspector's Logbook that is sold by NACE is satisfactory.  Submit 
the original Inspection Logbook to the Contracting Officer upon completion 
of the project and prior to final payment.

3.9.2.5   Inspection Equipment

All equipment must be in good condition, operational within its design 
range, and calibrated as required by the specified standard for use of 
each device.

3.9.2.6   Black Light

Use a black light having a 365 nanometer intensity of 4,000 microwatts per 
square centimeter minimum at  380 mm  15 inches .  The Spectroline BIB-150P 
from Spectronics Corporation satisfies this requirement.

3.10   FINAL CLEANUP

Following completion of the work, remove debris, equipment, and materials 
from the site.  Remove temporary connections to Government or Contractor 
furnished water and electrical services.  Restore existing facilities in 
and around the work areas to their original condition.
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TABLE I

COATING QUALITY CONFORMANCE INSPECTION REQUIREMENTS

Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating

Test Componenent A Component B Mixed

Min. Max. Min. Max. Min. Max.

Solids, by weight ( ASTM D2369
), Method E

98
per

cent

Weight ASTM D1475

Kilograms / liter 1.14 1.26 0.96 1.43 0.96 1.43

Pounds / gallon 9.50 10.50 8.00 12.00 8.00 12.00

Dry Time ( ASTM D1640), at 23 
degrees C 73 degrees F

Set to touch, hours --- --- --- --- --- 1.5

Dry-hard time, hours --- --- --- --- --- 2

Sag resistance ( ASTM D4400)

Micrometers --- --- --- --- 2540 ---

Mils --- --- --- --- 100 ---

Pot life, minutes 
600 grams at 73 degrees F (via 
x2 viscosity)

--- --- --- --- 20 ---

Approximate SAE AMS-STD-595A  
White or Off White, no darker 
than #27778
  Gray, no darker than color 
#26493 Green, no darker than 
color #24518

--- --- --- --- Conform

Contrast ratio, Off White     
---   ---      ---   
---         0.95  --- 
  ( ASTM D2805) at 254 
micrometers, 10 mils DFT

--- --- --- --- 0.95 ---

DFT Gloss, ( ASTM D523) 
60 degree specular

--- --- --- --- 50 ---
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TABLE I

COATING QUALITY CONFORMANCE INSPECTION REQUIREMENTS

Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating

Test Componenent A Component B Mixed

Min. Max. Min. Max. Min. Max.

VOC * ( ASTM D3960)

Grams / liter --- --- --- --- < 70

Pounds / gallon --- --- --- --- <.58

Total Lead & Cadmium (
ASTM D3335)

--- --- --- --- <.0006 percent

Total Chromium ( ASTM D3718) --- --- --- --- <.0006 percent

Fourier tansform infrared 
spectroscopy (FTIR)

Conform +/- 10 
percent

Match Manufacturer's Qualification FTIR test scans to
Component "A" Liquid ( ASTM D7588)
Component "B" Liquid ( ASTM D7588)
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Table II

COATING QUALIFICATION INSPECTION REQUIREMENTS

Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating

Physical Properties Acceptance Criteria

Solids, by weight( ASTM D2369), Method E >98 percent

Mix Ratio (by volume) (Components A and B) 1:1

Pigment content, percent wt ( ASTM D2698)

Component A, Resin 20.0 max.

Component B, Cure 25.0 min.

Total Components A and B 20.0 min.

Volatiles, percent wt ( ASTM D2369)

Component A, Resin 2.0 max.

Component B, Cure 5.0 max.

Mixed 0.4 max.

Mixed 5.0 max.

Non-volatile vehicle, percent wt

Component A, Resin 53.0 min.
83.0 max.

Component B, Cure 70.0 min.
100.0 max.

Pot Life (600 grams at 73 degrees F), Minimum 
(via x2 viscosity)

20 minutes

Sag resistance, minimum ( ASTM D4400)

Micrometers 2540 min.

Mils 100 min.
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Table II

COATING QUALIFICATION INSPECTION REQUIREMENTS

Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating

Physical Properties Acceptance Criteria

Color of dry film
Approximate SAE AMS-STD-595A  White or Off 
White, no darker than color No. 27778; Gray, 
no darker than color No. 26493; Green, no 
darker than color No. 24518

Conform

Contrast ratio, Off White ( ASTM D2805)at 254 
micrometers, 10 mils

0.95 min.

DFT Gloss, ( ASTM D523) at 127 micrometers, 5 
mils DFT

50 min.

Flash Point, Components A & B, Degrees F, 
(Degrees C), by one of the following methods: 
( ASTM D3278), ( ASTM D93) or ( ASTM D56)

>200(93.3)

VOC * ( ASTM D3960)

Grams / liter < 70 max.

Pounds / gallon <.58 max.

Total Lead & Cadmium ( ASTM D3335) <.0006 percent

Total Chromium ( ASTM D3718) <.0006 percent

Weight ( ASTM D1475)

Component A, Kilograms / liter 1.14 min.
1.26 max.

Component B, Kilograms / liter 0.96 min.
1.43 max.

Mixed, Kilograms / liter 0.96 min.
1.43 max.

Component A, Pounds per gallon 9.50 min.
10.50 max.

Component B Pounds per gallon 8.00 min.
12.00 max.

Mixed, Pounds per gallon 8.00 min.
12.00 max.

Dry Time, ( ASTM D1640), at 23 degrees C, 73 degrees F
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Table II

COATING QUALIFICATION INSPECTION REQUIREMENTS

Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating

Physical Properties Acceptance Criteria

Set to touch, hours 1.5 max.

Dry-hard time, hours 2 max.

Tensile Strength (psi) ( ASTM D2370) > 400

Elongation at break ( ASTM D2370) > 30

Hardness (Shore D), 14 Days Cure ( ASTM D2240) > 45

Adhesion, Steel ( ASTM D4541), Test Method E, 
psi
  Cohesive Failure, psi (min.)

> 1,700

> 1,200

Flexibility, ( ASTM D522), 0.125 inch Mandrel 
Bend

Pass

Compression Strength, psi ( ASTM D575) >9,000

Direct Impact Resistance, in/lbs ( ASTM D2794) > 100

Cured Spray Appearance, Free from Bubbles, 
Runs & other Defects

Conforms

Test No. 1 through No. 4 Conforms

Test No. 5 - FTIR - upon confirmation of product conformity to requirements, produce 
a set of three FTIR scans to be used to assess conformity of all subsequent batches 
of this material, as follows:
 (1) Component A Liquid, ( ASTM D7588)
 (2) Component B Liquid, ( ASTM D7588)
 (3) Mixed (Components A and B) Dry Film
     (0.01 - 0.03g coating in 0.5 g KBr)
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COATING QUALIFICATION INSPECTION REQUIREMENTS
TEST PANEL PREPARATION AND TEST

The Principal Testing Firm performing the testing must be responsible for 
application of protective coatings to test panels. The final report must 
include testing results for all samples, panels, or tests performed. The 
final report must be certified by the Testing Firm and kept by the 
manufacturer as proof of testing and conformance. Include all of the 
laboratory testing requirements.

Test Panel Requirements for Test (Applicable to Test Nos. 1 through 4)

All steel test panels, except Test No. 3 panels, must be ASTM A36/A36M, hot 
-rolled steel or equivalent with dimensions (in mm) as shown below. 
Certified mill test reports must be provided as prepared by the steel 
manufacturer or testing laboratory for all Grade 36 steel identifying actual 
physical and chemical analysis of the material. Test panels for Test No. 2 
must be standard Taber panels, meeting the requirements of ASTM D4060.

Test Panel Dimensions (in mm)

Test      Width   Length   Thickness
1,2,3,4   100      150         6

Three test panels must be prepared for each complete system for each test. 
Test 4 requires three additional test panels to be prepared with the primer 
only. Control panels must be coated in bulk lots by a single applicator for 
use by all selected laboratories. The location and date of application must 
be reported. All control panels utilized during the testing evaluation of a 
system must be from the same lot. During transportation and storage, control 
panels must be protected such that coating damage will not occur. Beyond 30 
days, the storage temperature and relative humidity for these panels must be 
25 plus or minus 5 degrees C and 50 plus or minus 20 percent.

Suggested Acceptance Criteria-Two of three panels must pass for the complete 
system to pass. Acceptance criteria are included for interpreting data 
reported.

The panels must be cleaned in accordance with SSPC SP 5/NACE No. 1  using 
recyclable metallic abrasives in accordance with SSPC AB 3 . The abrasives 
must have a maximum chloride content of 15 ppm determined in accordance with 
ASTM D512 and a maximum conductivity of 150 micromhos per cm determined in 
accordance with ASTM D4940. The abrasive mixture must be approximately 60 
percent SAE shot number S230 and 40 percent SAE grit number G40. Both the 
shot and grit must have a Rockwell hardness of C45 plus or minus 3. The 
surface profile of the cleaned panels must be 50.8 to 76.2 micrometers (2 to 
3 mils) when determined in accordance with SSPC PA 17 . The profile must be 
clean, sharp and free of embedded friable material, with adequate roughness 
to insure effective adhesion of the applied primer.

Note: The SSPC SP 5/NACE No. 1  is required rather than SSPC SP 10/NACE No. 2  
only for the convenience of the laboratory in order to guarantee that all 
panels are prepared identically and to assure comparative testing results.  
Steel surfaces prepared to a lesser degree may not yield the same 
performance. 
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COATING QUALIFICATION INSPECTION REQUIREMENTS
TEST PANEL PREPARATION AND TEST

Each coating must be applied within the dry film thickness range recommended 
by the manufacturer. All products must be applied using proper airless 
equipment except when this method is specifically not allowed by the paint 
manufacturer. All paints must be applied to panels mounted vertically at a 
distance 530 mm (21 in.) from the tip of the spray gun. The equipment must 
be capable of developing sufficient pressure to properly atomize the 
coating. Orifice size, application pressure, pump type and ratio, hose size 
and length, and any atypical application requirements must be recorded. If 
the pressure used varies by more than 10 percent from the suggested pressure 
listed in the manufacturer's application data information, the actual 
pressure used and a statement explaining the deviation must be provided in 
the final report.

For testing purposes the color of the Self Priming SZC Modified Epoxy, Low 
VOC, Barrier Coating must conform to SAE AMS-STD-595A , no darker than Color 
Chip No. 27778 (Off White).

Each sample or panel must be marked and identified by an assigned system 
code number. The identification code number must be placed on the back of 
each panel with permanent yellow paint stick. It will also be typed and 
placed in front of the corresponding panel when photographs are taken. The 
number will have a minimum height of 10 mm and will identify the following 
information, which will be part of the final report:

1.   Test number being performed. (i.e., Salt No. 1, Abrasion No. 2).
2.   Replica test being performed (i.e., Salt Replica 3, Abrasion Replica 2).
3.   Date of panel preparation.
4.   Date that the test evaluation was performed.

Test panels coated with the Self Priming SZC Modified Epoxy, Low VOC, 
Barrier Coating only at the minimum recoat time frame stated in the product 
data sheet. Curing of the coated test panels, including control panels for 
the complete system, must be a minimum of 7 days and no more than 10 days. 
The curing climate must be at 25 plus or minus 2 degrees C and 65 plus or 
minus 5 percent relative humidity. The back of all test panels must be 
coated with 75 to 100 micrometers of a high-quality epoxy or urethane 
barrier coat.

After preparation of the test panels with the coating system to be evaluated 
the edges must be sealed and protected by applying vinyl tape around the 
entire outside edge. The vinyl tape must extend 5 mm onto the coated surface 
from the edge of the panel and must be applied after the coating has cured. 
The vinyl tape must meet the requirements of CID A-A-1689  and have an 
approximate vinyl thickness of 110 micrometers with an approximate neoprene 
adhesive thickness of 25 micrometers.

Test panels must be scribed in accordance with ASTM D1654 with a
single "X" mark centered on the panel. The rectangular dimensions of the 
scribes must have a top width of 50 mm and a height of 100 mm.  The scribing 
tool must be a straight-shank tungsten carbide tip, lathe cutting tool (ANSI 
B94.50, Style E). The scribe cut must expose the steel substrate as verified 
with a microscope.
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COATING QUALIFICATION INSPECTION REQUIREMENTS
TEST PANEL PREPARATION AND TEST

Photographic Requirements (Applicable to Test Nos. 1 through 4). 
Color photographs of each sample or panel must be taken as follows:

1.   All photographs must include the code identification number for each 
sample or panel and the number of hours.
2.   A photograph of the coated surface of each sample or panel must be 
taken after the application of the entire system to be evaluated.

Test No. 1:
1.   Each time frame designated.
2.   Once blistering or rusting is observed, the panel must be
photographed and its condition documented at the end of each 1,000 hours for 
ASTM B117 Salt Fog Resistance Test.
3.   Rust creepage evaluation: (1) after washing and prior to stripping of 
the scribe, and (2) after stripping of the scribe.

Test Nos. 2, 3, and 4. At the completion of each test. Measurement of 
Surface Profile and Dry Film Paint Thickness (Applicable to Test Nos. 1 
through 4).

1.   Surface Profile-Measure total surface profile in accordance with 
SSPC PA 17  using Rmax as the measure of profile height.
2.   Dry Film Paint Thickness-The dry film paint thickness must be taken in 
accordance with ASTM D7091, with the following exception:

A.) Measure the dry film paint thickness on each test panel utilizing a Type 
II dry film thickness gage calibrated according to SSPC PA 2  as follows: 
a.) Take two gage readings from the top third, the middle third, and the 
bottom third of the test panel. Readings should be taken at least 25 mm from 
any edge. To facilitate consistent measurements at fixed positions on the 
panel, the laboratory must use a template, providing six fixed locations on 
the panels. Discard any gage reading that cannot be repeated consistently. 
The average of the acceptable gage readings must be no less than the 
manufacturer's recommended minimum thickness. No single gage reading must be 
less than 80 percent of the manufacturer's recommended minimum. The average 
of the acceptable gage readings must be no more than the manufacturer's 
recommended maximum thickness. No single gage reading must be more than 120 
percent of the manufacturer's recommended maximum. Recommended maximum dry 
film thickness must be detailed on the manufacturer's product bulletin of 
each product.

TESTS TO BE PERFORMED

Test No. 1 ASTM B117 Salt Fog Resistance Test

A salt fog resistance test must be performed in accordance with ASTM B117. 
The complete system must be exposed for durations of 4,000 and 5,000 hours. 
Evaluation-Full visual evaluations must be performed at the intermediate and 
final hours shown above. Rust creepage at the scribe and percent rusting at 
the scribed edges must be evaluated at intermediate hours and after scraping 
at 5,000 hours in accordance with ASTM D1654, Method 2, Scraping, (where 
applicable after cleaning). Blistering, rust creepage at the scribe, percent 
rusting at the scribed edges and a description of rusting in the scribemust 
be reported in table format. Test values must not exceed the Test Acceptance 
Criteria listed below, except percent rusting at the scribed edges, which 
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will be reported for information only.

Blistering must be evaluated in accordance with ASTM D714. Blister size and 
frequency must be converted to a numerical value using Table A.

Table A Blister Value Conversion Table
(No blisters, equals a conversion number of 10.)
Blister                Blister            Frequency
Size      Few*    Medium    Med Dense      Dense
No. 8         9         8         7         6
No. 6         8         7         6         5
No. 4         7         6         5         4
No. 2         6         5         4         3
No. 1         5         4         3         2

*Adjustment Values for "Few" Blister Frequency

Number of Blisters      Value
1                        x.8
2                        x.6
3                        x.4
4                        x.2
5 or more                x.0

If a specific number of blisters are reported under the frequency "Few" then 
add the appropriate decimal "Value" provided above.
Example: A report of two No. 6 blisters converts to a value of 8.6.

Rust Creepage at the Scribe
Rust creepage (a.k.a. cutback, undercut, loss of adhesion, deterioration, 
disbondment) must be measured perpendicular from the center of the scribe to 
the furthest point of cutback. Cutback must be measured in millimeters to 
the nearest 0.5 mm. For both intermediate and final evaluations, the maximum 
cutback must be measured at 5 mm intervals along the scribe on each side of 
the scribe. (For a 50 x 100 mm X-scribe, 23 measurements are required for 
each side of each leg of the X-scribe). Report the average and maximum 
cutback measurements. Defects at the scribe having the appearance of a 
"blister" will be defined to be rust creepage (cutback).

Percent Rusting at the Scribed Edges
The length of individual areas of rust creepage along both edges of the 
scribe measured in Rust Creepage at the Scribe (above) must be added 
together to achieve an aggregate length of rust creepage. This length of 
rusting must be divided by the total length of the scribe on both sides to 
yield a percent of rusting at the scribed edges. [e.g., (length of rust 
along both sides of scribe)¸ (total length of scribe, which is 2 x 2 x 111.8 
mm equaling 447.2 mm) = (percent rusting at the scribed edges)].

Rusting in the Scribe
In addition to the measurement of Rust Creepage at the Scribe (above) and 
Percent Rusting at the Scribed Edges (above) a general description of 
rusting in the scribe itself will also be reported. This description will 
state whether the scribe is "clean, partially rusted, or completely rusted."
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Acceptance Criteria
After the designated hours of exposure, the coating must exhibit no 
spontaneous delamination (evaluated subjectively). Percent rusting at the 
scribe must be reported as information only. Blistering, and both average 
and maximum rust creepage at the scribe, must not exceed the following 
acceptance levels:

Test Acceptance Criteria
Blister Criteria   Rust Criteria

                                       Conversion                Creepage
Acceptance      Hours    Size/Freq.      Value       Hours       Max Avg.
Coating System    4000   No. 6 Medium     > 7        5000         < 5 mm

Panel Corrosion, outside scribe, max. 0.05 percent, ASTM D610 

Test No. 2 ASTM D4060 Abrasion Resistance Test

A test for abrasion resistance must be performed in accordance with 
ASTM D4060 using a CS-17 wheel and 1 kg weight for 1,000 cycles. The test 
must be performed on panels coated with the full system to be tested (i.e., 
40 mils, 60 mils, 100 mils, 125 mils). The hardness of the abrasive wheel 
must be checked in accordance with ASTM D2240 for each test performed.

Acceptance Criteria
The system must be tested to identify its "weight loss" in milligrams. 
Acceptance: < 30 mg

Test No. 3 ASTM D4541 Adhesion Test

A test for adhesion must be performed in accordance with ASTM D4541, Test 
Method D, using apparatus under Appendix D. The adhesive used to perform 
this test must be a two-component epoxy, containing no solvents (e.g., 100 
percent solids). The test must be performed on panels having the primer coat 
only and on panels having the complete system. A minimum of four tests must 
be performed on each panel.

Acceptance Criteria
1.   System with Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating 
must meet a minimum value of 11.72 Mpa (1,700 psi).

-OR-
2.   System with Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating 
must meet a minimum cohesive failure value of 8.27 Mpa (1,200 psi).

Test No. 4 ASTM D6944 Freeze Thaw Stability

The test must be performed on panels coated with the full system to be 
tested.  Prepared panels must be exposed to a 30-day freeze/thaw/immersion 
cycle ASTM D6944, Test Method A. One 24-hour cycle must consist of 16 hours 
at approximately minus 30 degrees plus or minus 5 degrees C followed by four 
hours of thawing at 50 degrees plus or minus 5 degrees C and four hours tap 
water immersion at 25 degrees plus or minus 2 degrees C. This work is done 
with the panels remaining in the freezer mode on weekends and holidays. Upon 
completion of the test, adhesion tests must be performed as required in Test 
No. 3.
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Acceptance Criteria
Tests must indicate that there has been no loss in the adhesion values, when 
compared with those obtained in Test No. 3, for the complete system, which 
exceeds the test variation allowed by ASTM D4541.

Test No. 5 ASTM D7588   Coating Identification Tests.

An analysis of vehicle solids by Fourier transform infrared (FT/IR)
spectroscopy consisting of 16 scans minimum per sample must be performed as 
follows:

1.   For the Self Priming SZC Modified Epoxy, Low VOC, Barrier Coating, 
infrared spectrum (2.5 to 15 micrometers) of each liquid vehicle component 
via the potassium bromide sandwich technique.

2.   For the mixed and dried components in appropriate mixing ratios (dried 
film) via the potassium bromide single-pellet technique, or alternately by 
the IR card sampling technique, which is called the polymer-coated 
fiberglass screen or transparent film (PTFE) technique.

The Volatile Organic Compound (VOC) content must be determined in accordance 
with ASTM D3960. Multi-component coatings will be blended together in the 
specified mixing ratios prior to testing.

Any products may be qualified by providing independent testing results to 
the requirements in this table. Coating Systems that currently meet these 
requirements and do not require COATING QUALIFICATION INSPECTION testing 
until June 01, 2017 include the following products only:

   Chevron Philips Chemical Co. (800)858-4327, Technical(832-813-4862 
   TZ-904 Performance Coating

   ITW / PolySpec Thiokol (888)797-0033, (281)397-0033 
   LPE-5100 Flexible Epoxy Novolac Splash Zone

   Premier Coating Systems, Inc (904)824-1799, (904)403-6113 
   PCS-No. 1200TA Reinforced Modified Epoxy Surface Tolerant Coating

SECTION 09 97 13.26  Page 49



TABLE III
Reporting Program Requirements QA/QC

Administrative Controls:

Administrators must be able to turn on and off unique access to specific 
jobs and contracts. 

Administrators must be able to remotely enable/ disable access for users.

All enabled users must view the same active report in real time. There must 
be no opportunity for multiple versions of the same report to exist.

Administrators must be able to setup unique approval processes for each 
project and promote or remove unique people from this process at any time.

Administrators must be able to associate contract specific documents and 
specification limits quickly and easily.

Administrators must be able to associate PDS, SDS, blueprints, scope of work 
and contracts uniquely to each job.

Objectivity Controls:

Data Entry fields must be by multi-selectable choices, numeric keypads, 
pickers and skip logic to ensure repeatable data entry in a way that makes 
running analytics and metrics easy and objective.

The program / hardware package must be able to communicate with inspection 
devices that provide (batch) data export capability such as Elcometer and 
Defelsko gages.

Must automatically time, date and GPS stamp all reports without input or 
interference from the inspector.

Real Time Syncing:

Forms must be available for approved associates to view at all times.

Retrievable storage must be provided for all job related reports and 
documents for a minimum time of 5 years from completion of the job or 
project. Archiving of the documents after 5 years will be the responsibility 
of the Government.

Document Library:

All reports must be in searchable and annotatable PDF format.

The Administrator must be able to upload and annotate job specific reports 
in real time. Examples include but not limited to Safety Data Sheets, 
Product Data Sheets and Blueprints.

Annotations / modifications must be locked and associated with the document. 
Only the Administrator has rights to modify or delete annotations or allow 
modifications to the document library especially all related inspection 
reports.
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Customization:

The program must be capable of being customized to specific jobs, contracts 
or specifications.

        -- End of Section --
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