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HEATER SCARIFYING OF ASPHALT PAVING
02/17

**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  heat er  scar i f i er  pr ocedur es f or  
bi t umi nous pavement s i n connect i on wi t h sur f ace 
t r eat ment s or  asphal t  over l ays.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   Exper i ence and dat a i ndi cat e t hat  scar i f y i ng 
i s f easi bl e onl y on exi st i ng asphal t  concr et e 
pavement s whi ch ar e st r uct ur al l y sound but  i n need 
of  sur f ace l evel i ng or  seal i ng,  f or  exampl e,  
pavement s di st ur bed f or  ut i l i t y  t r enches or  ot her  
openi ngs or  wher e pat ches have set t l ed and sur f ace 
det er i or at i on exi st s.   Thi s speci f i cat i on cover s t he 
use of  heat er  scar i f i er s f or  t he mai nt enance of  
bi t umi nous pavement s.   Heat er  scar i f i cat i on shoul d 
not  be used on ai r f i el ds but  i s usef ul  f or  
r el at i vel y l ow vol ume r oads when appl y i ng sur f ace 
t r eat ment s or  t hi n over l ays.   Heat er  scar i f y i ng i s 
t o be used i n conj unct i on wi t h sur f ace t r eat ment s 
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and asphal t  over l ays;  t her ef or e,  a sur f ace t r eat ment  
or  asphal t  over l ay sect i on shoul d be i ncl uded i n t he 
pr oj ect  speci f i cat i ons.

**************************************************************************

1.1   UNIT PRICES

**************************************************************************
NOTE:   When ot her  met hods of  measur ement  ar e desi r ed 
or  ar e necessar y,  t hi s par agr aph wi l l  be modi f i ed 
accordingly.

**************************************************************************

1.1.1   Measurement

Determine quantities of [bituminous material] [recycling agent] applied 
and area of pavement treated in the accepted work by the following methods.

1.1.1.1   Bituminous Material and Recycling Agent

The quantity of [bituminous material] [recycling agent] to be paid for 
will be the number of  liters  gallons  used in the accepted work as 
determined by the Contracting Officer, corrected to  liters at 15.6 degrees 
C gallons at 60 degrees F  in accordance with ASTM D1250 and using a 
coefficient of expansion of  0.00045 per degree C  0.00025 per degree F  for 
asphalt emulsion.

1.1.1.2   Treated Pavement

The quantity of pavement treated with [bituminous material] [recycling 
agent] is the number of square  meters  yards  completed and accepted as 
determined by the Contracting Officer.  Determine the number of square  
meters  yards  of treated pavement by measuring the length and width of the 
specified work area.  Take measurements to determine the number of square  
meters  yards  along the surface of the pavement and to the closest  mm inch  
for width and the closest  meter  foot  for length.

1.1.1.3   Heater Scarifying

The quantity of heater scarifying of bituminous concrete surfaces is the 
number of square  meters  yards  completed and accepted, as determined by the 
Contracting Officer.  Determine the number of square  meters  yards  of 
scarified pavement by measuring the length and width of the specified work 
area.  Take measurements along the surface of the pavement.

1.1.2   Payment

Quantities of heater scarifying, treated pavement and [bituminous 
material] [recycling agent] will be paid for at respective contract unit 
prices.

1.2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.  The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
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and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN ASSOCIATION OF STATE HIGHWAY AND TRANSPORTATION OFFICIALS 
(AASHTO)

AASHTO T 102 (2009; R 2013) Standard Method of Test for 
Spot Test of Asphaltic Materials

ASTM INTERNATIONAL (ASTM)

ASTM D92 (2012a) Standard Test Method for Flash and 
Fire Points by Cleveland Open Cup Tester

ASTM D140/D140M (2016) Standard Practice for Sampling 
Asphalt Materials

ASTM D244 (2009; R 2017) Standard Test Methods and 
Practices for Emulsified Asphalts

ASTM D977 (2017) Standard Specification for 
Emulsified Asphalt

ASTM D1250 (2008) Standard Guide for Use of the 
Petroleum Measurement Tables

ASTM D2170/D2170M (2018) Standard Test Method for Kinematic 
Viscosity of Asphalts (Bitumens)

ASTM D2397/D2397M (2017) Standard Specification for Cationic 
Emulsified Asphalt

1.3   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
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wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a “ G”  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are for [Contractor Quality 
Control approval.][information only.  When used, a designation following 
the "G" designation identifies the office that will review the submittal 
for the Government.]  Submittals with an "S" are for inclusion in the 
Sustainability eNotebook, in conformance to Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-04 Samples

Materials ; G[, [_____]]

SD-06 Test Reports

Testing

1.4   EQUIPMENT, TOOLS, AND MACHINES

Maintain equipment, tools, and machines used in the performance of the 
work in a satisfactory working condition at all times and conforming to 
applicable governing regulations for local air pollution controls.

1.4.1   Heater Scarifier

Provide a heater scarifier that is:  1) a self-propelled machine having, 
in combination, the means of heating and scarifying the existing asphalt 

SECTION 32 01 16.75  Page 5



concrete surface and spreading the scarified material in a uniform layer.  
2) capable of producing a minimum thickness of  19 mm  3/4 inch  of 
uncompacted reclaimed mix without damaging the asphalt binder or violating 
pollution standards of the area.  3) capable of working at a rate of speed 
that allows heating and scarifying the pavement to meet the specified 
requirements.  Provide a machine that heats, scarifys, and spreads 
material in equal widths.

1.4.2   Bituminous Distributor

Provide a bituminous distributor mounted on pneumatic tires of such size 
and number to prevent rutting, shoving, or other damage to the base, 
surface, or other layers in the pavement structure.  Design and equip the 
bituminous distributor to spray the bituminous material in a uniform 
double or triple lap at the temperature recommended by the manufacturer, 
at variable widths up to at least  3.7 meter  12 feet , and at readily 
determined and controlled rates from  0.09 to 2.3 L/square meter  0.02 to 
0.5 gallon/square yard  with an allowable variation from the specified rate 
of not more than plus or minus 5 percent.  Include with the distributor 
equipment a separate power unit for the bitumen pump, full circulation 
spray bars, tachometer, pressure gauges, volume measuring devices, 
adequate heaters for heating of materials to the proper application 
temperature, a thermometer for reading the temperature of tank contents, 
and a hand hose attachment suitable for applying bituminous material to 
areas inaccessible to the distributor.  Equip the distributor to circulate 
and agitate the bituminous material during the heating process.

1.4.3   Cleaning Equipment

Use power brooms, power blowers, and power vacuuming equipment suitable 
for cleaning the surface and cracks in the existing pavement prior to 
treatment.

1.5   ENVIRONMENTAL REQUIREMENTS

Perform heater scarifying procedures only when the existing pavement is 
dry and the pavement surface temperature is above  15 degrees C  60 degrees F .

PART 2   PRODUCTS

**************************************************************************
NOTE:   Desi gner  wi l l  speci f y ei t her  bi t umi nous 
asphal t  emul si on or  r ecycl i ng agent  t o be used f or  
t r eat i ng t he scar i f i ed sur f ace,  and wi l l  del et e t he 
i nappl i cabl e par agr aph and r enumber  al l  subsequent  
par agr aphs accor di ngl y.   When bi t umi nous asphal t  
emul si on i s t o be used,  gr ade SS- 1 or  CSS- 1 asphal t  
emul si on shoul d be speci f i ed i n moder at e or  col d 
c l i mat es and gr ade SS- 1h or  CSS- 1h shoul d be 
speci f i ed i n hot t er  c l i mat es such as t he sout her n or  
sout hwest er n ar eas of  t he Uni t ed St at es.

**************************************************************************

2.1   BITUMINOUS MATERIAL

Provide an emulsified asphalt, Grade [_____], conforming to [ ASTM D977] [
ASTM D2397/D2397M ].  The asphalt from which emulsion is required to have a 
negative spot when tested in accordance with AASHTO T 102 .
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2.2   RECYCLING AGENTS

Provide recycling agents composed of a petroleum base oil uniformly 
emulsified with water, conforming to the requirements of the table below, 
and having a proven record of satisfactory service for at least two years 
prior to use in this contract.

RECYCLING AGENT

Property Requirement Test Method

Residue, percent 55 minimum ASTM D244 (1)

Viscosity at  60 degrees C, sq mm/sec  
140 degrees F, 80-500 centistokes  (2)

80-500 ASTM D2170/D2170M

Flash Point (3) Cleveland Open Cup 
(COC), degrees  C  F

350 minimum ASTM D92

(1)  Modify ASTM D244 evaporation test for percent residue by heating 50-gram samples 
to  148 degrees C  300 degrees F  until foaming ceases; then cool immediately and 
calculate results.

(2)  Viscosity on the residue obtained from evaporation test.

(3)  Flash point on residue from evaporation test.

2.3   SAMPLING AND TESTING

2.3.1   Sampling

Take all samples of [bituminous material] [recycling agent] in accordance 
with the requirements of ASTM D140/D140M, unless otherwise specified.  All 
materials  will be subject to approval before use.  Submit samples of 
proper size for approval, not less than [_____] days before commencing the 
work.  Furnish additional samples of materials as required during 
construction.

2.3.2   Testing

Testing [will be the Government's responsibility] [is the responsibility 
of the Contractor. Perform testing using an approved commercial testing 
laboratory or by the Contractor's testing laboratory, subject to the 
approval of the Contracting Officer].  Test the materials to establish 
compliance with the specified requirements.  Before delivery of materials, 
submit certified copies of the test reports establishing compliance with 
specifications detailed herein and in referenced publications.  Submit 
test results on materials prior to and during construction.

PART 3   EXECUTION

3.1   PREPARATION OF SURFACE

**************************************************************************
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NOTE:   I f  t he sur f ace t o be t r eat ed cont ai ns ut i l i t y  
accesses,  dr ai nage syst ems,  et c. ,  whi ch r equi r e 
r epai r s,  t he met hod of  r epai r s and ext ent  of  wor k 
i nvol ved shoul d be shown on pl ans and descr i bed i n a 
separ at e sect i on of  t he speci f i cat i ons.

**************************************************************************

Repair all potholes, defective base areas, utility cuts, and large 
cracks.  Adjust manhole covers, valve boxes, and like structures to the 
desired grade prior to pavement surface repair operations.

3.2   SCARIFYING OPERATION

**************************************************************************
NOTE:   Cont r ol  t he amount  of  heat  appl i ed t o t he 
pavement  so t hat  t he heat ed pavement  i s not  checked,  
char r ed,  or  ot her wi se damaged.   The scar i f i ed 
pavement  wi l l  not  be heat ed whi l e i n a l oosened,  
scar i f i ed condi t i on.   Exper i ence has i ndi cat ed t hat  
l oose mat er i al  on t he sur f ace t ends t o i nsul at e t he 
pavement ,  and t hus l ess heat  i s absor bed by t he 
pavement .   Excess heat  wi l l  bur n t he asphal t  bi nder ;  
however ,  suf f i c i ent  heat  shoul d be appl i ed t o hol d 
t he t emper at ur e of  t he scar i f i ed mat er i al  t o a 
mi ni mum of  90 degr ees C 200 degr ees F pr i or  t o t he 
appl i cat i on of  an over l ay.

**************************************************************************

Use a heater scarifier to scarify the existing bituminous surface as 
shown.  The temperature at which the work is performed, the nature and 
condition of the equipment, and the manner of performing the work should 
be such that no pavement damage occurs during the heating and scarifying 
operation.  Accomplish heating with a unit or units that uniformly heat 
the pavement to the depth to be scarified.  Uniformly spread the scarified 
material with the scarifier unit.  Scarify the surface to a depth of at 
least  19 mm  3/4 inch .  Do not heat the pavement while in a loosened, 
scarified condition.

3.3   APPLICATION OF BITUMINOUS EMULSION AND RECYCLING AGENTS

Uniformly apply the [bituminous emulsion] [recycling agent] with a 
bituminous distributor or other approved equipment at a temperature between
 23 and 54 degrees C 75 and 130 degrees F  in quantities of not less than  
0.20, nor more than 1.40 L/square meter  0.05, nor more than 0.30 
gallon/square yard .  The exact quantities, which may be varied to suit 
field conditions, will be determined by the Contracting Officer.  Apply 
the [emulsion] [recycling material] while the scarified material is hot.  
The bituminous material or recycling agent should be added after the 
heating process and before the scarification process.

3.4   COMPACTION

When a surface treatment is to be added, compact the scarified surface to 
provide a density that results in less than 8% air voids.  When a thin 
asphalt overlay is to be applied the overlay asphalt material will be 
added on top of the scarified surface behind the scarifier.  This can be 
placed prior to compaction of the scarified material and all material 
compacted together or it can be added after the scarified material has 
been compacted.  Compact the entire area including the overlay and 
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scarified material to a density that provides less than 7% air voids.

3.5   COMPLETION OF PAVEMENT

After application of [bituminous emulsion] [recycling agents] complete 
pavement construction.

        -- End of Section --
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