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**************************************************************************
NOTE:   Thi s gui de speci f i cat i on cover s t he 
r equi r ement s f or  commer ci al l y avai l abl e concr et e 
bl ock pr oduct s f or  r evet ment s.

Adher e t o UFC 1-300-02  Uni f i ed Faci l i t i es Gui de 
Speci f i cat i ons ( UFGS)  For mat  St andar d when edi t i ng 
t hi s gui de speci f i cat i on or  pr epar i ng new pr oj ect  
speci f i cat i on sect i ons.   Edi t  t hi s gui de 
speci f i cat i on f or  pr oj ect  speci f i c  r equi r ement s by 
addi ng,  del et i ng,  or  r evi s i ng t ext .   For  br acket ed 
i t ems,  choose appl i cabl e i t em( s)  or  i nser t  
appr opr i at e i nf or mat i on.

Remove i nf or mat i on and r equi r ement s not  r equi r ed i n 
r espect i ve pr oj ect ,  whet her  or  not  br acket s ar e 
present.

Comment s,  suggest i ons and r ecommended changes f or  
t hi s gui de speci f i cat i on ar e wel come and shoul d be 
submi t t ed as a Criteria Change Request (CCR) .

**************************************************************************

PART 1   GENERAL

**************************************************************************
NOTE:   PART 2 PRODUCTS i s based on commer ci al  i t ems,  
and does not  addr ess f i el d cast i ng of  bl ocks or  
manuf act ur i ng cust om bl ocks.

Thi s gui de speci f i cat i ons assumes t he ACB i s 
Gover nment  desi gned f or  i ssues such as hydr aul i c 
st abi l i t y  and geot ext i l e f i l t er s.   Maxi mum 
f l exi bi l i t y  i s  desi r abl e f or  Cont r act or  pr oduct  
sel ect i on,  i nst al l at i on sequence,  const r uct i on 
equi pment ,  and bl ock or i ent at i on.

Not es bef or e par agr aphs ar e pr ovi ded t o pr esent  
assumpt i ons i n pr epar at i on of  t he gui de 
speci f i cat i on,  make suggest i ons f or  condi t i ons t hat  
war r ant  pr oj ect  r evi s i ons,  and pr ovi de backgr ound 
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t echni cal  i nf or mat i on or  r ef er ences f or  f ur t her  
i nf or mat i on.   They shoul d be r evi ewed pr i or  t o 
r evi s i ng wor di ng f or  use i n pr oj ect  speci f i cat i ons.

The dr awi ngs shoul d show appr opr i at e det ai l s f or  t oe 
key- i n,  anchor  t r enches,  r evet ment  t er mi nat i on,  
t r ansi t i on t o r i pr ap,  anchor s,  et c.

**************************************************************************

1.1   MEASUREMENT AND PAYMENT

Measurement of ACB revetment for payment will be made on the basis of the 
face area.  The pay lines of ACB revetment will be neat lines taken off 
the approved shop drawings; and will include embedded blocks and anchor 
trenches.  Work includes incidental grading and preparatory work, 
furnishing and installing the geotextile and ACB, filling the voids, 
securing cable fasteners, installing soil anchors,  and seeding (where 
specified).  Engineering services and product testing shall be incidental, 
if required.  Placing cast-in-place concrete joints and cutting blocks 
shall be incidental, if required.  Payment will be made at the respective 
unit price per square  meter  foot  listed on the Bidding Schedule.  Payment 
will be full compensation for all material, labor and equipment to 
complete the work.

1.2   REFERENCES

**************************************************************************
NOTE:   Thi s par agr aph i s used t o l i s t  t he 
publ i cat i ons c i t ed i n t he t ext  of  t he gui de 
speci f i cat i on.   The publ i cat i ons ar e r ef er r ed t o i n 
t he t ext  by basi c desi gnat i on onl y and l i s t ed i n 
t hi s par agr aph by or gani zat i on,  desi gnat i on,  dat e,  
and t i t l e.

Use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
when you add a Ref er ence I dent i f i er  ( RI D)  out si de of  
t he Sect i on' s Ref er ence Ar t i c l e t o aut omat i cal l y 
pl ace t he r ef er ence i n t he Ref er ence Ar t i c l e.   Al so 
use t he Ref er ence Wi zar d' s Check Ref er ence f eat ur e 
t o updat e t he i ssue dat es.

Ref er ences not  used i n t he t ext  wi l l  aut omat i cal l y 
be del et ed f r om t hi s sect i on of  t he pr oj ect  
speci f i cat i on when you choose t o r econci l e 
r ef er ences i n t he publ i sh pr i nt  pr ocess.

**************************************************************************

The publications listed below form a part of this specification to the 
extent referenced.  The publications are referred to within the text by 
the basic designation only.

AMERICAN ASSOCIATION OF STATE HIGHWAY AND TRANSPORTATION OFFICIALS 
(AASHTO)

AASHTO M 288 (2017) Standard Specification for 
Geosynthetic Specification for Highway 
Applications
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ASTM INTERNATIONAL (ASTM)

ASTM C42/C42M (2018a) Standard Test Method for Obtaining 
and Testing Drilled Cores and Sawed Beams 
of Concrete

ASTM C140/C140M (2018a) Standard Test Methods for Sampling 
and Testing Concrete Masonry Units and 
Related Units

ASTM C1262 (2010) Standard Test Method for Evaluating 
the Freeze-Thaw Durability of Manufactured 
Concrete Masonry Units and Related 
Concrete Units

ASTM D4355/D4355M (2014) Deterioration of Geotextiles from 
Exposure to Light, Moisture and Heat in a 
Xenon-Arc Type Apparatus

ASTM D4491/D4491M (2017) Standard Test Methods for Water 
Permeability of Geotextiles by Permittivity

ASTM D4533/D4533M (2015) Standard Test Method for Trapezoid 
Tearing Strength of Geotextiles

ASTM D4632/D4632M (2015a) Grab Breaking Load and Elongation 
of Geotextiles

ASTM D4751 (2016) Standard Test Method for 
Determining Apparent Opening Size of a 
Geotextile

ASTM D4833/D4833M (2007; E 2013; R 2013) Index Puncture 
Resistance of Geotextiles, Geomembranes, 
and Related Products

ASTM D4873/D4873M (2017) Standard Guide for Identification, 
Storage, and Handling of Geosynthetic 
Rolls and Samples

U.S. FEDERAL HIGHWAY ADMINISTRATION (FHWA)

FHWA RD-89-199 (1989) Hydraulic Stability of Articulated 
Concrete Block Revetment Systems During 
Overtopping Flow

1.3   DEFINITIONS

1.3.1   Articulating Concrete Block (ACB) Revetment System

A matrix of interconnected concrete block units for erosion protection.  
Units are connected by geometric interlock and/or cables, geotextiles, or 
geogrids, and typically include a geotextile underlayment for subsoil 
retention.

1.3.2   Blocks

Articulating concrete block revetment units will be referred to as blocks.
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1.3.3   Interlocking Blocks

Each pair of abutting blocks shall have interlocking keys that limit 
lateral expansion.  The key and keyhole shall have an interference fit 
such that the joint movement has a minimum aperture at closure, and a 
maximum aperture when pulled apart.  The joint freeplay shall allow 
articulation of each individual block.

1.3.4   Freeplay

Freeplay shall be the maximum lateral joint movement for interlocking 
blocks (difference between maximum and minimum aperture).

1.4   SUBMITTALS

**************************************************************************
NOTE:   Revi ew submi t t al  descr i pt i on ( SD)  def i ni t i ons 
i n Sect i on 01 33 00 SUBMI TTAL PROCEDURES and edi t  
t he f ol l owi ng l i s t  t o r ef l ect  onl y t he submi t t al s 
r equi r ed f or  t he pr oj ect .

The Gui de Speci f i cat i on t echni cal  edi t or s have 
desi gnat ed t hose i t ems t hat  r equi r e Gover nment  
appr oval ,  due t o t hei r  compl exi t y or  cr i t i cal i t y,  
wi t h a " G. "   Gener al l y,  ot her  submi t t al  i t ems can be 
r evi ewed by t he Cont r act or ' s Qual i t y Cont r ol  
Syst em.   Onl y add a “ G”  t o an i t em,  i f  t he submi t t al  
i s  suf f i c i ent l y i mpor t ant  or  compl ex i n cont ext  of  
t he pr oj ect .

For  submi t t al s r equi r i ng Gover nment  appr oval  on Ar my 
pr oj ect s,  a code of  up t o t hr ee char act er s wi t hi n 
t he submi t t al  t ags may be used f ol l owi ng t he " G"  
desi gnat i on t o i ndi cat e t he appr ovi ng aut hor i t y.   
Codes f or  Ar my pr oj ect s usi ng t he Resi dent  
Management  Syst em ( RMS)  ar e:   " AE"  f or  
Ar chi t ect - Engi neer ;  " DO"  f or  Di st r i ct  Of f i ce 
( Engi neer i ng Di v i s i on or  ot her  or gani zat i on i n t he 
Di st r i ct  Of f i ce) ;  " AO"  f or  Ar ea Of f i ce;  " RO"  f or  
Resi dent  Of f i ce;  and " PO"  f or  Pr oj ect  Of f i ce.   Codes 
f ol l owi ng t he " G"  t ypi cal l y ar e not  used f or  Navy,  
Ai r  For ce,  and NASA pr oj ect s.

The " S"  f ol l owi ng a submi t t al  i t em i ndi cat es t hat  
t he submi t t al  i s  r equi r ed f or  t he Sust ai nabi l i t y  
eNot ebook t o f ul f i l l  f eder al l y mandat ed sust ai nabl e 
r equi r ement s i n accor dance wi t h Sect i on 01 33 29 
SUSTAI NABI LI TY REPORTI NG.   Locat e t he " S"  submi t t al  
under  t he SD number  t hat  best  descr i bes t he 
submi t t al  i t em.

Choose t he f i r st  br acket ed i t em f or  Navy,  Ai r  For ce 
and NASA pr oj ect s,  or  choose t he second br acket ed 
i t em f or  Ar my pr oj ect s.

**************************************************************************

Government approval is required for submittals with a "G" designation; 
submittals not having a "G" designation are for [Contractor Quality 
Control approval.][information only.  When used, a designation following 
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the "G" designation identifies the office that will review the submittal 
for the Government.]  Submittals with an "S" are for inclusion in the 
Sustainability eNotebook, in conformance to Section 01 33 29  
SUSTAINABILITY REPORTING.  Submit the following in accordance with Section 
01 33 00  SUBMITTAL PROCEDURES:

SD-02 Shop Drawings

Block Installation ; G[, [_____]]

Geotextile Installation ; G[, [_____]]

 SD-03 Product Data

Articulating Concrete Block ; G[, [_____]]

Geotextile ; G[, [_____]]

Anchors ; G[, [_____]]

SD-04 Samples

Articulating Concrete Block

SD-06 Test Reports

Flume Test

1.5   DELIVERY, STORAGE, AND HANDLING

Check products upon delivery to assure that the proper material has been 
received and is undamaged.  For geosynthetics, the guidelines presented in 
ASTM D4873/D4873M  shall be followed.

1.5.1   Blocks

Provide blocks which are sound and free of defects that would interfere 
with proper placement or that would impair the strength or longevity of 
the installation.  Discard blocks with the following defects:

a.  Broken appendages.
b.  Chips larger than  50 mm  2 inches  in any dimension.
c.  Cracks wider than  0.5 mm  0.02 inches  and longer than 33 percent of the 

nominal height.

Minor cracks, incidental to the usual method of manufacture, or chipping 
that results from customary methods of handling in shipping, delivery and 
placement will not be deemed grounds for rejection.  Store blocks in a 
suitable location away from mud, paint, wet cement, and other 
contamination or disturbance.

1.5.2   Geotextiles

1.5.2.1   Labeling

Label each roll with the manufacturer's name, product identification, roll 
dimensions, lot number, and date manufactured.
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1.5.2.2   Handling

Geosynthetic rolls shall be handled and unloaded by hand, or with load 
carrying straps, a fork lift with a stinger bar, or an axial bar 
assembly.  Geosynthetic rolls shall not be dragged, lifted by one end, 
lifted by cables or chains, or dropped to the ground.

1.5.2.3   Storage

Protect geotextiles from cement, paint, excessive mud, chemicals, sparks 
and flames, temperatures in excess of  70 degrees C  160 degrees F , and any 
other environmental condition that may degrade the physical properties.  
If stored outdoors, the rolls shall be elevated from the ground surface 
and protected with an opaque waterproof cover.  Geotextiles shall be 
delivered to the site in a dry and undamaged condition.

1.6   SCHEDULING

To limit ultraviolet light exposure of the geotextile, place the blocks 
within 7 days after placing the geotextile, and the void filler within 14 
days after placing the geotextile.

PART 2   PRODUCTS

2.1   ARTICULATING CONCRETE BLOCK

**************************************************************************
NOTE:   Hand pl aced ( i nt er l ocki ng)  ACB t ypi cal l y 
pr ovi des a neat er ,  mor e pl easi ng appear ance i n par ks 
and publ i c ar eas.   Cabl ed ACB can have super i or  
hydr aul i c st abi l i t y  t o i nt er l ocki ng pr oduct s,  i t  i s  
mor e di f f i cul t  t o r emove ( such as by vandal i sm) ,  and 
i t  has i mpr oved const r uct i bi l i t y  when pl aced i n 
water.

The t abl e of  ACB r equi r ement s i s compr ehensi ve,  and 
many of  t he pr oper t i es ar e i nt er r el at ed.   I ncl udi ng 
al l  l i s t ed pr oper t i es wi l l  be speci f i cat i on over ki l l  
f or  most  pr oj ect s.   Renumber  not es wher e pr oper t i es 
ar e del et ed.

The cr i t i cal  shear  st r ess i s pr ef er r ed by t he 
i ndust r y over  cr i t i cal  vel oci t y because t he cr i t i cal  
shear  i s r el at i vel y const ant  f or  a pr oduct .   
Cr i t i cal  vel oci t y var i es dependi ng on f l ow 
char act er i st i cs ( such as dept h and t ur bul ence) ;  so 
t hat  t he cr i t i cal  vel oci t y i n t he f l ume t est  i s  not  
compar abl e t o t he r equi r ed cr i t i cal  vel oci t y i n t he 
field.

The sur f ace voi d ar ea r at i o,  DCF,  and cur vat ur e 
r adi us can be used t o speci f y pr oduct s best  sui t ed 
t o pl acement  on cur ved sur f aces,  and t ur f  
est abl i shment .   Some bl ocks ar e avai l abl e wi t h open 
cel l s or  sol i d cor es.   Most  pr oduct s mar ket ed 
speci f i cal l y f or  ACB r evet ment s ar e wi t hi n 
r easonabl e l i mi t s f or  gener al  use.

Modi f y i ng t he r equi r ement s f or  a per f or mance 
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speci f i cat i on may be consi der ed f or  smal l  l ow hazar d 
pr oj ect s or  negot i at ed cont r act s,  and may be 
pr ef er r ed by some manuf act ur er s.   However ,  
per f or mance r equi r ement s f or  f i r m f i xed pr i ce ( l ow 
bi d)  cont r act s i s not  r ecommended f or  ACB' s because 
of  t he pr i ce l evel  j umps bet ween pr oduct  s i zes,  and 
because t her e i s no cont r ol  i n how bi dder s 
i ncor por at e r i sk f or  a l ow f r equency desi gn event .

I nt er f ace f r i ct i on f or  soi l / f abr i c and f abr i c/ bl ocks 
shoul d be consi der ed by t he desi gner .   Because 
t ypi cal  desi gn val ues f or  soi l / f abr i c ar e avai l abl e 
i n geosynt het i c desi gn gui des,  and because t he 
Cont r act or  gener al l y has no cont r ol  over  t he soi l ,  
t he soi l / f abr i c i nt er f ace f r i ct i on angl e i s not  
addr essed i n t he speci f i cat i on ( al t hough f or  cer t ai n 
cr i t i cal  appl i cat i ons,  t hi s may need t o be added t o 
ver i f y desi gn assumpt i ons) .   I nt er f ace f r i ct i on f or  
f abr i c/ bl ocks i s addr essed i n t he speci f i cat i on 
because i t  i s  af f ect ed by geot ext i l e and bl ock 
combi nat i ons,  i t  can af f ect  i nst al l at i on,  and 
because t he i nt er f ace f r i ct i on f or  f abr i c/ bl ock i s 
hi ghl y var i abl e dependent  on manuf act ur i ng 
char act er i st i cs of  bot h pr oduct s.

**************************************************************************

Submit descriptive technical data on the blocks, cables, cable fittings, 
soil anchors, and geotextile.  Include all material properties specified 
under paragraph PRODUCTS.  Catalog cuts, technical data sheets, or test 
data shall be submitted showing that the products meet the 
specifications.  The submittal shall also include a copy of any standard 
manufacturer's warranties for the products.  See below under "geotextile" 
for more requirements.  The ACB shall meet the following criteria:

TABLE 1.  ACB Requirements

Criteria Required Value Test Method

Matrix Assembly: [Interlocking Blocks] [Cabled System]

Thickness, minimum [100 mm] [4 inches] N/A

Net Weight/Area, minimum 1.4 kN/m2 30 psf Note a.

Critical Shear Stress, minimum [170 N/m2] [3.5 psf] FHWA RD-89-199

Critical Velocity, minimum 5 m/sec 15 ft/sec FHWA RD-89-199

Curvature Radius, maximum 1 m3 feet Note b.

Surface Void Area Ratio 25 - 40 percent Note c.

Drainage Correction Factor (DCF) 20 - 35 percent Note d.
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TABLE 1.  ACB Requirements

Criteria Required Value Test Method

Block/Geotextile Interface Friction 
Angle

[35 degrees] Note e.

a.  Determine the weight of the mattress per unit area with the nominal joint 
spacing, in a non-submerged condition.

b.  The curvature radius shall be indicative of the ability of the assembled 
mattress to conform to one dimensional subgrade curves without binding, such as for 
anchor trenches and swales.  The curvature radius shall be demonstrated, if 
requested by the Contracting Officer.

c.  The surface void area ratio shall be determined at the visible (with filled 
voids) surface of the blocks, with the joints spaced in a neutral position (50 
percent), and shall be expressed as a percentage of the gross mat area.  The void 
area shall include area between the blocks and open cells within the block.

d.  The drainage correction factor shall be the minimum void area ratio (usually 
taken at the base of the blocks), with the joints spaced in a neutral position (50 
percent freeplay in each direction), and shall be expressed as a percentage of the 
gross mat area.

e.  The concrete surface shall be sufficiently rough to prevent sliding of the blocks 
on the geotextile.  The interface friction must be matched with the selected block 
and geotextile combination, and shall be included with the ACB and Geotextile Data 
submittal.  The block/geotextile interface friction angle shall be demonstrated, if 
requested by the Contracting Officer.

2.1.1   Hydraulic Stability

**************************************************************************
NOTE:   The vel oci t y and shear  st r ess condi t i ons 
der i ved f r om t hi s t est  ar e cr i t i cal  st at e 
condi t i ons,  and do not  r epr esent  al l owabl e desi gn 
val ues.   The sur f ace t ol er ances f or  bl ock pl acement  
ar e gener al l y bet t er  i n t he t est  t han f i el d 
conditions.

FHWA RD- 89- 199 i s a r esear ch document ,  not  a 
st andar d t est  met hod.   ASTM commi t t ee D18. 25. 04 has 
a dr af t  st andar d based on a f l ume t est ,  s i mi l ar  t o 
FHWA RD- 89- 199.   The f l ume t est  i s  ver y expensi ve:  
t est i ng expenses can be on t he or der  of  $30, 000.

FHWA RD- 89- 199 i ncl uded a 20 mm 3/ 4 i nch Enkamat  
f abr i c bel ow t he bl ocks f or  t he pur pose of  
i nst al l i ng i nst r ument at i on t o r esear ch bl ock 
behavi or .   The Enkamat  pr ovi ded a ver y ef f ect i ve 
dr ai nage l ayer  t hat  i s  not  i nt egr al  t o t he t est  
met hod.   A dr ai nage l ayer  pr ovi des a ver y 
s i gni f i cant  i mpr ovement  i n t he ACB st abi l i t y  i n t he 
f l ume t est .   Regar dl ess of  t he f l ume t est  
condi t i ons,  t he desi gner  shoul d consi der  i ncl udi ng a 
gr anul ar  dr ai nage l ayer  i n ar eas wi t h hi gh 
t ur bul ence f l ow.
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**************************************************************************

2.1.1.1   Flume Test

Submit a report of testing for the ACB in substantial conformance with 
FHWA RD-89-199 , except that a drainage layer is not required, at the same 
time as the ACB and Geotextile Data submittal.  The report shall clearly 
state if the critical shear stress associated with the stability threshold 
of the ACB system was derived from laboratory testing that included a 
sub-block drainage layer as a component of the tested system.  The ACB 
product shall have been tested in a flume chamber in substantial 
conformance with FHWA RD-89-199 .  If the product was tested with a 
drainage layer, the installed product shall incorporate a similar drainage 
layer with adequate filtration design for the site soils.  The flume test 
shall be based on conservative assumptions for field placement of the 
blocks (such as block orientation, and joint spacing within construction 
tolerances).  The critical shear stress (and critical velocity) shall be 
indicated in the test report.

2.1.1.2   Extrapolation of Hydraulic Stability

**************************************************************************
NOTE:   Pr el i mi nar y r esear ch has i ndi cat ed t hat  
ext r apol at i on i s conser vat i ve when ext r apol at i ng t o 
t hi cker  bl ocks,  and unconser vat i ve when 
ext r apol at i ng t o t hi nner  bl ocks.

**************************************************************************

Extrapolation of critical shear stress for untested blocks within a 
similar family of ACB shall be subject to limitations.  Extrapolation 
shall only be used for blocks having a similar footprint area and 
interlock mechanism, but with variable thickness or net weight/area.  
Extrapolation shall only be accepted if the following conditions are met:

a.  The extrapolation is in strict accordance with hydraulic similitude 
methods commonly accepted by the industry, and includes quantitative 
treatment for a block overturning failure mode.

b.  The tested block is the smaller product size in both thickness and net 
weight/area, and extrapolation does not extend the critical velocity 
more than  3 meters per second  10 feet per second  from the tested 
product size.

2.1.2   Matrix Assembly - Interlocking Blocks

Interlocking blocks are assumed to function without the use of cables or 
similar restraints.  Void filler shall be placed to inhibit lateral 
movement and block pullout, cover the geotextile, and increase hydraulic 
stability.

2.1.3   Matrix Assembly - Cabled Systems

Cable tied concrete block shall be interconnected by flexible cables 
running through the blocks.  Each block shall be penetrated by a cable 
that allows articulation of the blocks, but restrains removal of 
individual blocks.  Void filler shall be placed to inhibit lateral 
movement, cover the geotextile, and increase hydraulic stability.  
[Articulating concrete block, cables, and fittings shall be fabricated 
into mattresses at the manufacturer's plant.]
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2.1.4   Structural requirements

**************************************************************************
NOTE:   Fr eeze- t haw Test i ng -  The speci f i er  shoul d 
edi t  t hi s par agr aph based on t he pr oj ect ' s 
l ocat i on.   The def aul t  val ues cor r espond t o t he 
def aul t  val ues i n ASTM C1372,  Segment al  Concr et e 
Ret ai ni ng Wal l  Uni t s.   The f r eeze t haw r equi r ement s 
f or  r et ai ni ng wal l  bl ocks ar e r ef er enced si nce t hey 
ar e s i mi l ar  pr oduct s,  ACB bl ocks can be pr oduced by 
s i mi l ar  manuf act ur i ng met hods,  and r et ai ni ng wal l s 
have been t he subj ect  of  mor e f r eeze t haw dur abi l i t y  
r esear ch.   The number  of  seasonal  f r eeze t haw cycl es 
f or  t ypi cal  ACB' s i s l i kel y l ess t han f or  r et ai ni ng 
wal l s.   Chl or i de f r om dei c i ng sal t s or  sea wat er  
i ncr eases sat ur at i on of  t he concr et e,  and t hus has a 
ver y pr onounced af f ect  on f r eeze t haw degr adat i on.

**************************************************************************

Articulating concrete block shall be wet cast using concrete as specified 
herein, or dry-cast by a vibratory block forming machine.  The blocks 
shall be manufactured to the following requirements:

2.1.4.1   Compressive Strength

The minimum compressive strength shall be  28 MPa  4000 psi  for an average 
of 3 units, and  24 MPa  3500 psi  for an individual unit.  Compressive 
strength shall be determined by ASTM C42/C42M for wet cast blocks, or by 
ASTM C140/C140M for dry cast blocks.

2.1.4.2   Water Absorption for Dry Cast Units

The maximum water absorption for dry cast units shall be  145 kg/m 3 9 pcf  

for an average of 3 units, and  195 kg/m 3 12 pcf  for an individual unit.  
Water absorption shall be determined by ASTM C140/C140M.

[ 2.1.4.3   Saturated Surface-Dry Density

 The minimum saturated surface-dry density shall be [140] [_____] for 
average of 3 units, and [140] [_____] for an individual unit.

][ 2.1.4.4   Air Entraining

Wet cast concrete shall be air entrained to contain between 4 and 7 
percent total air.

][ 2.1.4.5   Freeze-Thaw Durability

For freeze-thaw durability tested in accordance with ASTM C1262, specimens 
shall comply with either of the following: (1) the weight loss of each of 
5 specimens after 100 cycles shall not exceed 1 percent; or (2) the weight 
loss of each of 5 specimens after 150 cycles shall not exceed 1.5 percent.

] 2.2   GEOTEXTILE

**************************************************************************
NOTE:   The AASHTO M 288 t abl e pr ovi des sur vi vabi l i t y  
r equi r ement s.   Cl ass 1 i s r ecommended f or  har sh or  
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sever e i nst al l at i on condi t i ons wher e t her e i s a 
pot ent i al  f or  vehi cul ar  t r af f i c ,  or  wher e i r r egul ar  
sect i ons may r equi r e r emoval  and r epl acement  of  
mat t r esses t o achi eve pr oper  al i gnment .   Cl ass 2 i s 
al l owed wher e no vehi c l e t r af f i c  wi l l  occur  on t he 
i nst al l at i on,  and wher e mat t r ess pl acement  i s i n 
r egul ar ,  even r eaches.   Ref er ence Pr ot ect i on of  Wor k 
par agr aph i n Par t  3.

Some manuf act ur es r equi r e mi ni mum geot ext i l e 
pr oper t i es f or  war r ant y cover age.   Most  
manuf act ur er s have r ecommended geot ext i l es,  but  
t hese shoul d be ver i f i ed f or  compat i bi l i t y  wi t h t he 
subgr ade soi l s.

Fi l t er s shoul d not  i mpede seepage.   Cl oggi ng 
r esi st ance i s cr i t i cal  f or  upl i f t  st abi l i t y .   Si t e 
speci f i c  desi gn shoul d be per f or med i f  any of  t he 
f ol l owi ng pr obl emat i c soi l  condi t i ons ar e 
encount er ed:  hi ghl y er odi bl e soi l s such as 
non- cohesi ve s i l t s,  gap gr aded soi l s,  or  l ami nat ed 
sand/silt.

Some r ef er ences f or  geot ext i l e desi gn i ncl ude:
1.   Koer ner ,  " Desi gni ng wi t h Geosynt het i cs" ,  
Pr ent i ce Hal l .
2.   FHWA,  " Geosynt het i c Desi gn and Const r uct i on 
Guidelines."
3.   Geosynt het i cs ' 95,  " Geot ext i l e Per meabi l i t y  
Cr i t er i a f or  Revet ment s" ,  pp.  217- 230.

Geosynt het i c Sel ect i on -  The Feder al  Acqui s i t i on 
Regul at i ons r equi r e f ul l  and open compet i t i on.   
Usual l y j ust i f i cat i on i s not  necessar y i f  3 pr oduct s 
meet  t he speci f i cat i ons.   I n combi ni ng var i ous 
mat er i al  r equi r ement s,  i t  i s  easy t o speci f y a 
geosynt het i c pr oduct  t hat  does not  exi st .   Desi gn 
ut i l i z i ng geosynt het i cs shoul d i ncl ude a l i s t i ng 
wi t h t he cal cul at i ons t hat  ver i f y t he speci f i ed  
pr oduct s ar e commer ci al l y avai l abl e.   The 
Geot echni cal  Fabr i cs Repor t  magazi ne publ i shes an 
annual  speci f i er s gui de t hat  i s i deal  f or  t hi s 
purpose.

**************************************************************************

Submit two samples of the proposed block at the same time as the ACB and 
Geotextile Data submittal.  The samples shall be typical of the size, 
texture, color, and finish.  If the Contracting Officer is familiar with 
the product, this submittal may be waived.  Geotextile used as filters 
below the ACB shall be a [woven] [non-woven] fabric.  The geotextile shall 
meet the material properties specified in AASHTO M 288 for Class [2] 
strength property requirements and for permanent erosion control.  Filter 
requirements in AASHTO M 288 shall be based on in-situ soil with [less 
than 15 percent] [15 percent to 50 percent] [greater than 50 percent] 
passing the 0.075 mm sieve opening. Geotextile used as a filter below the 
ACB shall be a [woven] [non-woven] fabric, and shall meet the requirements 
specified in Table 2.  The property values (except for AOS) represent 
minimum average roll values (MARV) in the weakest principal direction.
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TABLE 2. GEOTEXTILE PHYSICAL PROPERTIES

PROPERTY TEST REQUIREMENT TEST METHOD

Grab Tensile,  N  lbs. [ 700 160 nonwoven] ASTM D4632/D4632M

[ 1100 250 woven]

Tear Strength,  N  lbs. [ 250 55 nonwoven] ASTM D4533/D4533M

[ 400 90 woven]

Puncture Strength,  N  lbs. [ 250 55 nonwoven] ASTM D4833/D4833M

[ 400 90 woven]

Permittivity, 1/sec [0.5] ASTM D4491/D4491M

Apparent Opening Size,  µm 
U.S. Sieve

[150 - 212] [70 - 100] ASTM D4751

Ultraviolet Stability [50 percent] ASTM D4355/D4355M

2.3   CABLE

2.3.1   Installation Requirements for Cable

Cable used for preassembled mattresses shall be sufficiently sized and 
fastened for the size/weight of the assembled mattresses such that the 
assembled mattresses can be placed in compliance with OSHA standards.  The 
manufacturer shall be responsible for determining the minimum cable 
strength compatible with the mattress size for safe handling.  Cable 
strength shall be based on a minimum factor of safety of 5, and include 
appropriate reduction factors for mechanically crimped cable, and other 
fasteners.  If applicable, loading conditions shall include the use of a 
spreader bar for placing the mattresses.

2.3.2   Fasteners Other than Cable

Any systems which rely on geotextiles (or other fabric integral with the 
mattress) to maintain block-to-block interconnection shall meet the 
applicable portions of this specification for cables.  Geosynthetics 
strength shall include appropriate factors of safety, with particular 
attention given to the grab points.

2.3.3   Design Requirements for Cable

**************************************************************************
NOTE:  The desi gner  may need t o r esear ch 
sur vi vabi l i t y  of  cabl es i n t he envi r onment  wher e t he 
ACB wi l l  be pl aced.   The i nst al l at i on r equi r ement s 
f or  cabl e st r engt h usual l y gover n,  unl ess anchor s 
ar e used.

**************************************************************************

ACB's that rely on cables to maintain block to block interconnection shall 
use ropes manufactured from polyester, stainless steel wire, or galvanized 
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steel wire.  The cable shall have a minimum breaking strength of [_____] 
pounds.  Polyester rope shall be constructed of high tenacity, low 
elongating, continuous filament polyester fibers; and shall consist of a 
core construction comprised of parallel fibers contained within an outer 
jacket or cover.

2.3.4   Anchors

**************************************************************************
NOTE:   Anchor s r equi r e a cabl ed syst em.   Anchor s 
shoul d be used wi t h caut i on.   Cont r ol  of  mat t r ess 
upl i f t  may onl y be successf ul  f or  shor t  t er m,  l ow 
f r equency,  over l oad.   ACB mat t r esses t hat  ar e 
l ocal l y upl i f t ed,  wi t h or  wi t hout  anchor s,  may show 
si gni f i cant  subgr ade di st or t i on,  whi ch coul d be a 
pr ecur sor  t o f ai l ur e.   Anchor s spaced t hr oughout  t he 
r evet ment  al so r equi r e speci al  det ai l s t o mai nt ai n 
i nt egr i t y of  t he geot ext i l e f i l t er .

Because anchor s ar e not  r equi r ed f or  t ypi cal  
i nst al l at i ons,  t hi s par agr aph may commonl y be 
del et ed.   Wher e anchor s ar e used f or  speci al i zed 
appl i cat i ons,  add r equi r ement s f or  anchor  mat er i al s,  
mi ni mum pr oper t y r equi r ement s,  and desi gn 
characteristics.

Dr awi ngs must  det ai l  l ocat i on and spaci ng of  anchor s.
**************************************************************************

Submit calculations for the anchor pullout capacity.  Tabulated 
manufacturer's data is acceptable, if the embedment soil conditions are 
applicable to the project site.  Anchors shall be selected with an 
ultimate vertical pullout resistance for the project site soil conditions 
of at least [_____] pounds.  Anchors shall be capable of being attached 
directly to the articulating concrete block mat in a manner which will 
achieve little or no slack in the cable system or gaps in the articulating 
concrete block mattress.  Anchors shall be attached to the mat in such a 
manner that they will not be affected by tampering or vandalism.  Anchors 
shall have the capability of being load-tested to the specified pull-out 
capacity.

2.4   VOID FILLER

2.4.1   Aggregate

**************************************************************************
NOTE:  Aggr egat e i s used bel ow t he nor mal  wat er  
l evel ,  or  wher e t ur f  can not  be est abl i shed.   
Depar t ment  of  Tr anspor t at i on speci f i cat i ons f or  r oad 
base aggr egat e have been used,  such as ASTM D1241,  
Gr adat i on B.

**************************************************************************

Aggregate for filling the voids in the block shall meet the requirements 
of [_____].

2.4.2   Topsoil and Seed

Topsoil for filling the voids in the block and seed for turf establishment 
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shall meet the requirements of Section 32 92 19  SEEDING.

PART 3   EXECUTION

3.1   SUBGRADE PREPARATION

Place the ACB revetment on undisturbed native soils, or acceptably placed 
and compacted fill.  Do not place the ACB on surfaces that contain mud, 
frost, organic soils, embankment that has not met compaction requirements, 
or where the Contracting Officer determines that unsatisfactory material 
remains in or under the subgrade.

3.1.1   Clearing

All vegetation shall be completely removed as specified in Section [
31 00 00  EARTHWORK] [ 31 11 00  CLEARING AND GRUBBING].  Remaining roots 
from trees and brush shall be removed to a depth of  0.3 meters  1 foot  
below the subgrade surface.  Loose roots and twigs, turf clods, stones 
larger than  13 mm  1/2 inch  diameter, and other debris shall be raked and 
removed from the final surface.  Rills and gullies from erosion shall be 
corrected.

3.1.2   Bank Grading

Grading shall be finished to a smooth surface, typical of that obtainable 
with a dozer and blade.  A rough surface typically obtained with a backhoe 
or dragline will not be acceptable , except when ACB placement in water is 
shown on the drawings or approved by the Contracting Officer.  [When 
natural shorelines require grading in preparation for ACB installation, 
the bank stratification shall be observed and documented in daily 
Contractor Quality Control reports.  Grading practices shall avoid 
spreading fine grained soils over more pervious soils, particularly near 
the toe of slopes.  If inadequate material is available to comply with 
this requirement, the Contracting Officer shall be notified.].

3.1.3   Compaction and Subgrade Finishing

[Fill soils shall be compacted to the specified density in Section 31 00 00
 EARTHWORK.]  Incidental grading (where embankment is not otherwise 
specified) shall be compacted by heavy equipment or by tamping with a 
bucket to a density characteristic of the surrounding soils.  The final 
surfaces accessible by compaction equipment shall be compacted with a 
smooth drum roller or vibratory plate tamper until there is no further 
evidence of consolidation.  Where slopes limit operation of compaction 
equipment, the final surface shall be back-dragged to a dense smooth 
surface with bladed equipment.  Localized loose or soft zones shall be 
corrected.

3.1.4   Grade Tolerances

The grading tolerance shall be within  50 mm  2 inches  from the prescribed 
elevations, with no abrupt variations that would cause unacceptable 
projections of individual blocks.

3.1.5   Subgrade Surface Tolerances

The subgrade shall be maintained in a smooth condition between 
installation of the geotextile and the blocks.  Windrows, stones, clods of 
cohesive soil, and irregularities shall be raked smooth.  Ruts, rills and 
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gullies resulting from traffic, precipitation runoff, groundwater seepage, 
etc. shall be corrected prior to installation of blocks.

3.2   GEOTEXTILE INSTALLATION

3.2.1   General

See "block installation" paragraph for drawing requirements.  The 
geotextile shall be laid flat and smooth so that it is in direct contact 
with the subgrade.  The geotextile shall be free of tension, folds, and 
wrinkles.  The number of seams and overlaps shall be minimized by 
selective orientation of geotextile panels, within the limitations of 
maintaining a consistent pattern.  Geotextile shall be placed immediately 
prior to block installation, if necessary to limit damage to the 
geotextile from equipment or repeated pedestrian traffic and limit 
disturbance of the subgrade from precipitation or runoff.

3.2.2   Geotextile Seams

**************************************************************************
NOTE:   Sewn,  wel ded or  gl ued seams ar e desi r abl e f or  
shor el i ne pr ot ect i on ( or  wher e f l ow r ever sal  
occur s) .   Subst i t ut e t he f ol l owi ng f or  sewn seams:

Seams shal l  be cont i nuousl y sewn at  t he l ocat i ons 
shown on t he dr awi ngs.   The mi ni mum di st ance f r om 
t he geot ext i l e edge t o t he st i t ch l i ne near est  t o 
t hat  edge shal l  be 75 mm 3 i nches.   Seam st r engt h 
shal l  meet  t he mi ni mum r equi r ement s speci f i ed i n 
AASHTO M288 f or  a c l ass 2 geot ext i l e.   Qual i t y 
assur ance sampl es shal l  be t aken at  t he r equest  of  
t he Cont r act i ng Of f i cer .   The t hr ead at  t he end of  
each seam r un shal l  be t i ed of f  t o pr event  
unr avel i ng.   Seams shal l  be on t he t op si de of  t he 
geot ext i l e t o al l ow i nspect i on.   Ski pped st i t ches or  
di scont i nui t i es shal l  be sewn wi t h an ext r a l i ne of  
st i t chi ng wi t h a mi ni mum of  450 mm 18 i nches of  
overlap.

Pi ns/ st apl es may not  be desi r abl e wher e f i l t r at i on 
i s cr i t i cal .

**************************************************************************

Seams shall be overlapped a minimum of  450 mm  18 inches .  Seams on slopes 
and butt end seams shall be shingled so that runoff and channel flow 
passes over the fabric.  Geotextile panels shall be secured before block 
placement by adequate sandbags, spare blocks, or pins/staples.

3.3   BLOCK INSTALLATION

All placement of blocks shall be in accordance with the manufacturer's 
recommendations and the Contractor's approved shop drawings.  Submit 
drawings showing details of the ACB and Geotextile Installation, including 
the block layout patterns in relation to the feature alignment, 
anticipated locations of cast-in-place concrete joints, mattress junction 
details, soil anchors, and proposed installation methods for void filling 
materials.
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3.3.1   Placement of Pre-Assembled Mattresses

**************************************************************************
NOTE:  The spr eader  bar  may be del et ed wher e 
t ol er ances ar e a mi nor  concer n.   The spr eader  bar  
may have associ at ed cost  when pl aci ng one end of  t he 
mat t r ess i n wat er ,  due t o wor k i n di sconnect i ng t he 
r i ggi ng on t he wet  end.

**************************************************************************

[Placement of pre-assembled mattresses shall be done with mattresses 
attached to a spreader bar to aid in lifting, aligning and placing the 
mattresses.  ]The mattresses shall be placed directly into position, with 
a maximum space or gap between mattresses of  75 mm  3 inches  in excess of 
the nominal joint spacing of blocks within the mattress.  Mattresses out 
of alignment shall be lifted and reset.  Mattresses shall not be pushed or 
pulled laterally after they are in contact with the geotextile.  No 
overlapping of mats will be accepted and no blocks shall project 
vertically more than  25 mm  1 inch  beyond the adjacent blocks.  [As 
adjacent mats are placed, they shall be secured to each other by fastening 
the protruding horizontal and vertical cable connections and end cable 
loops together along each side of the mats.]

3.3.2   Hand Placement of Interlocking Blocks

Space hand placed blocks to maximize the ACB ability to articulate.  Use 
adequate alignment control, such as string lines, to keep the block 
pattern in alignment and the joint spacing consistent and uniform.  
Initially, no more than two working block rows shall progress 
simultaneously in the direction of placement.  Additional working rows may 
be added after experience shows that true lines are maintained.  The 
starting position for ACB placement shall be a convenient location for 
control of the block pattern alignment.  The Contracting Officer shall 
approve of the starting position for placement of the ACB.

3.3.2.1   Target Joint Spacing

Interlocking blocks shall be installed with a uniform aperture in the 
interlocking connections.  The target joint spacing shall be neutrally 
spaced with equal free-play for the joint to open and close.

3.3.2.2   Correction of Joint Spacing

If the block pattern becomes skewed to an extent that blocks bind, joints 
close, or blocks stickup, then the placed ACB that is determined to be out 
of tolerance shall be removed and replaced.  Where the nonconformance of 
the joint spacing is due to project features, such as warped slopes or 
anchor trenches, then cast-in-place concrete joints shall be field located 
in concurrence with the Contracting Officer.

3.3.2.3   Maintenance of Joint Spacing

If the block pattern becomes skewed to an extent that the joint freeplay 
is not acceptable to the Contracting Officer, then cast-in-place concrete 
joints shall be field located as directed by the Contracting Officer.

3.3.2.4   Block Layout Pattern Dependent on Project Features

If the block pattern is shown to be maintained parallel and perpendicular 

SECTION 35 31 19.20  Page 18



to selected project features, such as the crest/toe of levee/channel 
slopes, then field location of cast-in-place concrete joints shall be 
implemented as needed, and as directed by the Contracting Officer.

3.3.3   Tolerances

Maximum acceptable block projections (vertical offset from adjacent 
blocks) for "installation in the dry" shall not exceed  0.5 inches for 
interlocking blocks  25 mm  1.0 inch  for cabled systems .  Typical block 
projections shall be less than half the maximum projections.

3.4   ANCHORS

Anchors shall be carefully positioned for attachment to the articulating 
concrete block.  Rigid shafts shall align with the ACB cables.  Flexible 
anchors (cables, etc.) shall be linear between the ACB fastener and the 
restraining device before tensioning.  Penetrations in the geotextile to 
allow for penetration of the anchor shall be sealed [in accordance with 
the drawing details].

3.5   CONCRETE JOINTS

3.5.1   General Requirements

Use of cast in place concrete joints shall be minimized to the extent 
practicable.  The Contracting Officer shall be informed of all concrete 
joints not shown on shop drawings prior to field placement.  Joints that 
shall require concrete include:

a.  Joints between cable tied mattresses where the joint is  75 mm  3 inches  
wider than the nominal joint.

a.  Joints where block interlock is discontinuous.

b.  Abutments where the ACB meets headwalls, pipe penetrations, or 
sidewalks.

c.  Any areas where there are partial blocks (to avoid small blocks with 
reduced hydraulic stability).

Field placed concrete shall be proportioned for similar strength and 
durability properties as the ACB concrete[, and shall meet applicable 
portions of Section [ 03 30 00  CAST-IN-PLACE CONCRETE] [ 03 30 53  
MISCELLANEOUS CAST-IN-PLACE CONCRETE]].  All cable ties and anchoring 
shall be completed prior to placing concrete.

3.5.2   Abutments

The ACB shall abut pipe outlets, retaining walls, flood walls, head walls, 
sidewalks, and other abutments in a neat appearance.  Unless a specific 
detail is indicated on the drawings, voids shall be filled with partial 
blocks and the gap shall be filled with cast-in-place concrete.  The 
concrete shall be installed flush with the surface of the blocks, and 
shall be float finished.

3.6   VOID FILLER AND SEEDING

**************************************************************************
NOTE:   Topsoi l  wi l l  consol i dat e i n t he voi ds.   
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Over f i l l i ng above t he t op of  bl ock i s common t o 
i ncr ease t he t opsoi l  f i l l  l evel ,  but  may i ncr ease 
sedi ment at i on dur i ng t ur f  est abl i shment .

Br oadcast  seedi ng of  ACB i s di f f i cul t  because i t  i s  
di f f i cul t  t o r ake t he seed i n.   Hydr oseedi ng of  ACB 
i s di f f i cul t  because of  channel i zat i on of  r unof f  and 
suscept i bi l i t y  of  t he voi d f i l l er  t o desi ccat i on.   
I n ar eas wher e est abl i shment  of  qual i t y t ur f  i s  
i mpor t ant ,  i t  has been successf ul  t o bl end a r i ch 
mi xt ur e of  seed ( about  10 t i mes t he nor mal  
appl i cat i on r at e,  or  about  0. 5 t o 1 kg/ cubi c m 1 t o 
2 pounds per  cubi c yar d i nt o t he t opsoi l  pr i or  t o 
pl aci ng.   Wat er i ng dur i ng est abl i shment  i s mor e 
cr i t i cal  t han t ypi cal  t ur f  due t o t he heat  
absor pt i on of  t he concr et e bl ocks and capi l l ar y 
br eak of  t he geot ext i l e.

**************************************************************************

The voids of the articulating concrete block mats shall be filled with 
topsoil, except that voids below the normal water level shall be filled 
with aggregate void filler.  All cable ties and anchoring shall be 
completed prior to filling voids.  Seeding and maintenance shall be 
completed in accordance with Section 32 92 19  SEEDING.

3.7   PROTECTION OF WORK

Work shall be protected against damage from subsequent operations.  
Displaced or broken blocks shall be removed and replaced to conform to all 
requirements of this section.  Damaged material shall not be 
incorporated.  Equipment shall not be allowed on the ACB that could crack, 
cause abrasion, or otherwise damage the blocks.  Vehicles shall not 
operate directly on geotextile, except that rubber tired vehicles may 
operate directly on short reaches of geotextile that meets or exceeds 
AASHTO M 288 survivability requirements for Class 1 geotextile, if there 
is no rutting, if the vehicle access is necessary to accomplish the work, 
and if the Contracting Officer observes the operation and approves.  
Vehicles shall not operate on the ACB until (during or after) placement of 
void filler.  Vehicle traffic on the ACB shall be restricted to light 
weight rubber tired vehicles, and where intermittent access is necessary 
to accomplish the work.  Routine haul routes shall not be established on 
the ACB.  These allowances shall not waive the Contractor's obligation to 
maintain the installation until acceptance, and verify that vehicle access 
does not crack, or in any way damage, the ACB.

3.8   QUALITY CONTROL TESTING

**************************************************************************
NOTE:   The manuf act ur er  shoul d have compl et ed 
si mi l ar  t est i ng f or  i t ' s  own QC.   The f ol l owi ng 
t est i ng i s suggest ed as an accept ance check on a 
schedul e t ypi cal  f or  QA.   The suggest ed f r equency i s 
on t he or der  of  0. 5 per cent  of  const r uct i on cost .

**************************************************************************

The following testing shall be performed independent of the manufacturing 
process, by an agency other than the manufacturer.  The ACB blocks shall 
be sampled and tested for compressive strength, water absorption and unit 

weight.  The sample frequency shall be 3 specimens for each  2500 m 2 3000 SY .  
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Test methods shall be consistent with those specified in PART 2 PRODUCTS.

       -- End of Section --
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