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SECTI ON 09 96 59

H GH BUI LD GLAZE CQOATI NGS
05/11

NOTE: This gui de specification covers the

requi renents for epoxy-pol yam de, pol yurethane, and
epoxy pol yester high performance, architectural wal
coating systens for interior and exterior surfaces.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submtted as a Criteria Change Request (CCR).

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Except for noisture-curing polyurethane, they
are two-conponent systens and contain fillers that
hel p provide the high-build. They are intended for
application to concrete, nasonry, plaster or
wal | board, and also may be used on wood, netal, or
fiberglass. The coatings are available in gloss or
sem gl oss and are sonetines called tile-Iike
coatings or liquid glaze coatings. Sone of the
coatings are high in Volatile O ganic Conpounds
(VOC). The specifier must ensure that sel ected
products do not exceed all owabl e VOC requirenents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: On the draw ngs, show
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1. Locations for wall coating systens.

2. Finish schedul e.
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PART 1 GENERAL

1.1 REFERENCES

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhhkhkhkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci fication when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

ASTM | NTERNATI ONAL ( ASTM

ASTM E84 (2018a) Standard Test Method for Surface
Bur ni ng Characteristics of Building
Materials

MASTER PAI NTERS | NSTI TUTE ( MPI)

WPl 31 (2012) Vvarnish, Polyurethane, Misture
Cured, doss (MPI doss Level 6)

MPI 71 (2012) Varnish, Polyurethane, Misture
Cured, Flat (MPI d oss Level 1)

MPI 72 (2012) Pol yuret hane, Two- Conponent,
Pi gnented, doss (MPl d oss Level 6-7)

SOCI ETY FOR PROTECTI VE COATI NGS ( SSPC)

SSPC SP 10/ NACE No. 2 (2007) Near-White Blast C eaning
SSPC SP 5/ NACE No. 1 (2007) White Metal Blast O eaning
SSPC SP 6/ NACE No. 3 (2007) Conmercial Bl ast d eaning
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1.

2 SUBMITTALS
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NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G'. Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G’ to an item if the
submittal is sufficiently inportant or conplex in
context of the project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability
eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *%%

Government approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval . ][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the followi ng in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 03 Product Data
H gh-Build d aze Coati ngs

Submit three copies of coating manufacturer's printed product
data.
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SD- 04 Sanpl es
H gh-Build d aze Coatings; ¢, | 1]

Submit col or chips of standard col ors.
Coating System C[, [ 1]

Submit rigid panels on which the conplete coating systemis
applied. Subnmit panels of the sane materials as the surfaces to
which the coating systemis to be applied.

SD-06 Test Reports
Filler Material
Primers
Top Coating
SD-07 Certificates
Qualifications of Installer
SD- 08 Manufacturer's Instructions
Wal |l Coating System

Submit instructions covering application of the wall coating
system including surface preparation, detailed application
procedures, nunber and types of coats required, maxi nrum and
m ni mum appl i cation tenperatures, and induction, pot life, and
intercoat cure times. Safety Data Sheets (SDS) shall address all
conponents of the paint coating system including solvents,
prinmers, and other hazardous naterials.

1.3 DELI VERY, STORAGE, AND HANDLI NG

1.3.1 Acceptance at Site
Deliver materials to the project site in original, factory-seal ed
contai ners or packages | abeled with identification of contents,
manufacturer's nanme and address, manufacturer's tradenane or trademnark,
date of manufacture, specification nunber, batch nunber, col or,

instructions for use, and recomendations for protective neasures agai nst
toxicity.

1.3.2 St orage and Protection

Protect and store nmaterials under cover in dry, well-ventilated areas. Keep
inoriginal tightly sealed containers or packages, and in such sequence
that ol dest stocks are used first. Store at tenperatures between 4 and 49
degrees C 40 and 120 degrees F. Do not use material that is nore than one
year old fromthe date of manufacturing.
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1.4  ENVI RONMENTAL REQUI REMENTS
1.4.1 Protection During C eaning

Per sonnel engaged in sol vent-cl eani ng of gal vani zed netal and al umi num or
cl eaning concrete, masonry, or portland cement plaster with 5 to 10 percent
solution of hydrochloric acid, shall wear the appropriate persona
protective equi pment to prevent skin and eye contact and funes

i nhal ation. Ventilate all work areas properly.

1.4.2 Personnel Protection During Coating Applications

Personnel painting with high-build glaze coating systens shall wear the
appropri ate personal protective equiprment to prevent skin or eye contact or
i nhal ati on. Ensure enpl oyees use and nmaintain solvent-resistant, persona
protective equi prent for the whole body. Energency eye wash and water
supplies shall be avail able near the work area for energency flushing of
the eyes and body. Coating applications shall be perfornmed only in areas
with good ventilation. Snoking will not be permtted in the area where
coating is being applied. Wall and roomtenperature at the time of coating
application and curing shall be in accordance with the manufacturer's
instructions.

1.4.3 Protection During Application of Polyurethane Paints
M x and apply pol yurethane paints only in specifically designated areas
with |l ocal exhaust ventilation and other environmental control neasures as
recommended on the basis of an on-site industrial hygi ene survey. Supply
and use air respirators in closed areas where adequate ventilation cannot
be obt ai ned.

1.5 QUALI FI CATI ONS OF | NSTALLER
Installation shall be by an applicator approved by the manufacturer of the
surfacing materials. Furnish a witten statenent fromthe manufacturer
indicating that the installer is acceptable.

PART 2 PRODUCTS

2.1 WALL COATI NG SYSTEM

2.1.1 Filler Material
As recommended by the coating system nmanufacturer

2.1.2 Primers

As recommended by the coating system nanufacturer.

2.1.3 Top Coating

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: Select wall coatings conpatible with the
surfaces they are to cover and in accordance with:

1. High Performance Architectural Coatings

(HPAC). They are tough, durable, organic systens
applied to a continuous (seanl ess) high-build film
and cure to a hard glaze finish. They are resistant
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to continuous heat and hum dity, abrasion, staining,

chemical s, and biol ogical gromh. They are used in

areas where high humidity, wear, or unusual chenica

resi stance requirenments, particularly to soiling,
are required, and where strong detergents are used
to maintain sanitary conditions. Stall showers,
public halls and stairways, |avatories, |ocker
areas, animal pens, and biological |aboratories are
typi cal areas where these coatings are reconmended.
O her areas of use are in food processing, dairies,
restaurants, schools, and air termnals. H PAC

systens should be used only as conpl ete systens, and

as recommended by the manufacturer. M ninumdry
filmthickness is 0.075 mMm 3 nmils for each of two
coats. Furnished in G oss, and Sem gl oss.

These coatings are for interior use and are
fornmulated with any one of the follow ng resins:
Epoxy- pol yani de, epoxy polyester, or aliphatic or
aromati ¢ pol yuret hane resins:

a. Epoxy-polyanmi de - chenical - and
corrosi on-resi stant, adhesive, al kali-resistant,
water-tolerant.

b. Epoxy-pol yester - chem cal -resi stant,
abrasi on-and i npact-resistant, fire-resistant, |ow
odor.

c. Aliphatic or aronatic polyurethane - flexible,
abrasi on- and i npact-resistant.

2. Two conponent, epoxy-polyam de for interior

use. For netal, wood, concrete, masonry surfaces,
and pai nted surfaces where high gloss or glaze type
finish, extreme workability and resistance to

abrasion and stains is desired. Particularly usefu

for hallways, kitchens, bathrooms, |aundries and
hospi tal s where mai ntenance of sanitary conditions

is inportant. Mninumdry filmthickness is 0.075 nm

3 mls for each of two coats. Maxinumvolatile
organi ¢ conpounds (VOC) to be 340 grans/liter

3. MPI 31 or MPI 71. Single conponent,

noi sture-curing urethane. For floors, walls,

machi nery, equi pnent and ot her surfaces where good
abrasi on resistance, color retention, gloss
retention, graffiti resistance and good resistance
to acids, alkalis, solvents, strong cl eaners and
sanitizers, fuel and chemi cals are necessary. Can
al so be used on concrete floors, brick and nasonry
surfaces (properly conditioned), netals (properly
prinmed), and wood (properly prepared and seal ed.)
Mnimumdry filmthickness is 0.075 mMmm 3 mls for
each of 3 coats.

a.

*%*

*
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H gh Perfornmance Architectural Coating,
[ Epoxy- Pol yam de] [ Epoxy- Pol yest er] [ Pol yur et hane] [,
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b. Two conponent, epoxy-pol yam de for interior use.

[c. MPI 31, Single Conponent, Misture-curing Urethane, clear, gloss top
coat. |

[d. WPl 71, Single Conponent, Mbisture-curing Urethane, clear, flat top
coat.]

[e. MPI 72, Two-Conponent, Pignented, gloss level 6.]
.1.4 H gh-Build d aze Coatings Systens Requirenents

Provide a conplete coating systemfroma single manufacturer. The system
shall have a flanme spread index of not nore than 25 and a snoke devel oped

i ndex of not nmore than [50] [__ ], when tested in accordance with ASTM E84
.2 COLORS
NOTE: Indicate colors on the finish schedule. Wen

colors are identified by a manufacturer's nanme and
designation, include the optional sentence in
brackets. |If the "architectural finishes display
board" is used, it nust be on display in the office
of the Contracting Oficer. The architectural

di spl ay board shoul d be used only to suppl enent the
i nformati on contai ned on the draw ngs.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Top coating colors shall be [as indicated] [and] [as shown on the
architectural finishes display board]. [Colors indicated by reference to
manuf acturer's name and designations are for color identification only and
are not intended to limt selection of other manufacturer's products with
simlar colors.]

.3 SOURCE QUALI TY CONTROL

. 3.1 Top Coat Testing

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Choose one of the follow ng options.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ High Performance Architectural Coating: Abrasion resistance with 100 ng
maxi mum | oss, scrubability, resistance to heat and hunmidity, and inpact
resi stance tests.]

[ Epoxy- pol yam de: abrasion resistance and steamresi stance tests.]
[ MPI 31 abrasion resistance and resistance to water tests [and, resistance

to accel erated weathering test, for loss of gloss, and chal king, with
continuous exposure to light and internmittent exposure to water spray].]
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PART 3 EXECUTI ON
3.1 Examination
3.1.1 Verification of Surface Conditions

Bef ore commenci ng work, inspect surfaces to receive coatings and report to
the Contracting Officer, in witing, of unsatisfactory surfaces. Inspection

shal | include exami ning the nature and condition of surfaces before,
during, and after painting application, and reporting the same on a
systematic basis. Inspection shall include ensuring that manufacturer's

recommended procedures are followed during each stage of surface
preparati on and paint application

3.2 PREPARATION
3.2.1 Protection

Renove, nmask, or otherw se protect hardware, fixtures, accessories, and
parts in contact with coated surfaces, and other parts that are
factory-finished such as notors, sensing devices, thernmostats. Protect

adj acent surfaces to confine coatings to designated areas. Correct defects
caused by installed equi pnent prior to finishing. Reinstall renoved work
after conpletion of each area

3.2.2 Moisture

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Sel ect npisture percentage allowable in
accordance with substrate materials: 15 percent
maxi mum for concrete, masonry, and portland cenent
pl aster surfaces and 8 percent naxi num for gypsum
pl aster surfaces.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

Surfaces shall be dry to receive finishes. Masure noisture content of
substrate with probe-type noisture neter inplanted into backing. Mbdisture
content shall not exceed [8] [15] percent.

3.2.3 [ Restoration

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Include this paragraph only for work on
repair projects where painting of existing substrate
surfaces is included.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Prior to application of coatings, touch up and restore all substrates where
damaged or def aced.

13.2.4 Surface Preparation
Prepare surfaces in accordance with the coating manufacturer's printed
instructions. Renobve contami nants including splinters, nortars, rust and

ot her products of corrosion, disintegrated coatings, and other substances
that could interfere with adhesion of the coating systemto the substrate.
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3.

3.

2.5 Addi tional Preparation for Specific Materials
2.5.1 Seal ants and Caul ki ngs
Renove | oose, cracked, or otherw se defective sealant materials and repl ace

with new seal ant as specified in Section 07 92 00 JO NT SEALANTS. Seal ant
materials shall be conpatible with wall coating system materi al s.

.2.5.2 Forei gn Subst ances

Renove foreign substances by water washing, steam cleaning, cleaning
conmpounds or detergents, or other procedures.

.2.5.3 [Previously Painted or Coated Surfaces

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: The 25 percent area is visual only. Lesser
area percentage may be renoved fully at the
recommendati on of the user. Delete this paragraph
if project does not include painting of existing
surfaces.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Renove | oose or scaling materials prior to application of wall coating.
Repair, snooth, sand, spackle, or otherwise treat to render inperceptible
in the finished work defects such as scratches, nicks, cracks, gouges,
spalls, alligatoring, and irregularities due to partial peeling of previous
pai nt coatings. Were inmpractical to satisfactorily elimnate defects by
ot her neans, renpve existing coatings fromthe entire surface, repair
surface as necessary, prine, and repaint. Conpletely renbve coating in
areas where nore than 25 percent of the existing substrate naterial has
failed.

13.2.5.4 Ferrous Metal s

Prepare ferrous netals in accordance with SSPC SP 5/ NACE No. 1,
SSPC SP 6/ NACE No. 3, or SSPC SP 10/ NACE No. 2, as reconmnended by the
manufacturer.

.2.5.5 Gal vani zed Meta

Clean and dry, using solvent, galvanized netal surfaces of detrinmenta
foreign matter such as oil, grease, and other contam nants. Prior to
coating application, pretreat the surface material in accordance with
manufacturer's printed instructions for pretreatnment conpound mi xi ng and
application

.2.5.6 Aluminum

Usi ng sol vent, clean surfaces of oils, grease, and other lubricants. Renove
dirt, water-soluble chenicals, and similar surface contani nants by washi ng
with water, or water and detergent. \Wen detergents are used, rinse with
clear water. Pretreat these surfaces prior to coating application in
accordance with manufacturer's printed instructions.

.2.5.7 Concrete, Masonry, and Portland Cenment Pl aster

Cure new concrete and nmasonry surfaces a minimumof 30 days prior to
painting. Repair concrete surfaces before coating. Cean surfaces to be
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coated, renoving dirt, fungus, grease, oil, asphalt, tar, and other foreign
subst ances. Rempve effl orescence, chalk, and simlar substances from
concrete, masonry, portland cenent, and plaster surfaces in the follow ng
manner:

a. Wash with a 5 to 10 percent aqueous solution of hydrochloric acid and
rinse the surface with clean water and allow to dry.

b. Free surfaces fromnortar deposits and formrel ease agents.

c. Renove laitance fromsurfaces by etching with hydrochloric acid
solution.

d. Rinse the surface again with clean water and allow to dry.

e. Sand cracked surfaces snooth and fill with filler conpatible with the
substrate and coating materials.

f. Apply filler until surfaces are conpletely filled (pin-hole free) and
smooth.

g. Sand lightly and wi pe clean.

[h. Apply the filler in [one][two] coat[s], to a [wet] [dry] film
t hi ckness of | ] millimeters mls [for each coat], nmeasured with a
Tooke gage or similar thickness measuring gage].

.2.5.8 Gypsum Pl ast er

Thoroughly dry and cl ean gypsum pl aster before application of coatings.
Renove |ine deposits by sanding lightly. Sand cracked surfaces snooth; and
fill with joint treatnent conpound conpatible with plaster and coating
materials. Sand lightly and wi pe clean. Surfaces of plaster shall age a
m ni mum of 30 cal endar days and pass the following test: Using an electric
nmoi sture neter, when nore than 8 percent noisture is indicated, surfaces
are not sufficiently cured to be coated.

.2.5.9 Woodwork

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: Sel ect correspondi ng option or options
applicable to the project. Delete this paragraph if
proj ect does not include woodwork areas.

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

Provide a surface which is dry, smooth, and free fromraised grain or other
imperfections. Fill nail holes, cracks, joints, crevices, and other

bl emi shes with naterials conpatible with the coating nmaterials, and sand
snmoot h and flush with adjacent wood surfaces before application of
coatings. Sand in the direction of the grain. Back-prine wood in contact
with or built into concrete, nmasonry, or plaster as specified in Section
09 90 00 PAINTS AND COATINGS. Prine end cuts and edges. [Seal with a

m xture of equal parts of shellac and al cohol or knot sealer.] [Treat as
specified for defects such as knots, resins, gum or extractives].

.2.5.10 Gypsum \Val | board

Rei nforce and conceal joints of gypsum wall board panels as specified in
Section 09 29 00 GYPSUM BOARD. Apply a skimcoat of gypsum pl aster over
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the gypsum wal | board. Sand snooth, fill with joint treatnment conpound,
sand lightly, and w pe clean surfaces prior to application of glaze coating.

3.3 COATI NG APPLI CATI ON
Apply coating systemover specified filler where applicable.

3.3.1 Apply Coati ng
After preparing surface, apply coating systemdirectly to netal, gypsum
wal | board, gypsum plaster, and previously painted surfaces in accordance
with the manufacturer's instructions. Provide alkali-resistant priners for
concrete, masonry, and portland cenent plaster surfaces.

3.3.2 Thi ckness Test
Measure dry filmthickness of coating system excluding filler coat, with a
Tooke gage or simlar thickness neasuring gage. Any paint damaged during
t hi ckness nmeasurenent shall be repaired to match the original

3.3.3 Interior Application

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify the dry filmthickness of the coating
required over the filler, in accordance with the
type of substrate for specified coating.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Apply wall coating systemin accordance with nmanufacturer's specifications
with a spreading rate to produce a dry filmthickness of [
for each of [two] [three] coats applied. Protect coated surfaces after
application and during the curing periods.

3.3. 4 Exterior Application

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Specify the dry filmthickness of the coating
required over the filler, in accordance with the
type of substrate for specified coating.

*kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

M x and apply wall coating systemin accordance with manufacturer's
specifications with a spreading rate to produce a dry filmthickness of
[ ] mmmls for each of [two][three] coats applied. Protect coated
surfaces during curing periods.

-- End of Section --
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