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SECTI ON 08 87 23.13

SAFETY FI LMS
08/09

NOTE: This gui de specification covers the

requi renments for transparent filmat |east 0.10 nm
0.004 inch thick (4 ml) applied to the interior
side of glass to reduce spalling and fragment
dispersal.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information.

Rermove information and requirenents not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel conme and shoul d be
submitted as a Criteria Change Request (CCR.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

PART 1 GENERAL

1.1 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
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use the Reference Wzard's Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AVERI CAN NATI ONAL STANDARDS | NSTI TUTE (ANSI)
ANSI Z797.1 (2015) Safety G azing Materials Used in
Bui | di ngs - Safety Perfornmance
Speci fications and Met hods of Test

ASTM | NTERNATI ONAL (ASTM

ASTM C1036 (2016) Standard Specification for Flat
Glass

ASTM C1048 (2012; E 2012) Standard Specification for
Heat - St rengt hened and Ful |y Tenpered FI at
Glass

ASTM D1044 (2013) Resistance of Transparent Plastics
to Surface Abrasion

ASTM D3330/ D3330M (2004; R 2010) Peel Adhesion of
Pressure-Sensitive Tape

ASTM D882 (2012) Tensile Properties of Thin Plastic
Sheeting

ASTM E84 (2018a) Standard Test Method for Surface
Bur ni ng Characteristics of Building
Materials

GLASS ASSCCI ATI ON OF NORTH AMERI CA ( GANA)
GANA d azi ng Manual (2008) d azi ng Manual
GANA Seal ant Manual (2008) Seal ant Manual
U. S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)

16 CFR 1201 Safety Standard for Architectural d azing
Materials

1.2 SYSTEM DESCRI PTI ON

NOTE: This specification should be used when gl ass
may be subjected to the effects of explosives or
projectiles and when protection of personnel from
the resulting glass spalling is required. The film
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is nost effective when installed on the interior
surface of the glass. Under |ow blast pressures or
projectile |loads, the filmmay not prevent the glass
frombreaking but it holds the glass fragnments

toget her and reduces the destructive capability of
flying glass fragnents. Note that testing has shown
that fragnent retention filmwll not necessarily
hol d gl ass fragnents together when subjected to very
hi gh bl ast pressures, and the designer nay therefore
want to consider alternate nmethods for protection of
personnel. The application of filmto glass
generally allows projectiles, fragnents, or bullets
to pass through; however, the film does reduce

spal ling of the glass associated with a projectile
passi ng through the film

The application of filmto glass provi des sone
resi stance agai nst inpacts from hamrers, rocks,
clubs, or thrown objects. An inpact on the film
rei nforced gl ass creates a hol e approxi nately the
size of the inmpacting object. Therefore, severa

i npacts are needed to nmake a hole | arge enough for
entry. The use of greater filmthickness and/or
factory lamnated films provides nore resistance
agai nst these inpacts.

Tints and reflective filns can inprove the therma
energy performance of a building. However, darkly
tinted and reflective filnms can cause internal heat
bui l dup and internal stresses in the glass resulting
in a weakened gl azing system If reflective films
are used to reduce visibility into a facility, also
provide curtains or shades for night use because
films are not reflective when the light |evel on the
exterior side of the filmis less than that on the
interior side.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

1.2.1 CGeneral Requirenents

The applied fragnment retention filmshall be clean and free of peeling,
splitting, scratches, creases, winkles, discoloration, and foreign
particles. The filmapplication shall be free of air bubbles after 30

days. Fragnent retention filmshall not show signs of waviness and
distortion at the tinme the work is accepted. This determ nation shall be
made by the unai ded eye (except for corrective prescription glasses), when
the filmis viewed froma distance of 3 m10 feet fromthe interior room
side at angles up to 45 degrees when looking at a clear or uniformy
overcast sky. Unacceptable fragnent retention film applications shall be
removed in accordance with manufacturer's instructions and new film applied.

1.2.2 O her Submittals Requirenments
The followi ng shall be submtted for fragnment retention film
a. Mnufacturer's data consisting of catal og cuts, brochures,

circulars, and a list of glazing conpounds and/or gaskets known to be
i nconpatible with the fragnment retention film
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1.

3

b. Manufacturer's application and cleaning instructions for fragnent
retention film

c. A statement that the fragnment retention filmsupplied was

manuf actured using the sane materials and process as the nateri al
tested. A statenment that the adhesive contains ultraviolet inhibitors
which Iimt ultraviolet transm ssion to not nore than 8 percent of the
radi ati on between 300 and 380 nanoneters. A statement that the film
manuf acturer or manufacturer's representative trained the personnel who
will apply the film

d. A sanple consisting of a mninum 200 by 275 nm 8 by 11 inch section
of fragnent retention filmincluding the adhesive |ayer.

e. Certified test reports including analysis and interpretation of
test results. Each report shall identify the manufacturer, the
specific product nanme, the filmthickness, the adhesive type and

t hi ckness, and the gl ass type and thickness. Test reports shall
clearly identify the nethods used and shall include the results
recorded.

f. On applications where the filmwll contact the gl azi ng beads or
gaskets, a certificate fromthe Contractor stating that the glazing
conpounds and gaskets are conpatible with the fragnent retention film
and adhesi ve.

SUBMITTALS

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals
required for the project.

The Guide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.

For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within
the subnmittal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO'" for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that

the submittal is required for the Sustainability
eNot ebook to fulfill federally mandat ed sustai nabl e
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requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submttal
under the SD nunber that best describes the
submittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Army projects.
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Government approval is required for submttals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .] [information only. Wen used, a designation followi ng the "G
designation identifies the office that will review the submttal for the
Government.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the following in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 03 Product Data

Fragment Retention Film
Cleaning

SD- 04 Sanpl es
Fragment Retention Film ¢, [ 1]
SD-06 Test Reports
Fragnent Retention Film
SD-07 Certificates
Fragnent Retention Film
.4 QUALI TY ASSURANCE

The personnel applying the fragment retention filmshall be trained by the
fil mmnufacturer or manufacturer's representative.

.5 DELI VERY, STORAGE, AND HANDLI NG

The Contractor is responsible for delivery of the fragnent retention film
to the appropriate location for application. Fragnent retention film shall
be delivered, stored, and handl ed in accordance with the manufacturer's
recomendations. Store glass, including glass in wi ndows or doors with
factory applied film in a dry location free of dust, water, and other
contam nants. Gass with factory applied filmshall be delivered, stored,
and handl ed so that the filmis not danaged, scratched, or abraded and
shall be stored in a manner which pernits easy access for inspection and
handl i ng. Provide each roll of filmw th a tanperproof |abel containing
full details of the roll, the batch nunmber, and sufficient information to
enable the Contracting O ficer to ensure that the correct filmis supplied.

.6 WARRANTY

Furnish a 5 year warranty for fragnent retention filmmterial, providing
for replacenent of filmif cracking, crazing, peeling, or inadequate
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adhesi on occurs.

PART 2 PRODUCTS

2.

2.

1 STANDARD PRODUCTS

Provide fragnment retention filmwhich is the standard product of a

manuf acturer regularly engaged in the manufacture of such products and that
essentially duplicate itens that have been in satisfactory use for at |east
2 years prior to bid opening.

2 FRAGVENT RETENTI ON FI LM

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhhhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: I ndicate wi ndows and doors requiring filmon
t he wi ndow and door schedul es or w ndow and door
el evati ons of the draw ngs.

The filmis available in 0.05 nmO0.002 in., 0.10 nm
0.004 in., 0.18 mMm 0.007 in., 0.20 nm 0.008 in.

0.25 M 0.010 in., and 0.30 mm 0.012 inch

t hi cknesses. A m ni mum thi ckness of 0.10 nm 0. 004
inch filmis acceptable for fragnent retention. The
use of greater than 0.10 mm 0. 004 inch film

t hi ckness and/or factory lam nated filns of 0.10 mm
0.004 inch or greater may provide nore protection
for occupants fromflying fragnents of glass but may
not be warranted for |ow blast pressure. The

desi gner nust investigate w ndow franmes and buil di ng
conponents adj acent to the glazed opening for
transfer of the blast |oad when using 0.18 nm 0. 007
i nch and thicker filns.

The properties of fragnent retention filmand/or the
adhesi ve may change over tine, effecting the films
capacity to retain fragnents. Testing has shown the
filmretains fragments up to 7 years of use

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

Fragment retention filmshall be polyester, polyethylene terephthalate, or
a conposite, optically clear and free of waves, distortions, inpurities,
and adhesive lines. The filmnmay be a single |ayer or |am nated.

Lam nation of the filmshall only occur at the factory of the fragnent
retention filmmanufacturer. The filmshall include an abrasion resistant
coating on the surface that does not receive the film adhesive. Fragnent
retention filmshall be a mnimmthickness of [0.10] [0.18] [0.25] nm
[0.004] [0.007] [0.010] inch and shall be [clear] [tinted] [reflective].
The filmshall be supplied with an optically clear weatherable pressure
sensitive adhesive. The adhesive shall contain ultraviolet inhibitors to
protect the filmfor its required life and shall Iimt ultraviolet

transm ssion to not nore than 8 percent of the radiation between 300 and
380 nanoneters. The adhesive shall not be water activated. A water

sol ubl e detackifier and/or release |iner may be incorporated over the
adhesive to facilitate filmapplication. The adhesive shall be 90 percent
cured within 30 days of installation. Adhesives on filmthicknesses of
0.25 mm 0. 010 inch and greater shall be a m ni num of 0.02 nm 0.0008 inch
thick. The following tests to indicate conpliance with specified

requi renents shall be perforned by an independent testing |aboratory, and
the | aboratory reports shall be signed by a responsible official of the
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laboratory.

.2.1 | npact Performance

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Retain sentences about splices when the film
will be applied to sheets of glass with a di nension
exceedi ng 1475 mm 58 inches in both directions.

Paragraph 5.1.3 (2) of ANSI Z97.1 and paragraph
1204.4 (e) (1) (ii) of 16 CFR 1201 will not be an
accepted formof testing glazing failure after the

i mpact test because these paragraphs allow conplete
disintegration if fragnent particles are smal

enough. Conplete disintegration of the glazing is
unaccept abl e under bl ast | oadi ng because the
particles would be propelled into the building and
could seriously injure or kill the occupants.

Desi gners specifying fragnent retention filmfor use
in other countries may substitute inmpact test
reports in accordance with British Standard (BS) BS
6206 Class B and Gernan Standard DI N 5237, which use
simlar testing nethods to the inpact tests
specified. The designer should accept but not
specify films tested and receiving an Al i npact

resi stance under DI N 52290 or filmwhich has tested
positively in accordance with BS 5544. Do not
specify the filmto be tested in accordance with DI N
52290 or BS 5544 because relatively few filns can
pass these nore stringent inmpact tests.

*% *% *% *% *% *% *% *% *% *% *%%

Fragnent retention filmshall be tested for inpact in accordance with

ANSI 797.1 or 16 CFR 1201. Tests shall be conducted on fragment retention
filmapplied to 3.1 to 6.4 nm1/8 to 1/4 inch-thick annealed flat glass

whi ch conforns to the requirenents of ASTM C1036, Type |, Cass 1, Qality
g3. The filmtested shall be applied to the glass with a splice |ocated at
the mdpoint of the specinmen. Sketches showi ng |ocation and configuration
of splice shall be included in subnmitted certified test reports. After the
i npact portion of the test is conducted, satisfactory performance of the
test specinmens shall be determ ned using ANSI Z97.1, paragraph 5.1.3 or

16 CFR 1201, paragraph 1201.4 (e)--|1NTERPRETATI ON OF RESULTS. To be
qualified for use under this specification, the manufacturer shall provide
a report that the fragnent retention filmsatisfactorily perforned in
accordance with ANSI Zz97.1, paragraph 5.1.3 (1), (3), or (4) or with

16 CFR 1201, paragraph 1204.4 (e) (1) (i), (iv), or (v). ANSI Zz97.1,
paragraph 5.1.3 (2) or 16 CFR 1201, paragraph 1204.4 (e) (1) (ii) shall not
constitute passing criteria.

. 2.2 Tensile Strength

The fragnment retention filmsanples tested shall exhibit a minimumtensile
strength at break of 172.4 MPa 25,000 psi when tested in accordance with
ASTM D882. Method A, Static Wighing, Constant Rate of Gip Separation
Test, shall be used to conduct this test. The rate of grip separation
shall not exceed 0.2 mmis 1/2 inch per ninute.
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2.

2.3 Peel Strength

Testing shall be conducted followi ng 1,200 hours accel erated weat hering
exposure. The fragnent retention filmshall exhibit a mninum pee
strength of 930 NNm 5. 3 pounds/inch for 0.10 nmm 0.004 inch thick film and
790 NNm 4.5 pounds/inch for 0.18 nm 0.007 inch thick and thicker film when
tested in accordance with ASTM D3330/ D3330N. Method A shall be used to
conduct the tests. A glass substrate shall be used and a maxi nrum dwel |
time of 45 days is permtted.

.2.4 Sur f ace Abrasi on

The fragnment retention filmshall exhibit a change in haze not to exceed
3.2 percent following 100 turns, using 500-gram wei ghts on a CS 10F
abrasi ve wheel when tested in accordance with ASTM D1044.

.2.5 Fl ane Spread and Snoke Density

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Note: The designer nmay del ete the requirenent for
flanme spread and snoke density index if not required
by the project.

*% *% * *% *% *% *% *% *%%

The fragnment retention filmshall exhibit a flanme spread i ndex not
exceeding 25 and a snoke density index not exceeding 100 when tested in
accordance with ASTM E84. For the test, the specimen shall be nmounted to
6.4 mm 1/ 4 inch thick tenmpered gl ass which conforns to the requirenents of
ASTM C1048, Kind FT, Type I, Cass 1, Qality g3.

PART 3 EXECUTI ON

3.

3.

1 SURFACE PREPARATI ON

Clean the glass surface, to which the fragnent retention filmis to be
applied, of paint, foreign conpounds, snears, and spatters. After the
initial cleaning, further clean the surface to receive the filmin
accordance with the filmmanufacturer's instructions.

2 APPLICATION

NOTE: G eater protection for occupants fromflying
gl ass caused by blast |oads is achieved by applying
filmsuch that it extends edge to edge of the sheet
and into the bite of the frane. Sone gaskets and
conpounds can dissolve the filmsurface, the
adhesive, or the netallic coating interlayer of
reflective or tinted filnms. For insulated gl ass
units, apply filmto the interior (room side only.
O her applications have not been tested. Tests show
that filmapplications to insulated glass units

of fer nmore protection for occupants than
applications on single sheets of glass. Wen nore
than one type of filmapplication is used for a
project, indicate the application to be used on the
door and wi ndow schedul es or el evations.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk
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3.

Provide fragment retention filmon w ndow and door gl ass where indi cat ed.
After surface preparation, apply the fragnent retention filmin accordance
with the manufacturer's recomendations and instructions. Filmshall be
applied to the interior (roonm side of the glass for both single and doubl e
gl azed sheets, unless otherwise indicated. Miltiple applications of film
to achieve specified thicknesses is not allowed. The filmshall not be
applied if there are visible dust particles in the air, if there is frost
on the glazing, or if any room condition such as tenperature and hunidity
do not nmeet the manufacturer's instructions. After filmapplication,

mai ntain room conditions as required by the manufacturer's instructions to
all ow for proper curing of the adhesive.

2.1 Application to New d ass Before d azing

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: Retain this paragraph when filmwll be
applied to the glass before glazing. This may occur
at the wi ndow or door manufacturer's shop or in the
field. Designer will insert a coordinating note
into Section 08 81 00 GLAZING indicating that
fragment retention filmapplication is a requirenent.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Apply fragment retention filmso that it extends edge to edge of the glass
sheet. The filmreinforced glass shall then be set into the frane with

gl azi ng conpounds or gaskets as specified in Section 08 81 00 GLAZI NG
Ensure conpatibility when contact between the gl azing conpounds and/ or
gaskets and the filmoccurs. Coordinate fragment retention film
application and curing with the glass supplier and wi ndow or door

manuf acturer prior to glazing installation.

2.2 Application to Existing dass Involving Dismantl enent

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhhkkkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkk

NOTE: Retain this paragraph when filmis to be
applied to existing glazing where the stops,
conpounds, and/or gaskets nust be renobved to apply
the filmedge to edge of the glass sheet.

D smantl ement is reconmended for gl azed openi ngs

wi th renovabl e stops and renovabl e reusabl e
gaskets. Renovabl e gaskets include vinyl and rubber
channel s or beads and extruded al um num beads.

D snant | ement may be too expensive for openings

gl azed wi th conpounds. This expense is due to the
i ncreased | abor, increased risk of breakage, and

i ncreased cost of replaci ng conpounds because nopst
conpounds are not reusable. Conpounds include wet
applied or sem -soft conpounds such as seal ant,
putty, butyl, hypalon, silicone, acrylic,

pol yur et hane, polysul fide, and preformed seni-solid
tapes. Although existing gaskets are readily
identifiable, determi ning the composition of

exi sting compounds to check conpatibility with the
filmis nore difficult and coul d add expense to the
project.
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Renove the existing glazing conmpound, gaskets, and/or stops as required to
expose the existing glass pane. |If necessary, renove the glass so that the
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filmcan be applied extending edge to edge of the glass sheet. Instal

exi sting gaskets and/or stops and replace any renoved gl azi ng conpounds

wi th new gl azi ng conpounds. Renoved gl azi ng conpounds shall be scrapped
and not reused. d azing conpounds shall be in accordance with

GANA Seal ant Manual. d azing nethods shall be in accordance with

GANA d azing Manual. Ensure conpatibility when contact between the gl azing
conmpounds and/or gaskets and the filmoccurs. Any danmaged or broken

gl azi ng and gaskets shall be replaced and reinstalled in kind.

3.2.3 Application to Existing G ass Wthout Dismantlenent

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Retain this paragraph for application where
di smantl enment is not possible or is too expensive.
Wien exposed to the effects of explosives, filns
that stop close to the frame but do not extend into
the bite tend to break al ong the weak edge and

di sengage conpletely fromthe frane. Because the

di sengaged filmreinforced glass is held together as
a unit, protection is provided for building
occupants. This application is sinplest and the

| east costly. Also, coordination and conmpatibility
of the filmw th the conpounds and gaskets is not
necessary because they do not contact. |f the edges
of the existing glazing conpounds are particularly
irregular, the designer may specify the film
application to be within a maxi mumof 5 mm 3/16 inch
al though the 3 nm 1/8 inch maxi numis recomended.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Fragnment retention filmshall be applied so that it extends to within 1.6 mm
1/16 inch, with a maximumof [3] [5] mm[1/8] [3/16] inch, of the edge of
the visible glass area

3.2. 4 Application to Existing dass and Frane Wthout D smantl enent

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Retain this paragraph for application where
di smantl enment is not possible or is too expensive.

Al t hough this application has not been tested under
bl ast | oads, several manufacturers recommend it. In
this application, the filmis likely to contact the
exi sting gaskets and conpounds. Trimor a batten
may be indicated on the draw ngs and/or added to
this paragraph to hide the fil m edge.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

Apply fragnment retention filmpast the edge of the visible glass and extend
onto the frame. Anount of filmoverlap, edge connection to the frame, and
adhesive for adhering filmto frame shall be as recommended by the film
manufacturer. Ensure conmpatibility when contact between the gl azing
compounds and/ or gaskets and the film occurs.

3.2.5 Splicing

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: Overlaps of 0.25 nm 0.010 inch thick and
thicker filmare highly visible and are not
recomended. |f no glazing has a di nensi on exceedi ng
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1475 nm 58 inches in both directions, specify that
the filmmay not be spliced.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[Splices or seans in fragnent retention filmare not pernmitted.] [Splices
or seans in fragnment retention filmare permitted only when a sheet of

gl ass has a di nension exceeding 1.475 m58 inches in both directions. Al
seanms shall be applied with a mninmumoverlap of 6 nm1/4 inch unless
submitted test reports indicate i npact performance is not dininished when
seamis applied with a different overlap or a gap.]

.3 CLEANING

Clean the fragment retention filmin accordance with the manufacturer's
instructions.

-- End of Section --
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