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SECTI ON 33 52 80

LI QUI D FUELS PI PELI NE COATI NG SYSTEMS
02/10

NOTE: This guide specification covers the

requi renents for interior and exterior coating of
aboveground and buried, carbon steel, liquid fue

pi pelines. The exterior coating systemfor
aboveground pipelines is the sane as used on the
exterior of fuel tanks, Section 09 97 13.27 EXTERI OR
COATI NG OF STEEL STRUCTURES. The exterior coating
system for buried pipelines is either Extruded

Pol yol efi n system or Fusi on Bonded Epoxy coati ng.
An optional Fusion Bonded Epoxy coating is provided
for the interior of pipe to protect aviation fue
fromiron contam nation.

Use of el ectronic conmunication i s encouraged.

Adhere to UFC 1-300-02 Unified Facilities CGuide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
items, choose applicable iten(s) or insert
appropriate information. Brackets are used in the
text to indicate designer choices or |ocations where
text must be supplied by the designer.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
submitted as a Criteria Change Request (CCR.

*% *% *% *% *% *% *% *% *% *% *% *% *%%
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NOTE: This guide specification is intended for
coating of new pipe only. For maintenance coating
of existing buried pipe, a coating inspection, or
coating condition survey (CCS), as described in
Section 09 97 13.27 EXTERI OR COATI NG OF STEEL
STRUCTURES, shoul d be acconplished prior to
designing the coating project. Wthout a conpetent
i nspection, there is no reliable way to deternine
the type or condition of the existing coating
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system Wthout know ng the existing conditions,
proper (effective and financially supportable)
surface preparation or coating system sel ection
cannot be nade.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This specification is the result of rnuch
experience and expertise of SSPC certified
Protective Coatings Specialists.

A specifier, in adapting this specification to a
project, should not alter the products and processes
specified herein w thout thorough know edge of the
need for the changes and the inplications of those
changes.

Prior to changing or altering the products or
processes specified herein, it is recomended that
the specifier consult with the NAVFAC Pai nts and
Coatings Subject Matter Expert at Naval Facilities
Engi neering Service Center.

*% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The netric standard for measuring coating
t hi ckness is microns (25.4 microns=1 nml - use
nomi nal 25 microns=1 nil).

*% *% *% *% *% *% *% *% *% *% *% *% *%%

PART 1 GENERAL

1.1 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zati on, designation, date,
and title.

Use the Reference Wzard' s Check Reference feature
when you add a Reference ldentifier (RID) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Do
not use the Reference Wzard' s Check Reference
feature to update the issue dates, as this docunent
is specific to the standards listed. This guide
specification will be updated when the standards are
updated.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
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basi ¢ designation only.
AVERI CAN WATER WORKS ASSOCI ATI ON ( AWAA)

AWM C203 (2008) Coal -Tar Protective Coatings and
Li nings for Steel Water Pipelines - Enanel
and Tape - Hot- Applied

AWM C209 (2013) Col d- Appl i ed Tape Coatings for the
Exterior of Special Sections, Connections
and Fitting for Steel Water Pipelines

AWM C210 (2007) Standard for Liquid Epoxy Coating
Systens for the Interior and Exterior of
Steel Water Pipelines

AWM C213 (2015) Fusi on-Bonded Epoxy Coating for the
Interior and Exterior of Steel Water
Pipelines

AWM C215 (2016) Extruded Pol yol efin Coatings for

Steel Water Pipe

AWM C216 (2015) Heat - Shri nkabl e Cross-Li nked
Pol yol efin Coatings for the Exterior of
Speci al Sections, Connections, and
Fittings for Steel Water Pipelines

AWM C217 (2016; Addenda 2017) Mcrocrystalline Wax
and Petrol atum Tape Coating Systens for
Steel Water Pipe and Fittings

ASTM | NTERNATI ONAL (ASTM

ASTM D3276 (2015; E 2016) Standard Guide for Painting
I nspectors (Metal Substrates)

| NTERNATI ONAL ORGANI ZATI ON FOR STANDARDI ZATI ON (| SO

I SO 9001 (2008; Corr 1 2009) Quality Managenent
Systens- Requirenents

NACE | NTERNATI ONAL ( NACE)

NACE RP0402 (2002) Field-Applied Fusion-Bonded Epoxy
(FBE) Pipe Coating Systems for Grth Wld
Joints: Application, Perfornance, and
Quality Control

SOCI ETY FOR PROTECTI VE COATI NGS ( SSPC)

SSPC PA 1 (2016) Shop, Field, and Maintenance
Coating of Metals

SSPC QP 1 (2012; E 2012) Standard Procedure for
Eval uating Painting Contractors (Field
Application to Conplex Industrial
Structures)
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1.

SSPC QP 3 (2010) Standard Procedure for Eval uating
Qualifications of Shop Painting Applicators

SSPC QP 5 (2012) Standard Procedure for Eval uating
the Qualifications of Coating and Lining
| nspecti on Conpani es

SSPC @5 1 (2015) Standard Procedure for Evaluating a
Contractor's Advanced Qual ity Managenent
System

SSPC SP 10/ NACE No. 2 (2007) Near-White Blast Ceaning

SSPC SP CcoMm (2016; E 2017) Surface Preparation
Commentary for Steel and Concrete
Substrates

SSPC VIS 1 (2002; E 2004) Guide and Reference

Phot ogr aphs for Steel Surfaces Prepared by
Dry Abrasive Blast O eaning

U.S. NATI ONAL ARCHI VES AND RECORDS ADM NI STRATI ON ( NARA)
29 CFR 1910. 1000 Ai r Cont am nants

29 CFR 1910. 134 Respiratory Protection

.2 SYSTEM DESCRI PTI ON

This section specifies the requirenents for[ interior and] exterior coating
of aboveground and buried, carbon steel, liquid fuel pipelines. The
exterior coating systemfor aboveground pipelines is specified with the
same requirenents as the exterior coating systemfor the exterior of fuel
tanks, Section 09 97 13.27 EXTERI OR COATI NG OF STEEL STRUCTURES. The
exterior coating systemfor buried pipelines is either extruded pol yol efin
system or fusion bonded epoxy coating.[ Fusion bonded epoxy coating is
specified for the interior of aviation fuel pipe to protect fuel fromiron
contamination.]

3 SUBMITTALS

NOTE: Review Subnmittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the subnmittals
required for the project.

The Guide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G'. GCenerally, other submittal itenms can be
reviewed by the Contractor's Quality Control

System Only add a “G’ to an item if the
submittal is sufficiently inportant or conplex in
context of the project.

For subnmittals requiring Government approval on Arny

projects, a code of up to three characters within
the submttal tags nmay be used following the "G'
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designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenent System (RMS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the

District OOfice); "AO" for Area Ofice; "RO for

Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,

Air Force, and NASA projects.

The "S" following a submittal itemindicates that
the submittal is required for the Sustainability

eNot ebook to fulfill federally mandat ed sustai nabl e

requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG Locate the "S" submtt
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air For

al

ce

and NASA projects, or choose the second bracketed

itemfor Army projects.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

Subnmittals are for Contractor Quality Control approval only
with an "S" are for inclusion in the Sustainability eNotebo
conformance to Section 01 33 29 SUSTAI NABI LI TY REPORTI NG

. Submttals
ok, in
Submit the

followi ng in accordance with Section 01 33 00 SUBM TTAL PROCEDURES:

SD- 03 Product Data
Ext ernal Pi pe Coating
[I nternal Pipe Coating]
Fi el d- Appl i ed External Pipe Coating

SD-06 Test Reports

Qual ification Testing of Shop-Applied External Pipe Coating

[ Acceptance Testing of Shop-Applied Internal Pipe Coating]

Qualification Testing of Field-Applied External Pipe Coating

| nspecti on Report Forns
Dai ly Inspection Reports
SD-07 Certificates
Contract Errors, Omssions, and O her Discrepancies
Corrective Action Procedures

Coating Work Pl an

Qualifications of Certified Industrial Hygienist (CH)

Qualifications of Pipe Coating Shop
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1

Qualifications of Certified Protective Coatings Specialist (PCS)
Qual i fications of Coating Inspection Conpany for Field Coating
Qualifications of Coating Inspector for Field Coating

Qualifications O Individuals Perform ng Abrasive Blasting for
Fi el d Coati ng

Qualifications of Individuals Perform ng Coating Application for
Fi el d Coating

Qual ifications of Individuals Perform ng Coating Application for
Fi el d Coati ng

Qualifications of Individuals Operating Plural Conponent Equi pment
(Punp Tenders) for Field Coating

Qualifications of Coating Contractors
SD-11 C oseout Submittals
| nspection Logbook
4 QUALI TY ASSURANCE
4.1 Contract Errors, Onmssions, and O her Discrepancies

Submit all errors, om ssions, and other discrepancies in contract docunents
to the Contracting Oficer within 30 days of contract award for all work
covered in this Section, other than the work that will not be uncovered
until a later date. All such discrepancies shall be addressed and

resol ved, and the Coating Wrk Plan nodified, prior to beginning the
Initial and Follow Up phases of work. Discrepancies that becone apparent
only after work is uncovered shall be identified at the earliest

di scoverable time and subnmitted for resolution. Schedule tinme (Float)
shoul d be built into the project schedule at those points where old work is
to be uncovered or where access is not available during the first 30 days
after award, to allow for resolution of contract discrepancies.

. 4.2 Corrective Action (CA

CA shall be included in the Quality Control Pl an.

.4.2.1 Corrective Action Procedures

Devel op procedures for determ ning the root cause of each non-conpliance,
developing a plan to elimnate the root cause so that the non-conpliance
does not recur, and following up to ensure that the root cause was
elimnated. Develop Corrective Action Request (CAR) forms for initiating
CA, and for tracking and docunenting each step.

.4.2.2 | mpl enent Corrective Action

The Contractor shall take action to identify and elinminate the root cause
of each non-conpliance so as to prevent recurrence. These procedures shal
apply to non-conpliance in the work, and to non-conpliance in the QC
System Corrective actions shall be appropriate to the effects of the
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non- conpl i ance encountered. Each CAR shall be serialized, tracked in a Log
to conpletion and acceptance by the Contracting Oficer, and retained in
project records. The Corrective Action Log, show ng status of each CAR
shall be subnitted to the Contracting O ficer nonthly. A CAR may be
initiated by either the Contractor or the Contracting Oficer. The
Contracting O ficer nust approve each CAR at the root cause identification
stage, the plan for elimnation stage, and the close out stage after
verification that the root cause has been elim nated.

.4.3 Coating Work Plan

Provi de procedures for review ng contract docunents imediately after award
to identify errors, om ssions, and di screpancies so that any such issues
can be resolved prior to project planning and devel opnent of detail ed

pr ocedures.

Provi de procedures for verification of key processes during Initial Phase
to ensure that contract requirenents can be net. Key processes shal

i nclude surface preparation, coating application and curing, inspection
and docurentation, and any other process that night adversely inpact
orderly progression of work

Provi de procedures for all phases of coating operations, including planned
work, rework, repair, inspection, and docunentation. Address nobilization
and setup, surface preparation, coating application, coating initial cure,
tracki ng and correction of non-conpliant work, and denobilization

Coordi nate work processes with health and safety plans and confined space
entry plans. For each process, provide procedures that include appropriate
work instructions, material and equi pnent requirenents, personnel
qualifications, controls, and process verification procedures. Provide
procedures for inspecting work to verify and docunent conpliance with
contract requirenments, including inspection fornms and checklists, and
acceptance and rejection criteria.

Provi de procedures for correcting non-conpliant work. Detailed procedures
are required in advance to avoid delays in neeting overcoat w ndows as wel |
as to avoid delays in production. Provide procedures for repairing defects
in the coating film such as runs, drips, sags, holidays, overspray, as
well as how to handle correct coating thickness non-conpliance, any other
areas of repair or rework that might be adversely affected by delays in
preparing and approvi ng new procedures.

If a procedure is based on a proposed or approved request for deviation

the deviation shall be referenced. Changes to procedures shall be noted by
submittal nunber and date approved, clearly delineating old requirenents
and new requirements, so that the records provide a continuous |og of

requi renents and procedures.

.4.4 Qualifications

The qualifications specified in this paragraph nmust be met throughout the
duration of this contract. No work that is subject to specified
qualifications shall be provided by personnel or corporate entities unless
all specified qualifications are net.

.4.4.1 Qualifications of Certified Industrial Hygienist (ClH)

Subnit nanme, address, tel ephone nunmber, FAX nunber, and e-mmil address of
the i ndependent third party CIH  Submt docunentation that hygienist is
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certified by the Anerican Board of Industrial Hygi ene in conprehensive
practice, including certification nunber and date of
certification/recertification. Provide evidence of experience with hazards
involved in industrial coating application work.

1.4.4.2 Qualifications of Certified Protective Coatings Specialist (PCS)

Subnit nanme, address, tel ephone nunmber, FAX nunber, and e-nmil address of
the i ndependent third party PCS. Submt docunentation that specialist is
certified by SSPC. The Society for Protective Coatings (SSPC) as a PCS
including certification nunber and date of certification/recertification
If the PCS is enployed by the same coating inspection conpany to which the
coating inspector is enployed, this does not violate the i ndependent
third-party requirenents. The PCS shall not be the designated coating
inspector.

1.4.4.3 Qualifications of Coating |Inspection Conpany for Field Coating

Submit docunentation that the selected coating inspection conpany is
certified by SSPC to the requirenents of SSPC QP 5 prior to contract
award. The coating inspection conpany nust remain so certified for the
duration of the project.

1.4.4.4 Qualifications of Coating Inspector for Field Coating

Submit docunentation that each coating inspector is enployed, and qualified
to SSPC QP 5, Level 111, by the selected coating inspection comnmpany.

1.4.4.5 Qualifications O Individuals Perform ng Abrasive Blasting for
Fi el d Coati ng

Al'l individuals perform ng abrasive blasting shall be certified by SSPC to
the SSPC C-7 Dry Abrasive Blaster Qualification Program and shall renmain
certified during the entire period of coating application. Subnmit nane,
address, tel ephone nunber, and evidence of certification of each person
that will be perform ng abrasive bl asting.

This requirenment applies to all manual abrasive blasting performed in shop
and field locations. This requirenment does not apply to automated abrasive
bl asting perforned in the shop

1.4.4.6 Qualifications of Individuals Perform ng Coating Application for
Fi el d Coati ng

Al'l individuals perforning coating application shall be certified by SSPC
to either the SSPC C-12 Marine/lndustrial Airless Spray Programor to the
SSPC C-15 Plural Conponent Spray Program Spray Painter Category, and shal
remain certified during the entire period of coating application. Submt
nane, address, tel ephone nunber, and evidence of certification of each
person that will be performing coating application by any nethod.

1.4.4.7 Qualifications of Individuals Operating Plural Conponent Equi prent
(Punp Tenders) for Field Coating

Al'l individuals operating plural conponent equi pnent shall be certified by
SSPC to the SSPC C-15 Plural Conponent Spray Progran Equi pnent Operator
Category, and shall remain certified during the entire period of coating
application. Subnit name, address, telephone nunber, and evi dence of
certification of each person that will be operating plural conponent
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equipment.

1.4.4.8 Qualifications of Pipe Coating Shop

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Solicitations requiring certification for
prequalification should point out the existence and
| ocation of the certification requirenment on the
PRQIECT | NFORMATI ON FORM  Thi s requirenent nust be
pointed out in the solicitation docunents for the
"prior to contract award" requirenent to be
enforceable. Certification is a special

responsi bility requirement pursuant to FAR 9.104-2
Speci al Standards. This is analogous to requiring
bi dders to have a specified [ evel of experience or
experti se and GAO has sustai ned these types of
speci al requirenents.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Each shop that applies coatings to pipe shall be certified to either
I SO 9001 or SSPC QP 3, Cass A prior to contract award.

1.4.4.9 Qualifications of Coating Contractors for Field Coating

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: If project involves renoval of paint
cont ai ni ng hazardous materials, add requirenent for
SSPC QP-2 certification in section of specification
where the hazardous paint renmoval is specified,
general ly Section 02 83 00 LEAD REMEDI ATI ON

*% *% *% *% *% *% *% *% *% *%%

Al Contractors and Subcontractors that perform surface preparation or

coating application shall be certified to either 1SO 9001 or SSPC QP 1 and
SSPC @S 1 prior to contract award.

1.4.5 Protective Coating Specialist (PCS)

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkkhkhkhkhhkkkkkkkkkkk

NOTE: Specifier of this section shall ensure
coordination with the related "QC Specialist"
specification in Section 01 45 00.00 10

01 45 00.00 20 01 45 00.00 40 QUALITY CONTROL, as
applicable. Provide the required data to conplete
the "QC Specialist" specifications of that Section

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

The PCS shall be considered a QC Specialist and shall report to the QC
Manager, as specified in Section 01 45 00.00 10 01 45 00.00 20

01 45 00.00 40 QUALITY CONTROL. The PCS shall approve all subnmittals prior
to subnission to the QC Manager for approval or submission to the
governnent for approval

1.4.6 Pre-Application Meeting For Field Coating
After approval of submittals but prior to the initiation of coating work,
Contractor representatives, including at a m ninum project superintendent

and QC manager, paint foreman, coating inspector, and PCS shall have a
pre-application coating preparatory neeting. This neeting shall be in
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addition to the pre-construction conference. Specific itens addressed
shal | include: corrective action requirenents and procedures, coating work
pl an, safety plan, coordination with other Sections, inspection standards,
i nspection requirenments and tools, test procedures, environnental contro
system safety plan, and test logs. Notify Contracting Oficer at |east
ten days prior to neeting.

.5 DELI VERY AND STORAGE

Ship, store, and handle materials in accordance with SSPC PA 1, applicable
standards, and as nodified in this Section. Mintain tenperature in
storage spaces between 5 and 24 degrees C 40 and 75 degrees F, and air
tenperature nore than 3 degrees C 5 degrees F above the dew point at all
times. Inspect materials for danage and return non-conpliant materials to
manufacturer. Renpove materials with expired shelf life from governnent
property inmedi ately and notify the Contracting Officer. Expired materials
may be returned to manufacturer, tested, and if conpliant, issued a shelf
I'ife extension.

.6 COATI NG HAZARDS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkk

NOTE: This specification Section should be used
with Section 01 35 26 GOVERNVENTAL SAFETY
REQUIREMENTS.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

Ensure that enployees are trained in all aspects of the safety plan

Speci fied coatings may have potential health hazards if ingested or

i nproperly handl ed. The coating manufacturer's witten safety precautions
shal |l be followed throughout m xing, application, and curing of the
coatings. During tank cleaning, cleanup, surface preparation, and paint
appl i cation phases, ensure that enpl oyees are protected fromtoxic and
hazar dous cheni cal agents which exceed concentrations in 29 CFR 1910. 1000.
Conply with respiratory protection requirements in 29 CFR 1910.134. The
ClH shal |l approve work procedures and personal protective equi pnent.

.7 JOB SI TE REFERENCES - SHOP

Make available to the Contracting Oficer a copy of each standard to which
the shop will be applying coating under this Section

. 8 JOB SI TE REFERENCES - Fl ELD

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkkk

NOTE: Include any other references that night be
added during design.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Make available to the Contracting O ficer at |east one copy each of

AWM C203, AWM C209, AWM C210, AWM C215, AWM C216, AWM C217, | SO 9001,
SSPC PA 1, SSPC QP 1, SSPC QP 3, SSPC QS 1, SSPC SP COwv

SSPC SP 10/ NACE No. 2, and an SSPC Certified Contractor Evaluation Form at
the job site.
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PART 2 PRODUCTS
2.1 SHOP- APPLI ED COATI NG FOR BURI ED PI PI NG

2.1.1 Ext ernal Pi pe Coating

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Use first option (AWM C215 Extruded

Pol yol efin Coating (2-Layer Polyolefin)) for nornal
situations, or second option (AWM C213 Fusion
Bonded Epoxy (FBE))where fuel contami nated soil is
anticipated.

AWM C215 2-Layer Polyolefin Iists mnimmthickness
of coating system according to pipe dianeter

Pi pe di aneter M ni num coat i ng t hi ckness
50 mMm up to 2 in |789 mcronmeters um 31 mils
75-150 mMm 3-6in 991 um 39 nils
200-400 mm |8-16 in 1143 um 45 mls
450-900 nm |18-36 in 1245 um 49 nmls
950 nm > 36 in 1753 um 69 mls

AWM C213 FBE requires mni mum and maxi mum t hi ckness
of 12 mils and 16 nmils, respectively, for both
interior and exterior coatings.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ 2- Layer Extruded Pol yol efin Coating Over Soft Adhesive: AWM C215
][ Fusi on- Bonded Epoxy Coating: AWM C213, m ni mum 375 microns 15 mls,
maxi mum 500 microns 20 m | s]

[2.1.2 I nternal Pipe Coating (Lining)

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

NOTE: Delete requirenent for |ining where not
required to protect aviation fuel

*% *% *% *% *% *% *% *% *% *% *%%

Fusi on- Bonded Epoxy Coating: AWM C213, mninmum 375 mcrons 15 nmils, nmaxi mum
500 microns 20 mls, and certification fromthe coating manufacturer that
the coating is suitable for inmrersion service in aviation fuel

]12.2  SOURCE QUALITY CONTROL

2.2.1 Test Requirenents
Qualification testing of coating materials and coating system performance
requi renents shall be based on | aboratory testing of identical materials

used in production, tested within the last tw years. Al required and
optional tests shall be perforned. Acceptance of each batch of production
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coating materials may be based on | aboratory testing or manufacturer's
certificate of conformty.

kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkkhhhkhhkhkkkkkkkkkk

NOTE: Include first bracketed text if AWM C215
2-Layer Polyolefin coating is specified. |Include
second bracketed text if AWM C213 FBE is specified,
either interior or exterior, or both.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhkhkkkkkkkkkkik

[ Acceptance testing of Extruded Polyol efin coated pipe shall be based on
all required production verification testing required by AWM C215. ]|
Accept ance testing of Fusion Bonded Epoxy coated pipe shall be based on all
requi red and optional production verification testing required by AWM C213.
Perform opti onal production verification testing described in paragraph
OPTI ONAL COATI NG PERFORMANCE TESTI NG OF COATED PI PE of AWM C213, incl uding
cross-section porosity, interface porosity, thermal analysis (DSC)
permanent strain (bendability), and interfacial contam nation. Perform
production verification testing on a mninumof one pipe joint in the first
hal f hour of production each day, and on a mininumof one pipe joint in the
| ast hal f hour of production each day. Perform additional testing as
required to segregate any non-conpliant material. Testing nmay be perforned
using qualified in-house personnel and facilities, or by independent

| aboratory. Subnmit results of tests as proof of conpliance. ]Docunent
conpliance with the approved Coating Wrk Pl an.

.2.2 Coating I nspector for Shop Coating

The coating inspector shall be the shop Quality Manager or appropriate
designee. The coating inspector shall be considered a QC Specialist and
shall report to the prinme Contractor's QC Manager, as specified in Section
01 45 00.00 10 01 45 00.00 20 01 45 00.00 40 QUALITY CONTROL. The Coati ng
I nspector shall be present during all pre-preparation testing, surface
preparation, coating application, initial cure of the coating system and
during all coating repair work required of the shop. The Coating |nspector
shal | provide conplete docunentation of conditions and occurrences on the
job site, and be aware of conditions and occurrences that are potentially
detrimental to the coating system

. 2.3 Shop | nspection
.2.3.1 | nspection Requirenents

Provide all tools and instrunents required to performthe required testing,
as well as any tools or instrunents that the inspector considers necessary
to performthe required inspections and tests. Docunment each inspection
and test, including required hold points and other required inspections and
tests, as well as those inspections and tests deened prudent fromon-site
eval uation to docunent a particular process or condition, as follows:

Det erm nati on of conpliance;
Li st of required rework;
observations.

a. Location or area;

b. Purpose (required or special);
c. Method;

d. Criteria for evaluation

e. Results;

f.

g.

h.
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Col l ect and record Environmental Conditions as described in ASTM D3276 on a
24 hour basis, from beginning of surface preparation through initial curing
of coating, as follows:

a. During surface preparation, every two hours or when changes occur

b. During coating application and the first four days of initial cure,
every hour, or when changes occur

c. Note location, tinme, and tenperature of the highest and | owest surface
tenperatures each day;

d. Use a non-contact thernmoneter to locate tenperature extrenes, then
verify with contact thernoneters.

Docurnent all equi pnent used in inspections and testing, including
manuf act urer, nodel nunber, serial nunber, last calibration date and future
calibration date, and results of on-site calibration perforned.

Docunent Contractors conpliance with the approved Coating Wrk Pl an.
2.2.3.2 | nspection Report Forns

Devel op project-specific report forms as required to report neasurenents,
test results, and observations being conplete and conforming to contract
requirenents. This includes all direct requirenments of the contract
docunents and indirect requirenents of referenced docunents. Show
acceptance criteria with each requirenent and indication of conformty of
each inspected item The data may be in any format, but nmust be legible
and presented so that entered data can be quickly conpared to the
appropriate requirenent.

2.2.3.3 Dai ly Inspection Reports
Subrit one copy of daily inspection report conpleted each day when
performng work under this Section, to the Contracting Officer. Note al
non-conpl i ance i ssues, and all issues that were reported for rework in
accordance with QC procedures of Section 01 45 00.00 10 01 45 00.00 20
01 45 00.00 40 QUALITY CONTROL. Each report shall be signed by the coating
i nspector and the QC Manager. Subnmit report within 24 hours of date
recorded on the report.

2.2.3.4 I nspecti on Equi pnent
Al'l equi prent shall be in good condition, operational within its design
range, and calibrated as required by the specified standard for use of each
device.

PART 3 EXECUTI ON

3.1 FI ELD EXTERI OR CQOATI NG OF ABOVEGROUND PI PI NG

Coat aboveground piping in accordance with Section 09 97 13.27 EXTERI OR
COATI NG OF STEEL STRUCTURES

3.2 FI ELD REPAIRS TO EXTERNAL COATI NG OF BURI ED PI PI NG

3.2.1 Fi el d- Appl i ed External Pipe Coating

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: This paragraph nmust be coordinated with Part
2 Materials. Use the first option where the
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shop-applied exterior coating is the AWM C215

2- Layer Pol yolefin coating, and use the second
option when the exterior coating is the AWM C213
FBE.

VWil e other nmethods of repairing/girth weld coating
of FBE coatings are usable according to the
standard, the options allowed here are linmted to
those that will provide satisfactory service in fue
cont ani nated soil.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Use

one or nore of the follow ng repair methods, as nodified herein, to

repair shop applied coatings and coat external girth welds:

TP oe

Il
g.

w—

. 2.2

Coal Tar Enanel: AWM C203, Type |l enanel, Type Il outerwap

Coal Tar Tape: AWM C203

Col d Applied Tape: AWM C209

Petrol atum or Petrol eum Wax Tape Coating: AWM C217

Heat Shrink Sl eeve: AWM C216

Fusi on- Bonded Epoxy (FBE) Coating: NACE RP0402, coating material to be
same as applied to pipe in shop

Li qui d- Epoxy Coati ng System AWM C210

Surface Preparation

Prepare girth welds, and repairs to bare steel, to SSPC SP 10/ NACE No. 2

i mredi ately prior to coating application. Verify that prepared surfaces
comply with SSPC VIS 1 at time of coating application. Al other surfaces
shal |l be prepared in accordance with the appropriate coating standard

ref erenced herein.

Bl ock or suspended pipeline at a height that wll

all ow the bl ast nozzle to

be perpendicular to the surface being blasted, and at the proper standoff
di stance, at all tinmes.

3.2.3

3.2.3

Sol ubl e Salt Testing

.1 Test Kit for Measuring Chloride, Sulfate and Nitrate lons on Stee

and Coat ed Surfaces

Provide test kits called CHLOR*TEST CSN Sal ts,

as manufactured by CHLOR*RI D

International Inc. of Chandler, Arizona (www.chlor-rid.com ) or equal. An
"equal " test kit shall meet the follow ng requirenments:

a.

Kit contains all materials, supplies, tools and instructions for field
testing and on-site quantitative evaluation of chloride, sulfate and
nitrate ions;

Kit extract solution is acidic, factory pre-neasured, pre-packaged, and
of uniform concentration

Kit conmponents and solutions are mercury free and environnentally
friendly;

Kit contains new naterials and solutions for each test extraction;

Extraction test container (vessel, sleeve, cell. etc.) creates a seal ed,
encapsul ated environnent during salt ion extraction
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f. Test extract container is suitable for testing the follow ng stee
surfaces: horizontal (up/down configuration), vertical, flat, curved,
snoot h, pitted, and rough;

g. All salt ion concentrations are directly nmeasured in m crograns per
square centineter.

3.2.3.2 Pre-Preparation Testing for Soluble Salts Contanination

Test surfaces for soluble salts, and wash as required, prior to abrasive
blasting. Soluble salt testing is also required in paragraph

PRE- APPLI CATI ON TESTI NG FOR SOLUBLE SALTS CONTAM NATION as a fina
acceptance test of prepared surfaces after abrasive blasting, and
successful conpletion of this phase does not negate that requirenent. This
phase is recomended since pre-preparation testing and washing are
general ly nore advantageous than attenpting to renove soluble salt

contam nation after abrasive blasting. Effective renoval of soluble salts
will require renoval of any barrier to the steel surface, including rust.
Thi s procedure may necessitate conbinations of wet abrasive blasting, high
pressure water rinsing, and cleaning using a solution of water washing and
soluble salts remover. The soluble salts remover shall be acidic,

bi odegradabl e, nontoxic, noncorrosive, and after application, will not
interfere with primer adhesion. Delays between testing and preparation, or
testing and coating application, may allow for the formati on of new

contami nation. Use potable water, or potable water nodified with soluble
salt remover, for all washing or wet abrasive blasting. Test nethods and
equi prrent used in this phase are selected at the Contractor's discretion

3.2.3.3 Pre-Application Testing for Soluble Salts Contam nation

Test girth welds and areas to be repaired for chloride contam nation using
the Test Kit described in paragraph TEST KIT FOR MEASURI NG CHLCRI DE
SULFATE AND NI TRATE | ONS ON STEEL AND COATED SURFACES. One or nore readings
greater than 3 mcrograns per square centineter of chlorides or 10

m crograns per square centinmeter of sulfates or 5 micrograns per square
centineter of nitrates is evidence of soluble salt contanmi nation. Reject
cont ami nated surfaces, wash as di scussed in paragraph PRE- PREPARATI ON
TESTI NG FOR SCLUBLE SALTS CONTAM NATION, allow to dry, and re-test unti

all required tests show all owabl e results. Reblast tested and cl eaned
areas as required. Label all test tubes and retain for test verification

3.2. 4 Coating Application

Apply coatings in accordance with SSPC PA 1 and as specified herein. Apply
coatings to surfaces that neet all stated surface preparation requirenents.

3.2.5 Fi nal Inspection of Pipeline Prior to Burial
Verify that all surfaces of the pipeline are holiday-free at tine of
pl acement of backfill over pipe. Use holiday inspection requirenments and
acceptance criteria of the standards applicable to the coatings being
tested.

3.3 PRQJECT | DENTI FI CATI ON
At the completion of the work, affix pertinent coating data on structure at

a location that is readily accessible and visible fromthe ground. Use
either stencils or naneplates. The following |ist generally describes the
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pertinent coating data, but should be nodified as required to describe the
coating systens.

Dat e coat ed/ accept ed: /
Proj ect Number:
Contractor:
Addr ess:
Coati ng System
Manuf act urer:

Surface Prep: SSPC SP Profile:

Primer: Thi ckness:
I nt er medi at e: Thi ckness:
Topcoat : Thi ckness:

Total Thi ckness:
.3.1 Stencils

Use stencils on piping 8 in or larger. Use stencils with 3/4 to one inch
Hel vetica style letters and acrylic stencil paint of contrasting col or

.3.2 Nameplates

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: In a salt water environnent, substitute
accept abl e non-corrodi ng netal such as, but not
limted to, nickel-copper, 304 stainless steel, or
nmonel . Al umi numis unacceptabl e. Nomenclature (or
systemidentification) should be established by the
designer. Require nelam ne plastic naneplates for
al I NAVFAC proj ects.

*% *% *% *% *% *% *% *% *%%

Use namepl ates for piping smaller than 8 in. Construct plates of [anodized
alum nun] [stainless steel] [nelanine plastic, 3 mMmO0.125 in thick, W/
resistance, black with white center core, matte finish surface and square
corners] [ ]. Install nameplates in promnent |locations with
nonferrous screws, nonferrous bolts, or permanent adhesive. M ninum size of
nanepl ates shall be 25 by 65 mmone by 2.5 in. Lettering shall be the
normal block style with a minimnum6 mmO0.25 in height. Accurately align all
lettering on naneplates. [For plastic nanmepl ates, engrave lettering into
the white core.]

.4 FI ELD QUALI TY CONTROL

For marking of surfaces, use chalk for marking bare steel, and water based

mar kers for marking coated surfaces, and renove marks prior to coating. Do
not use any wax or grease based nmarkers, or any other markers that |eave a

residue or stain.

4.1 Coati ng | nspector

The coating inspector shall be considered a QC Specialist and shall report
to the QC Manager, as specified in Section 01 45 00.00 20 QUALITY

CONTROL. The Coating Inspector shall be present during all pre-preparation
testing, surface preparation, coating application, initial cure of the
coating system during all coating repair work, and during conpletion
activities as specified in Section 01 45 00.00 20. The Coating | nspector
shal | provide conplete docunentati on of conditions and occurrences on the
job site, and be aware of conditions and occurrences that are potentially
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detrinental to the coating system The requirenents for inspection listed in
this Section are in addition to the QC inspection and reporting
requirenents specified in Section 01 45 00.00 20 QUALI TY CONTROL.

. 4.2 Fi el d I nspection
.4.2.1 | nspection Requirenents

Performfield inspection in accordance with ASTM D3276 and the approved
Coating Wrk Plan. Docunent Contractor's conpliance with the approved
Coating Work Pl an.

Provide all tools and instrunents required to performthe required testing,
as well as any tools or instrunents that the inspector considers necessary
to performthe required inspections and tests. Docunment each inspection
and test, including required hold points and other required inspections and
tests, as well as those inspections and tests deened prudent fromon-site
eval uation to docunent a particular process or condition, as follows:

Det erm nati on of conpliance;
Li st of required rework;
ohservati ons.

a. Location or area;

b. Purpose (required or special);
c. Method;

d. Criteria for evaluation

e. Results;

f.

g.

h.

Col | ect and record Environnental Conditions as described in ASTM D3276 on a
24 hour basis, as foll ows:

a. During surface preparation, every two hours or when changes occur

b. During coating application and the first four days of initial cure,
every hour, or when changes occur

c. Note location, tine, and tenperature of the highest and | owest surface
tenperatures each day;

d. Use a non-contact thernoneter to |locate tenperature extrenes, then
verify with contact thernoneters.

Docurent all equi pnent used in inspections and testing, including
manuf acturer, nodel nunber, serial nunber, last calibration date and future
calibration date, and results of on-site calibration perforned.

Docunent Contractors conpliance with the approved Coating Wrk Pl an.
.4.2.2 | nspecti on Report Forns

Devel op project-specific report forns as required to report neasurenents,
test results, and observations being conplete and conformng to contract
requirenents. This includes all direct requirements of the contract
docunents and indirect requirenents of referenced documents. Show
acceptance criteria with each requirenent and indication of conformty of
each inspected item The data may be in any format, but nust be legible
and presented so that entered data can be quickly conpared to the
appropriate requirenent.

.4.2.3 Dai ly I nspection Reports

Subnit one copy of daily inspection report conpleted each day when
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perform ng work under this Section, to the Contracting Oficer. Note al
non- conpl i ance issues, and all issues that were reported for rework in
accordance with QC procedures of Section 01 45 00.00 10 01 45 00.00 20

01 45 00.00 40 QUALITY CONTROL. Each report shall be signed by the coating
i nspector and the QC Manager. Subnmit report within 24 hours of date
recorded on the report.

.4.2.4 I nspecti on Logbook

A continuous record of all activity related to this Section shall be

mai ntained in an Inspection Logbook on a daily basis. The | ogbook shall be
hard or spiral bound with consecutively nunbered pages, and shall be used
to record all information provided in the Daily Inspection Reports, as well
as other pertinent observations and information. The Coating Inspector's
Logbook that is sold by NACE is satisfactory. Subnit the origina

I nspection Logbook to the Contracting Officer upon conpletion of the
project and prior to final paynent.

.4.2.5 | nspecti on Equi pnent

Al'l equi prent shall be in good condition, operational within its design
range, and calibrated as required by the specified standard for use of each
device.

.5 FI NAL CLEANUP

Fol |l owi ng conpl etion of the work, renove debris, equipnment, and naterials
fromthe site. Renpve tenporary connections to Governnment or Contractor
furni shed water and el ectrical services. Restore existing facilities in
and around the work areas to their original condition

-- End of Section --
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