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SECTION 06 17 19

CROSS- LAM NATED Tl MBER
11/16

NOTE: This gui de specification covers the

requi renents for fabrication and erection of cross
| ami nated tinber panels for walls, floors, roofs,
partitions, and all netal shapes and hardware
required for their installation. The term"cross

| am nated tinmber" conprises suitably selected and
prepared |l ayers of |unber bonded together wth
adhesi ves, the grain of which is oriented in accord
wi th engi neered wood specifications, typically with
every ot her |ayer set perpendicularly to each other

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in
respective project, whether or not brackets are
present.

Conment s, suggestions and reconmended changes for
this gui de specification are wel cone and shoul d be
as a Criteria Change Request (CCR).

*% *%

PART 1

*% *% *% *% *% *% * *%%

GENERAL
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NOTE: Cross laminated tinmber (CLT) is an engi neered
wood bui | di ng system used to conpl enent |ight-and
heavy-ti nber fram ng options. Layers of |unber are

| am nated together in alternating directions to form
a solid wood panel with high strength and

di mensional stability. Typical |ay-ups use an odd
nunmber of layers, resulting in a primry and
secondary structural axis. Manufactured panels are
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typically 2.4 to 3 m8 to 10 feet wide, up to 510 nmm
20 inches thick, and up to 20 m64 feet long. 75
percent |ighter than concrete, they can be used as
an economical alternative to concrete slabs, masonry
and steel in many building types. The nanufacturing
process has been standardi zed, but the panels are
fabricated as needed to custom di nensions.
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NOTE: Include in the draw ngs:

Details of all panels, show ng cross sections and
dimensions.

I ncl ude in designs, engineered wood specifications
including F, and Modul us of Elasticity for Laninated
Veneer Lunber, and F, and grading. Specifications
to use National Design Standards.

Assumned | oads, including floor live |oad, roof |ive
| oad, wind | oad, and concentrated | oads (partitions,
and equi pnent nounted on or suspended therefronj.

Layout, showi ng | ocation of |am nated nmenbers and
floor elevations, and identification of Appearance
Grades.

Details of hangers for suspended ceilings, pipes,
light fixtures, or other construction, as required.

Details of nmetal shapes and hardware required for
connections.

Pressure preservative treatnment for protection
agai nst decay and insects in accordance with Al TC
109. It should be incorporated into specification
when wet use conditions prevail.
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1.1 REFERENCES

NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project
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speci ficati on when you choose to reconcile
references in the publish print process.
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The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

Sonme referenced standards and criteria for Gd ued-Lanm nated Wod are being

applied to Cross-Lam nated Tinber (CLT) as a sinmilar material by reference
in this section.

AMERI CAN | NSTI TUTE OF STEEL CONSTRUCTI ON ( Al SC)

Al SC 360 (2016) Specification for Structural Steel
Buildings

AMERI CAN | NSTI TUTE OF Tl MBER CONSTRUCTI ON (Al TC)

Al TC 109 (2007) Standard for Preservative Treat ment
of Structural d ued Lami nated Ti nmber

AMERI CAN SCCI ETY OF ClVIL ENG NEERS ( ASCE)

ASCE 7 (2017) M ni mum Desi gn Loads for Buil dings
and Gt her Structures

AVERI CAN WOOD COUNCI L ( AVC)

AVC NDS (2015) National Design Specification (NDS)
for Whod Construction

AMERI CAN WOOD PROTECTI ON ASSOCI ATI ON ( AWPA)

AVWPA T1 (2017) Use Category System Processing and
Treatnent Standard

AVPA Ul (2017) Use Category System User
Speci fication for Treated Wod

APA - THE ENG NEERED WOOD ASSOCI ATI ON ( APA)

ANSI / APA PRG 320 (2012) Standard for Perfornance Rated
Cross- Lami nat ed Ti mber

APA EWS S580D (2013) Technical Note: Preservative
Treatnent of d ued Lam nated Ti nber

APA EW5 T300 (2007) Technical Note: d ulam Connection
Details

ASTM | NTERNATI ONAL (ASTM

ASTM A1011/ A1011M (2018a) Standard Specification for Steel
Sheet and Strip, Hot-Rolled, Carbon,
Structural, H gh-Strength Low Al l oy,
Hi gh-Strength Low Al loy with | nproved
Formability, and U tra-H gh Strength
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1.

ASTM A276/ A276M (2017) Standard Specification for
Stainless Steel Bars and Shapes

ASTM A36/ A36M (2014) Standard Specification for Carbon
Structural Steel

ASTM A666 (2015) Standard Specification for Anneal ed
or Col d-Wrked Austenitic Stainless Steel
Sheet, Strip, Plate and Flat Bar
FPI nnovati ons (FPI)

SP-529E (2013) CLT Handbook, Cross-Lam nated
Ti mber (U.S. Edition)

| NTERNATI ONAL CODE COUNCI L (1 CQ)
I CC I BC (2018) International Building Code
| NTERNATI ONAL ORGANI ZATI ON FOR STANDARDI ZATI ON (1 SO
1SO 1S 1EC 17020 (2012) Confornity Assessment -
Requirements for the Operation of Various
Types of Bodies Perforning |Inspection
1SO 1 SO 1 EC 17065 (2012) Confornity Assessment -
Requi rements for Bodies Certifying
Products, Processes and Services

2 SUBMITTALS
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NOTE: Review Subnittal Description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Governnent
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a "G' to an item if the submttal
is sufficiently inmportant or conplex in context of

t he project.

For submittals requiring Governnent approval on Arny
projects, a code of up to three characters within
the submttal tags nmay be used following the "G'
designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenent System (RMS) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.
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1.

1.

An "S" following a subnittal itemindicates that the
submttal is required for the Sustainability

eNot ebook to fulfill federally mandated sustai nabl e
requi renents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTING. Locate the "S" submittal
under the SD nunber that best describes the
subnmittal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

*% *% *% *% *% *% *% *% *% *% *% *%%

CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are [for Contractor Quality Control
approval . ][for information only. Wen used, a designation follow ng the
"G' designation identifies the office that will review the submttal for
the Governnment.] Submittals with an "S" are for inclusion in the
Sustai nability eNotebook, in conformance with Section 01 33 29
SUSTAI NABI LI TY REPCRTI NG. Submit the followi ng in accordance with Section
01 33 00 SUBM TTAL PROCEDURES:
SD- 03 Product Data
Custom Fi ni shes; ([, | 1]
SD- 04 Sanpl es
Exposed- To- Vi ew Surfaces; C[, | 1]
SD- 05 Design Data
Installati on Draw ngs
SD-07 Certificates
Al TC Quality Mark or APA-EWS Trademark
Cross- Lami nat ed Ti mber Panel s
Conformance Certification
SD- 08 Manufacturer's Instructions
Erecti on Procedures
Handling
3 QUALI TY ASSURANCE
3.1 Qualifications for Cross Lam nated Tinber (CLT) Manufacturer
Provi de panels that nmeet ANSI/APA PRG 320 standards, factory produced by an
American Institute of Tinber Construction (A TC) or APA - The Engi neered
Wbod Associ ation (APA) |icensed nanufacturer. Factory mark every panel
with AITC Quality Mark or APA-EWS trademark and provide a certificate of

conformance. Marks must not be visible in final assenbly. Manufacture of
the panel s nust conformto AWC NDS and SP-529E.
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3.2 Certifications

Submit certificates for cross-lamnated tinmber panels. Include a product
report or laboratory report issued by a U S. product certification agency
accredited under 1SO I SO I1EC 17065 or a U. S. product inspection agency
accredited under 1SO ISQOI1EC 17020. Include the following information in
the certification:

a. CLT Manufacturer's Standards

b. CLT stress grade and appearance cl assification

c. Lay-up of wood, species and grades used

d. Connection Hardware Standards in accordance with CLT Manufacturer's
specifications

e. Manufacturer's panel durability tests and testing results
Ensure material tested is typical of a production run of the sane materia

used in the project. Conduct tests on the same production lot(s) for
delivery of the panels.

.3.3 Surfaces

Submit three sanples, 100 millineter 4 inches minimum square by three

| ami nate thickness for industrial grade faced product and 300 millineter 12

i nches square by three | am nate thickness sanple for visual/architectura
grade panels to illustrate the quality and col or of exposed-to-view surfaces.

.4 DELI VERY, STCORAGE, AND HANDLI NG

Deliver the panels to the project site in covered or protected systens in
accordance with manufacturer's standards or reconmended instructions for
proper handling and storage. Label and deliver in sequence of construction
for the project, equipped with |oading straps by the nanufacturer, erected
by certified crane operators and fabrication handlers and protected for

prol onged incl enent weat her conditions after erected. Replace any damaged
or deteriorated panels.

Submit manufacturer's instructions for handling, erection procedures,
sequenci ng, adm nistration of screws and attachnents and recomended tool s
and tol erances. Note applicable safety precautions and standards. Have a
copy of all instructions present on the project site.

PART 2 PRODUCTS

2.

1 SYSTEM DESI GN

Verify all field measurenents prior to preparation of fabrication and
Installation drawings to ensure proper fitting of the work.

1.1 Drawings

Provide installation drawings for CLT panels show ng sequence of placenent,
| ocation, sizes, overall dinmensions, reinforcenent, screw and attachnent

| ocations, safe handling directions and any special erection instructions.
I ncl ude any reinforcenent necessary for safe handling and erection of
panels. Identify each panel and the correspondi ng sequence and procedure
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followed during installation, and |ocation and details of anchorage devices
that are enmbedded in other construction on |ayout draw ngs.

2.1.2 Conf ormance Certification
Subnmit signed and seal ed docunentation prepared by a |licensed professiona
[engineer] [architect] verifying conformance with ASCE 7, AWC NDS and
| CC | BC st andards.
2.2 MATERIALS
2.2.1 General
Provide CLT Panels fabricated in accordance with ANSI/APA PRG 320.

2.2.2 Lumber

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: Designer should determ ne the species and
grade based on the design application and use, and
del ete the non-applicabl e sel ections bel ow.

Sel ect the appropriate stress grade from ANSI/ APA
PRG 320, or describe in detail an alternative
gradi ng required. (ANSI/APA PRG 320 grades are not
mandatory to nmeet the standard. Alternative grading
is allowed.) Wen CLT is used as a floor slab
ensure a grade is selected for the span to limt
deflection to 1/480 or a maxi mumof 13 nma hal f of
an inch.

Sel ect one of the follow ng appearance grades:

Architectural grade contains nornmal growth
characteristics such as tight knots and nedi um
seasoni ng checks. Al knot holes and voi ds over 19mm
3/4 inch are filled.

Industrial grade has a greater number of open
defects, including knot holes. Industrial grade is
appropriate for industrial installations, floor
beans, conceal ed construction, or other applications
where appearance is not an inportant consideration
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2.2.2.1 Stress G ade

CLT panels nust be [E1] [E2] [E3] [V1] [V2] [
accordance with ANSI/APA PRG 320.

] stress grade, graded in

2.2.2.2 Appearance Cassification

CLT panels nust neet the [Architectural] [Industrial] appearance
classification in accordance with ANSI/APA PRG 320.

2.2.2.3 Moi st ure Cont ent

Conply with ANSI/APA PRG 320 for noisture content, up to a maxi mum of 15
percent, and conpatible with the criteria of the certified adhesive applied.
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[2.2.3 Preservative[ and Fire-Retardant] Treatment
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NOTE: | nclude heading and foll owi ng paragraphs when
fire-retardant treatnment is required to achieve a
specified flane spread rating. Fire-retardant
treatnent is intended and reconmended only for
interior use and in |ocations not subject to
alternate wetting or drying action. AITC 109 and
APA S580 are for preservative treated wood

exclusively.

Typically, do not use CLT nenbers in humid |ocations
or project locations with Environmental Severity
Classifications (ESC) of C4 and C5. Humid |ocations
are those in ASHRAE climte zones 0A, 1A, 2A, 3A

3C, 4C and 5C (as identified in ASHRAE 90.1). See
UFC 1-200-01 for determ nation of ESC for project

| ocations. |If unavoidable, fabricate CLT nmenbers
fromtreated | unber.
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Wherever CLT is in the exterior of the conditioned building envelope; or in
direct contact with the ground, building foundation, or concrete; or in
damp or humid service conditions, use preservative treated wood.[ Treat
exposed structural panels with a fire retardant to attain a UL flane spread
rating not greater than 25.] Pressure inpregnate [preservative]
[fire-retardant] treated wood with an approved process for the location in
accordance with AITC 109 or APA EWS S580D0, AWPA T1, and AWPA Ul. Any
strength or stiffness reduction due to treatnent nust be provided by the
treater. Kiln dry all wood after treatnment to renove the noi sture added
during treatnment. Mbisture content throughout material after drying nust
be less than 15 percent.

12.2. 4 Adhesive

Adhesi ves nmust be certified by test for use with the species to which it is
applied in accordance with ANSI/APA PRG 320. Apply and allow set times as
requi red by the adhesive manufacturer's instructions. Also, apply pressure
on the panels and for the duration during manufacture as required by the
adhesi ve manufacturer's instructions.

[2.2.5 Finishes
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NOTE: Delete this when finishes are not required.

The bl ank set of brackets allows specification of
color.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

[No protective coating of the base panels is required.] [Submt custom
finishes as specified by the designer and applied by the factory or on
site.] [Provide cross-lam nated tinmber nenbers with standard factory w ped
stain and clear varnish finish [as indicated by manufacturer's
designations] [match sanmple] [as selected from manufacturer's full range]

I
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I 2.2.6 Ti nber Har dwar e
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NOTE: Delete this paragraph when tinber hardware is
not required.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Desi gn connections to AWC NDS, and Al SC 360 unl ess specifically detail ed by
t he Engi neer of Record, to resist shears, monents and forces indicated.
Fabricate connective hardware in accordance wi th Al SC 360.

Clean oil, dirt, rust, and foreign matter fromall netal surfaces.
[2.2.6.1 Structural Steel

Provide structural steel shapes, plates, and flat bars as indicated for
assenbly and connection of nenbers conformng to ASTM A36/ A36M.

I 2.2.6.2 Hot - Rol | ed Steel Sheet

Provide hot-rolled steel sheet conplying with ASTM A1011/ A1011l, structural
steel, Type SS, G ade 33.

I 2.2.6.3 St ai nl ess Steel

[ Provide stainless steel bars and shapes conplying with ASTM A276/ A276N
[ Type 304] [Type 316].

]l Provide stainless steel plate, flat bars, and sheets conplying with
ASTM A666 [ Type 304] [Type 316].]

11PART 3  EXECUTI ON
3.1 PREPARATION

Clean oil, dirt, rust, and foreign matter fromall netal surfaces.
3.2 INSTALLATION

Conformto spacing and pl acenent of panels and installation nmethods in
accordance with the manufacturer's instruction and APA EWS T300. Provide
close fits and neat appearance of joints w thout binding or adding
additional stresses to the panel. Hoist panels in place in accordance with
the manufacturer's instructions using non-marring straps and connectors.
Brace erected nenber so as to maintain a safe working environment and
stabl e structure.

Avoid on-site cuts; however, if neccessary, only with the approval of the
desi gner or engi neer of record, except for fastener drilling and other
mnor cutting. Coat all cuts and inside surfaces of drilled holes with end
sealer.

3.3 PROTECTION

After installation, cover each panel with tenporary waterproof protection
to maintain the | ow noisture content of the wood. Protect panels against
excessive and repeated water deposits and standing water at all tines.

Mai ntain protection until nenbers are enclosed within the building and
final coats are ready for application. Take precautions to closely
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mai ntain the manufacturer's standard for noisture content. Elevate initia
bui I di ng heating/cooling gradually to the desired level. Do not reduce the
relative humdity of the building rapidly.

-- End of Section --
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