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Bl TUM NCUS BI NDER AND WEARI NG COURSES ( CENTRAL- PLANT COLD- M X)

08/08

NOTE: This gui de specification covers the
requi renents for central-plant col d-nix bituni nous
bi nder and wearing courses.

Adhere to UFC 1-300-02 Unified Facilities Guide
Speci fications (UFGS) Fornmat Standard when editing
this gui de specification or preparing new project
specification sections. Edit this guide
specification for project specific requirenents by
addi ng, deleting, or revising text. For bracketed
itens, choose applicable iten(s) or insert
appropriate information.

Renmove information and requirements not required in

respective project, whether or not brackets are
present.
Conment s, suggestions and reconmmended changes for

this gui de specification are wel cone and shoul d be

2006)

submitted as a

Criteria Change Request (CCR).
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PART 1 GENERAL
1.1 UNI T PRI CES
1.1.1 Measurement
NOTE: Thi s paragraphs will

be deleted if the work

covered by this section is included in one [unp sum

contract price
invitation for

for the entire work covered by the
bi ds.

*% *% *% *% *% *% *%

The anount paid for wll

*% *% *% *% *% *%%

be the nunber of netric 2,000 pound tons of

bi tum nous mixture called for in the bid schedul e and used in the accepted

wor K.

made for the weight of bituminous materia

Wei gh bitum nous-treated materia

after m xing;
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1

1

1.1.1 Correctional Factor for Aggregates Used

The quantities of bitum nous mixtures called for in the bid schedule are
based on aggregates having an apparent specific gravity of 2.65 as
determined in accordance with ASTM C127 and ASTM C128. A correction in the
tonnage of bitum nous m xtures shall be nade to conpensate for the
difference in square neters yards of conpl eted pavenent obtained fromthe
tonnage of mixtures used in the project, when the specific gravities of
aggregates used are nore than 2.70 or less than 2.60. The tonnage paid for
will be the nunber of nmetric tons tons used, proportionately corrected for
specific gravities using 2.65 as base correctional factor

.1.1.2 Bi tum nous Material Unit

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkik

NOTE: The nethod of neasurenent not applicable to
job conditions will be deleted.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The bitunminous material to be paid for will be neasured in the nunber of [
liters gallons of the material used in the accepted work, corrected to
liters gallons at 15.6 degrees C 60 degrees F in accordance with [ ASTM D633
] [ASTM D1250]. Use a coefficient of 0.00045/degree C 0.00025/degree F for
asphalt enmulsion.] [nmetric 2000 pound tons of the material used in the
accepted work. ]

1.2 Payment
NOTE: This paragraphs will be deleted if the work
covered by this section is included in one job (lunp
sum contract price for the entire work covered by
the invitation for bids.
Bi t um nous bi nder and wearing course constructed and accepted will be paid

for at the applicable contract unit prices in the unit schedule. No
paynment will be nmade for any material wasted, used for the conveni ence of
the Contractor, unused, or rejected.

. 1.3 WaybilI's and Delivery Tickets

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: This paragraph will be deleted if the work
covered by this section is included in one job (lunp
sum) contract price for the entire work covered by
the invitation for bids.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Submit copies of waybills or delivery tickets during the progress of the
work. Before the final paynment is allowed, furnish waybills or certified
delivery tickets for all bitum nous materials and paving mixtures used in
the construction. Do not renove bitum nous material fromthe tank car or
storage tank until the initial outage has been taken; nor rel ease the car
or tank until final outage has been taken

2 REFERENCES
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NOTE: This paragraph is used to list the
publications cited in the text of the guide
specification. The publications are referred to in
the text by basic designation only and listed in
thi s paragraph by organi zation, designation, date,
and title.

Use the Reference Wzard's Check Reference feature
when you add a Reference ldentifier (RI D) outside of
the Section's Reference Article to automatically

pl ace the reference in the Reference Article. Also
use the Reference Wzard' s Check Reference feature
to update the issue dates.

Ref erences not used in the text will automatically
be deleted fromthis section of the project

speci ficati on when you choose to reconcile
references in the publish print process.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The publications listed below forma part of this specification to the
extent referenced. The publications are referred to within the text by the
basi ¢ designation only.

AMVERI CAN ASSOCI ATI ON OF STATE H GHWAY AND TRANSPORTATI ON CFFI Cl ALS

(AASHTO)
AASHTO M 226 (1980; R 2017) Standard Specification for
Vi scosi ty-Graded Asphalt Cenent
AASHTO M 81 (1992; R 2017) Standard Specification for
Cut back Asphalt (Rapid-Curing Type)
AASHTO T 40 (2002; R 2006) Sanpling Bitum nous

Materials
ASTM | NTERNATI ONAL ( ASTM

ASTM C117 (2017) Standard Test Method for Materials
Finer than 75-um (No. 200) Sieve in
M neral Aggregates by Washi ng

ASTM C127 (2015) Standard Test Method for Density,
Rel ative Density (Specific Gravity), and
Absor ption of Coarse Aggregate

ASTM C128 (2015) Standard Test Method for Density,
Rel ative Density (Specific Gravity), and
Absor ption of Fine Aggregate

ASTM C131/ C131M (2014) Standard Test Method for Resistance
to Degradation of Snall-Size Coarse
Aggregate by Abrasion and Inpact in the
Los Angel es Machi ne

ASTM C136/ C136M (2014) Standard Test Method for Sieve
Anal ysi s of Fine and Coarse Aggregates

ASTM C183/ C183M (2015) Standard Practice for Sanpling and
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ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

ASTM

1.3 SYSTEM DESCRI PTI ON

1.3.1

C206

C29/ C29M

C88

D1250

D140/ D140M

D2028/ D2028M

D2172/ D2172M

D242/ D242M

D3381/ D3381M

D4791

D490

D633

D75/ D75M

D946/ D946M

D977

CGeneral Requirenents

t he Amount of Testing of Hydraulic Cenent

(2014) Standard Specification for
Fi ni shing Hydrated Line

(2017a) Standard Test Method for Bul k
Density ("Unit Weight") and Voids in
Aggregate

(2018) Standard Test Method for Soundness
of Aggregates by Use of Sodium Sulfate or
Magnesi um Sul fat e

(2008) Standard Guide for Use of the
Pet r ol eum Measur enent Tabl es

(2016) Standard Practice for Sanpling
Asphalt Materials

(2015) Cutback Asphalt (Rapid-Curing Type)

(2017; E 2018) Standard Test Methods for
Quantitative Extraction of Asphalt Bi nder
from Asphalt M xtures

(2009; R 2014) Mneral Filler for
Bi t um nous Pavi ng M xtures

(2013) Viscosity-Gaded Asphalt Cenent for
Use in Pavenent Construction

(2010) Flat Particles, Elongated
Particles, or Flat and El ongated Particles
i n Coarse Aggregate

(1992; R 2016) Standard Specification for
Road Tar

(2011; R 2016) Standard Vol ume Correction
Tabl e for Road Tar

(2014) Standard Practice for Sanpling
Aggregates

(2015) Penetration-G aded Asphalt Cenent
for Use in Pavenment Construction

(2017) Standard Specification for
Emul si fied Asphalt

*% *% *% *%

*% *% *% *%%

NOTE: The type and capacity of the plant, the
nunber and size of trucks, paving machi nes, and

ot her equi prent shoul d be deternmined fromthe netric
tons of paving m xtures required, haul distances,
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1.

nunber of working days pernitted by the contract,
and other pertinent factors.
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Al'l plant, equipnent, machines, and tools used in the work shall be subject
to approval and maintained in a satisfactory working condition at al

times. Provide equipnent that is adequate for placing the bitum nous

m xtures at a rate equal to the plant output and that is capabl e of
produci ng the required conpaction, nmeeting grade controls, thickness
control and snoot hness requirenents as set forth herein.

. 3.2 M xi ng Pl ant

The ni xi ng plant shall be an autonmatic or seni-automatic controlled,
comrerci ally manufactured unit designed and operated to consistently
produce a mixture within the job-nmix formula (JMF). The plant shall have a
m ni mum capacity of | ] metric tons tons per hour.

.3.3 Rollers

Provide rollers which are sel f-propelled, weigh not less than 9 netric tons
10 tons and have a maxi mum contact pressure of 620 kPa 90 psi. \Weels on
the roller shall be equipped with adjustable scrapers and water sprinkling
apparatus to keep the wheels and prevent the adherence of bitum nous
material. Use a sufficient number of rollers on the work so that one
roller will be in continuous operation for 1 hour on each 100 square neters
yards of conpl eted pavenent, operating at a speed of not nore than 5 kph 3
mph.

.3.4 Power Broons and Power Bl owers

Provi de broonms and bl owers suitable for cleaning surfaces of the bases and
the bitum nous course.

.3.5 Straightedge

Furni sh and maintain at the site, in good condition, one [3.05] [3.66] neter

[10] [12] foot straightedge for each bitum nous paver for use in testing
the finished surface. Construct the straightedges of al um num or other
approved |ightweight metal with blades of box girder cross section and with
flat bottom reinforced to insure rigidity and accuracy. Straightedges
shal | be equi pped with handl es for operation on pavenent.

4 SUBMITTALS

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhkhkhkkkkkkkkkkk

NOTE: Review subnmittal description (SD) definitions
in Section 01 33 00 SUBM TTAL PROCEDURES and edit
the following list to reflect only the submittals
required for the project.

The @uide Specification technical editors have
designated those itens that require Government
approval, due to their conplexity or criticality,
with a "G" Generally, other submittal itens can be
reviewed by the Contractor's Quality Control

System Only add a “G to an item if the subnittal
is sufficiently inmportant or conplex in context of

t he project.
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For subnmittals requiring Government approval on Arny
projects, a code of up to three characters within

the submttal

tags may be used following the "G

designation to indicate the approving authority.
Codes for Arny projects using the Resident
Managenment System (RMB) are: "AE" for
Architect-Engineer; "DO' for District Ofice

(Engi neering Division or other organization in the
District OOfice); "AO" for Area Ofice; "RO for
Resident O fice; and "PO' for Project Ofice. Codes
following the "G' typically are not used for Navy,
Air Force, and NASA projects.

The "S" following a submittal itemindicates that

the submttal

is required for the Sustainability

eNot ebook to fulfill federally mandat ed sustai nabl e
requirenents in accordance with Section 01 33 29
SUSTAI NABI LI TY REPORTI NG. Locate the "S" submittal
under the SD nunber that best describes the
submttal item

Choose the first bracketed itemfor Navy, Air Force
and NASA projects, or choose the second bracketed
itemfor Arnmy projects.

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhhhkkkkk
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CGovernment approval is required for subnmittals with a "G' designation;
submittals not having a "G' designation are for [Contractor Quality Control
approval .][information only. Wen used, a designation following the "G
designation identifies the office that will review the submittal for the
Government.] Submittals with an "S" are for inclusion in the

Sustai nability eNotebook, in conformance to Section 01 33 29 SUSTAI NABI LI TY
REPORTI NG. Submit the following in accordance with Section 01 33 00

SUBM TTAL PROCEDURES:

SD- 03 Product Data

Job M x Formula (JM)

Aggregates

Bi t um nous Materials
WaybilI's and Delivery Tickets

SD- 06 Test Reports
Tests

SD-07 Certificates

Bi t um nous Materi al

.5 QUALI TY ASSURANCE

[ No snoking or open flanes will be permitted within 8 m25 feet of heating,
distributing or transferring operations of bitum nous materials other than

bi t um nous enul si ons. ]

[When tar is used, a full-face, organic, vapor-type

respirator and protective creans shall be used by personnel exposed to
fumes. Protective creans shall not substitute for cover clothing.]
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1.

1.

1.

6 DELI VERY, STORAGE, AND HANDLI NG
6.1 M neral Aggregates

Deliver mineral aggregates to the site and stockpile themin such a manner
to preclude fracturing of aggregate particles, segregation, contam nation
or intermngling of different materials in the stockpiles or cold feed
hoppers. Before stockpiling material, the storage areas should be cl eared,
drained and | eveled. Deliver and store mneral filler in a manner to

precl ude exposure to moisture or other detrinental conditions.

.6.2 Bi tum nous Materials

Submit certified copies of the bitum nous material manufacturer's test
reports indicating conpliance with applicable specified requirenments, not
less than [30] [___ ] days before the material is required in the work

Mai ntain bitum nous materials at appropriate tenperature during storage but
do not heat them by application of direct flane to walls of storage tanks
or transfer lines. Thoroughly clean storage tanks, transfer |ines, and
wei gh bucket before a different type or grade of bitunen is introduced into
the system The asphalt cenent shall be heated sufficiently to allow
satisfactory punping of the material; however, the storage tenperature
shal | be naintai ned bel ow 150 degrees C 300 degrees F.

7 ENVI RONVENTAL REQUI REMENTS

Construct bitumi nous courses only when the base course or existing pavenent
is dry and when the weather is not foggy or rainy. Unless otherw se
directed, such courses shall not be constructed when the atnospheric
tenperature is bel ow 15 degrees C 60 degrees F.

PART 2 PRODUCTS

2.

2.

1 MATERIALS

1.1 Bi t um nous Materi al

*kkkkkkkkkkkkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkhkhhkhhkkkkkkkkkkik

NOTE: Only the desired type and grade of bitumni nous
materi al and the appropriate ASTM speci fication
shoul d be retained. The grade of bituni nous

mat eri al shoul d be sel ected based on the information
contained in TM 5-822-8.

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

Provi de bitum nous material confornming to [ AASHTO M 81] [ AASHTO M 226] or [
ASTM D490] [ ASTM D946/ D946N] [ ASTM D977] [ ASTM D2028/ D2028N] |
ASTM D3381/ D3381N], Grade [__ 1.

.1.2 Aggregates

kkkkkkkkkkkkhkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkhkhhkhhkhkkkkkkkkkkkhkhhkhkhkkkkkkkkkk

NOTE: The desired gradation to be used for the
proj ect should be retained in the project
specifications; the other gradation should be
omtted. The gradation used in the JMF nmust neet
the requirements of the specifications.

*kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkhkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhkhkhkhkkkkkkkkkk
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Provi de aggregates consisting of crushed stone, crushed slag, crushed
gravel, screenings, sand, and mineral filler. The portion of these
materials retained on the 2.36 nm No. 8 sieve is known as coarse aggregate;
the portion passing the 2.36 nm No. 8 sieve and retained on the 0.075 mMn
No. 200 sieve, is fine aggregate; and the portion passing the 0.075 nm No.
200 sieve, is mineral filler. The aggregate, when bl ended, shall conform
to the gradation showmn in TABLE | at the end of this section, when tested
in accordance with ASTM C117 and ASTM C136/ C136N

2.1.2.1 Coar se Aggregates

Provi de coarse aggregates consisting of clean, sound, durable particles
meeting the followi ng requirenents:

a. Percentage of |oss shall not exceed 40 after 500 revolutions as
determi ned in accordance with ASTM C131/ C131N

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The nmagnesi um sul fate soundness test is to be
used in excluding aggregates known to be

unsati sfactory or for evaluating aggregates from new
sources. The nmaxi mum al | owabl e percent age of | oss,
usually in the range of 10 to 15 percent, wll be
inserted in the blanks. The values inserted will be
based on know edge of aggregates in the area that
have been previously approved or that have a

sati sfactory service record in bitum nous pavenent
construction for at least 5 years and will assure
that aggregates from new sources will be equal to or
better than these aggregates.

*% *% *% *% *% *% *% *% *% *%%

b. Percentage of loss shall not exceed | ] after five cycles
performed in accordance with ASTM C88 usi ng nagnesi um sul f at e.

c. The dry weight of crushed slag shall not be |ess than 1200 kg per
cubic nmeter 75 pcf, as deternmined in accordance with ASTM C29/ C29NV

d. Crushed aggregate retained on the 4.75 mm No. 4 sieve and each
coarser sieve shall contain at |east 75 percent by weight of crushed

pi eces having one or nore fractured faces with an area of each face
equal to at least 75 percent of the smallest mdsectional area of the
pi ece. Wuwen two fractures are contiguous, the angle between planes or
fractures shall be at |east 30 degrees to count as two fractured faces.

e. Particle shape of crushed aggregates shall be essentially cubical
The quantity of flat and el ongated particles in any sieve size shal
not exceed 20 percent by wei ght when determined in accordance with
ASTM D4791

2.1.2.2 Fi ne Aggregate

Provi de fine aggregate consisting of clean, sound, durable particles of
natural sand, crushed stone, slag or gravel that neets the requirenents for
abrasi on resistance and soundness specified for coarse aggregate. Fine
aggregate produced by crushing gravel shall have at |east 90 percent by

wei ght of crushed particles having two or nore fractured faces in the
portion retained on the 0.60 mm No. 30 sieve.
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2.1.2.3 M neral Filler

M neral filler shall conformto ASTM D242/ D242N
2.1.3 Hydrated Line

Hydrated lime shall conformto ASTM C206
2.1. 4 Liquefiers

The use of liquefiers as anti-stripping agent is subject to prior approva
by the Contracting O ficer

2.2 JOB M X FORMULA (JMF)

kkkkkkkkkkkkkkkkkkkkkkkkkhkhhkkkkkkkkkkkkkkkhhkhkkkkkkkkkkkkhkhhkhhkkkkkkkkkkk

NOTE: The procedure for the design m xture given in
UFC 3-250-03 shoul d be used to deternine the JMF

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Do not produce bituminous nixtures until a JMF has been determ ned by the
Contractor and approved by the Contracting Officer. Submit the job mx
formula, at least [__ ] days before it is to be used, notification on the
sel ection of aggregate source, and notification on the selection of

bi tum nous materials source. The forrmula will indicate the definite
percent age of each sieve fraction of aggregate, the percentage of

bi tum nous material and the tenperature of the conpleted nixture as

di scharged fromthe nixer. The JMF will be allowed the tolerances given in
TABLE Il at the end of this section. Aggregate gradation and bitunen
content may be adjusted, as directed, within the Iimts specified to

i mprove pavi ng m xtures.

2.3 SAMPLI NG AND TESTI NG

Submit certified copies of aggregate test results, not |ess than [30]
[ ] days before the material is required in the work.

2.3.1 CGeneral Requirenents

Perform sanpling and testing using an approved commercial testing

| aboratory or by facilities furnished by the Contractor. No work requiring
testing shall be pernmitted until the facilities have been inspected and
approved. The first inspection will be at the expense of the Governnent.
Cost incurred for any subsequent inspection required because of failure of
the facilities to pass the first inspection will be charged to the
Contractor. Performtests in sufficient nunbers and at the |ocations and
times directed to ensure that materials and conpacti on neet specified
requirenents. Furnish copies of the test results to the Contracting
Oficer within 24 hours of the conpletion of the tests.

2.3.2 Samples
Perform sanpling in accordance with ASTM D75/ D75V for aggregat es,

ASTM C183/ C183N for mneral filler, and AASHTO T 40 or ASTM D140/ D140N for
bi t um nous materi al
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2.3.3 Initial Sanpling and Testing
2.3.3.1 Sour ce of Aggregates

Sources from which aggregates are to be obtained shall be selected and
notification thereof furnished the Contracting Oficer within 15 days of
the award of the contract. Tests for the evaluation of aggregates shall be
made by an approved comercial |aboratory at no expense to the Governnent.
Tests for determning the suitability of aggregate shall include, but not
limted to: gradation in accordance with ASTM C136/ C136WN, abrasion
resistance in accordance with ASTM C131/C131N, and soundness in accordance
with  ASTM C88.

2.3.3.2 Source of Bitum nous Materials

Sources from which bituni nous materials are to be obtained shall be
sel ected and notification thereof furnished the Contracting Officer within
15 days after the award of the contract.

PART 3 EXECUTI ON
3.1 SURFACE PREPARATI ON
3.1.1 Base Course

Clean the surface of the base course of |oose and foreign naterial

Correct ruts or soft yielding spots, areas having i nadequate conpacti on,
and devi ations of surface fromrequirenents specified for the base course
by | oosening affected areas, renoving unsatisfactory material, adding
approved nmaterial where required, reshaping, and reconpacting to |line and
grade to specified density requirenents. Spray the surface with bitum nous
material conforming to Section 32 12 13 BI TUM NOUS TACK AND PRI ME COATS

3.1.2 Exi sti ng Pavenent

Cl ean the existing pavenent of |oose and foreign natter. Cracks 5 nm1l/4
inch in width and | arger shall be cleaned and filled with crack filler
material. Repair deteriorated areas of the pavement as directed. Spray
the surface with a thin coat of bitumi nous material conforming to Section
32 12 13 BI TUM NOUS TACK AND PRI ME COATS

3.2 GRADE CONTRCL

The fini shed and conpl eted surface course shall conformto the I|ines,
grades, cross sections, and dinensions as indicated. Place line and grade
stakes at the site of the work, in accordance with the SPECI AL CONTRACT
REQUI REMENTS, to maintain indicated |ines and grades.

3.3 MIXING

3.3.1 Preparation of M neral Aggregates
Pl ace each conponent of various sizes of aggregates blended in preparing
bi tum nous mixtures in separate stockpiles in such manner that separate
sizes will not be interm xed. Feed aggregate into the cold el evator by

means of separate nechanical feeders to produce a total aggregate graded
within requirenments specified.
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3.

3.2 Preparation of Bitum nous M xtures
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NOTE: |If asphalt enulsion is specified, the
statenent in brackets pertaining to npoisture content
is not applicable and should be del et ed.

The appropriate m xing tenmperatures for the

bi tum nous material and aggregate are found in TABLE
I11-4 and Paragraph 9.4, Appendix IlIl, respectively,
in UFC 3-250-03.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

Aggr egates shall be nmeasured and conveyed into the nixer in proportionate
quantities of each aggregate size required to neet the JM-. [The noisture
content of the finished nmixture shall not exceed 2 percent by weight.]
Introduce materials into the mxer in the follow ng order: aggregate,
[lTime,] [flux oil,] [liquefier,] and bitum nous nmaterial, unless otherw se
directed. The tenperature of the bitum nous material shall be [
the time of mixing. The tenperature of the aggregate and mineral filler in
the m xer shall not exceed [__ ] when the bituminous material is added.

If slag aggregate is used, the liquefier shall be sprayed over slag after
coating with asphalt cenment. [The percentage of hydrated line used in the
m x shall range fromO0.5 to 1.5 percent by weight, as directed.]

Aggregates and ot her ingredients shall be m xed for 35 seconds or |onger

as necessary, to coat thoroughly all particles with bitum nous nateri al

The finished mixture shall not vary fromthe approved JMF without prior
approval of the Contracting Oficer

.4 TRANSPORTATI ON CF BI TUM NOUS M XTURES

Transport mxtures to the site in trucks having tight, clean, snooth
bodies. Schedule deliveries so that the spreading and rolling of all
m xtures delivered to the site can be conpl eted during daylight unless
approved artificial light is provided.

.5 PLACEMENT

.5.1 Thi ckness of Layer

Spread the mixture in a layer not greater than 50 mm 2 inches in
thickness. Allow each layer to cure at |east 12 hours or longer, if
required to achieve proper curing before placing a succeeding | ayer

.5.2 General Requirenents for Use of Mdtor G ader

When approved notor graders are used for spreading the m xture, place the
material on the roadbed in a windrow so that the proper anount of naterial
is available to cover a predeternmined width to the indicated conpacted

t hi ckness. The notor grader nmay be used to aerate the nixture by working
it back and forth across the roadbed in order to get the nixture to the
proper condition for conpaction.

.5.3 CGeneral Requirenents for Use of Mechanical Spreader

When nechani cal spreaders are used, the bituminous nixture shall be dumped
into an approved nechani cal spreader and placed as nearly continuous as
possi ble. Adjust the speed of placing to pernit proper rolling.
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3.5. 4 O fsetting Joints Between Succeedi ng Courses

Perform placing of a succeedi ng course in such a manner that the

| ongi tudi nal joints of the succeeding course will not coincide with joints
of the previous course and will be offset fromjoints in the previous
course by at least 300 mm1 foot. Transverse joints in the succeeding
course shall be offset by at least 600 mm 2 feet fromtransverse joints in
the previous course.

3.5.5 Speci al Requirenents for Laying Strips Succeeding Initial Strip

In laying each succeeding strip after the initial strip has been spread and
conpacted as specified, the blade of the notor grader or the screed of the
mechani cal spreader shall overlap previously placed strip 75 to 100 mm 3 to
4 inches at a height required for compaction to produce a snooth, dense
joint.

3.5.6 Shovel i ng, Raki ng, and Tanpi ng After Machi ne Spreading
Shovel ers and rakers shall follow the spreadi ng machi ne, raking, renoving,
and adding m xture as required to obtain a course that, when conpl et ed,

will conformto all specified requirenents. Excessive handwork and
broadcasting or fanning of m xture will not be pernmtted.

3.5.7 Hand Spreading in Lieu of Machi ne Spreading
In areas where the use of nachine spreading is inpractical, spread the
m xture by hand. Spreading shall be in a manner to prevent segregation
Spread m xture uniformy in a | oose |ayer of thickness that, when rolled,
will conformto required thickness.

3.6 COMPACTION
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NOTE: Consult CEMP-ET on test nethod to be used and
i ndi cat e bel ow.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

[ Begi n conpaction imrediately after placenment.][Alow the mixture an
adequate anount of time for aeration and curing. After curing, the mxture
shal | be shaped approximately to the specified |lines and grades and
thoroughly | oosened to its full depth and width. Begin rolling as soon
after placing as the mxture bears the roller w thout undue displacenent.]
Begin rolling at the outside edge of the surface and proceed to the center,
overl appi ng on successive trips at |east one-half the width of the roller
Al'ternate trips of the roller shall be slightly of different Iengths. The
speed of the roller shall be such that displacenent of the naterial does
not occur. The density of the conpacted nmixture shall be at |east 96
percent of that of |aboratory specinens of the sane m xture subjected to 50
bl ows of the standard Marshall hanmmer according to the test procedure in

L1
3.7 EDGES OF PAVEMENT

The edges of the pavenent shall be conpacted to the required density and
shall be straight and true to required lines. Place approved materia

al ong the edges of the pavement in such quantity as will compact to the
thi ckness of the course being constructed, or to the thickness of each
layer in a multiple-layer course, allowing at |east a 300 mrm 1 foot width
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of the shoulder to be rolled and conpacted sinultaneously with the rolling
and conpacting of each layer of the pavenent as directed.

. 8 FINISHING

Finish the surface of the top layer to grade and cross section shown.

Fi ni shed surface shall be uniformtexture. Light blading during rolling
may be necessary for the finished surface to conformto the |lines, grades,
and cross sections. Should the surface for any reason become rough,
corrugated, uneven in texture, or traffic-marked prior to conpletion, such
unsatisfactory portion shall be scarified, reworked, relaid, or replaced as
directed. Should any portion of the course, when |aid, becone watersoaked
for any reason, that portion shall be renoved i mediately, and the m x

pl aced in a wi ndrow, aerated, and then spread, shaped, and rolled as
specified.

.9 THI CKNESS REQUI REMENTS

The conpacted thickness of the pavenent shall be within 12.7 nm 1/2 inch of
the thickness indicated. Where neasured thickness of the pavenent is nore
than 12.7 mm 1/ 2 inch deficient, correct such areas by scarifying, adding
new material of proper gradation, reblading, and reconpacting as directed.
Where t he neasured thickness of the pavenent is nore than 12.7 nm 1/2 inch
thi cker than indicated, the pavenent shall be considered as conforning to
the specified thickness requirenents.

.10 SURFACE- SMOOTHNESS REQUI REMENTS
.10.1 I nt er redi at e Cour ses

The surface of each internediate course shall be checked | ongitudinally

with a [3.05] [3.66] neter [10] [12] foot strai ghtedge and checked

transversely with a tenplate conformng to the specified cross section

The surface of the layer, after rolling shall not deviate nore than 6.4 mm
1/4 inch fromthe [3.05] [3.66] neter [10] [12] foot straightedge nor 6.4 mMm
1/4 inch fromthe tenplate. Correct any irregularities by |oosening and

reshapi ng the aggregate, renoving or addi ng aggregate as required, and

rerolling such areas.

.10.2 Fi ni shed Surf aces
.10.2.1 Roads and Streets

The surface of the finished pavenent shall be checked longitudinally with a
[3.05] [3.66] meter [10] [12] foot straightedge and transversely with a
tenplate cut to the specified cross section. The finished surface of the
surface course shall not deviate nore than 3.2 M 1/8 inch fromthe [3.05]
[3.66] nmeter [10] [12] foot straightedge or fromthe tenplate. Correct
surface irregularities exceeding those specified as [specified] [directed].

.10.2.2 O her Than Roads and Streets

The surface of the finished pavenent shall be checked | ongitudinally and

transversely with a [3.05] [3.66] neter [10] [12] foot straightedge. The

finished surface of the finished pavenent shall not deviate nore than 6.4 mm
1/4 inch fromthe [3.05] [3.66] nmeter [10] [12] foot straightedge

Correct surface irregularities exceeding tol erances specified as

[specified] [directed].
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3.

11 JOINTS

Joints shall present the same texture, density, and snoothness as other
sections of the course. Joints between old and new pavenents or between
successi ve days' work shall be nade carefully to insure continuous bond

bet ween ol d and new sections of the course. Cont act surfaces of
previously constructed pavenents shall be painted with a thin, uniform coat
of bitum nous material, confornming to Section 32 12 13 BI TUM NOUS TACK AND
PRI ME COATS, just before the fresh mixture is placed.

.11.1 Transverse Joints

Pass the roller over the unprotected end of the freshly laid nmixture only
when the laying of the course is discontinued. The edge of the previously
| aid course shall be cut back to expose an even, vertical surface for the
full thickness of the course. The fresh nmixture shall be raked agai nst the
joints, thoroughly tanped, and then roll ed.

.11.2 Longi tudi nal Joints

When the edges of the longitudinal joints are irregular, honeyconbed, or
poorly conpacted, all unsatisfactory sections of the joint shall be cut
back to expose an even, vertical surface for the full thickness of the
course. Were required, fresh mxture shall be raked agai nst the joint,
thoroughly tanped, and then rolled.

.12 FI ELD QUALI TY CONTRCL AND TESTI NG

*% *% *% *% *% *% *% *% *% *% *% *% *%%

NOTE: The appropriate frequency interval of testing
shoul d be inserted in the bl anks.
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.12.1  Testing

Performfield tests in sufficient nunbers to assure that the specifications
are being net. Testing is the responsibility of the Contractor and shal

be performed by an approved commercial |aboratory. The follow ng nunmber of
tests, if perforned at the appropriate tinme, will be the mininum acceptable
for each type of operation.

.12.1.1 Field Density
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NOTE: Consult CEMP-ET on test nethod to be used and
i ndi cate bel ow.

*% *% *% *% *% *% *% *% *% *% *% *% *%%

The field density shall be expressed as a percentage of the |aboratory
density. Prepare |laboratory sanples froman unconpacted mnixture taken from
the pavenent inmediately prior to field conpaction and the sanples shall be

compacted in accordance with [__ ]. Do not reheat the asphalt mnixture in
the | aboratory. Performa mninmmof one field density test for every
[ ] metric tons tons of m xture placed.

.12.1.2 Gradation

Performa m ni rum of one gradation test for every [__ ] metric ton ton of
aggregate used in the mxture, with a mninmumof three gradations for each
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day's run. Wen the source of materials is changed or deficiencies are
found, the gradation shall be replaced and the material already placed
shall be retested to determ ne the extent of the unacceptable materi al

Repl ace all in-place unacceptable material at no additional expense to the
Government.

.12.1.3 Abr asi on Resi stance

Per f orm abrasi on resistance tests in accordance with ASTM C131/C131N to
ensure that the aggregates have a percentage of wear not exceeding 40
percent after 500 revolutions. One test shall be perforned for every
[ ] metric ton ton of aggregate placed.

.12.1.4 Soundness Test
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NOTE: The nagnesi umsul fate soundness test is to be
used in excluding aggregates known to be
unsatisfactory or for eval uating aggregates from new
sources. The nmaxi mum al | owabl e percentage of | oss,
usually in the range of 10 to 15 percent, wll be
inserted in the blanks. The values inserted will be
based on know edge of aggregates in the area that
have been previously approved or that have a
satisfactory service record in bitum nous pavenent
construction for at least 5 years and will assure

t hat aggregates from new sources will be equal to or
better than these aggregates.

*% *% *% *% *% *% *% *% *% *%%

Per f orm soundness tests as specified by ASTM C88 to ensure that the
aggregates have a weight |oss not greater than [___ ] percent when
subjected to five cycles of the magnesiumsulfate test. One test shall be
performed for every [ ] metric tons tons of aggregate placed.

.12.1.5 Smoothness

Take nmeasurenents, for deviation fromgrade and cross section shown, in
successive positions parallel to the road centerline, with a [3.05] [3.66]
meter [10] [12] foot straightedge. The surface of each course shall be
checked transversely with [a tenplate cut to the specified cross section] [a

[3.05] [3.66] neter [10] [12] foot straightedge] placed perpendicular to
the road centerline at | ] nmeter foot intervals.

.12.1.6 Thickness

Determ ne the thickness of the pavenent every [ ] meters feet along the
finished surface. Measurenents shall be nmade in 76.2 mm 3 inch dianeter
test holes penetrating the pavenent. The holes shall be refilled to
conformto these specifications.

12,17 Bi t unen Cont ent
Sanpl es of finished plant m xture shall be taken and tested for each |
metric tons tons or fraction thereof, to determne if bitunen content is

in accordance with ASTM D2172/ D2172N and conforms to the specified
requirements.
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3.12.2 Bi t um nous Material Sanple

Obtain a sanple of the bitum nous material used under the supervision of
the Contracting Oficer. The sanple will be retained by the Governnent.

3.13 PROTECTI ON OF PAVEMENT

Mai ntain the pavenent in a satisfactory condition until accepted by the
Contracting Oficer.
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TABLE |. AGGREGATE GRADATI ONS FOR PLANT- M XED
COLD- LAI D Bl TUM NOQUS PAVEMENTS

Percent by Wi ght Passing Square-Mesh Sieve

Si eve Size mm No. 1 No.2
12.51/2 inch 100 ---
9.53/8 inch 77-95 100

4.75No. 4 57-75 76-94
2.36No. 8 44-62 62-80
1.18No. 16 32-50 48-66
0. 600No. 30 22-40 34-52
0. 300No. 50 13-29 23-39

0. 150No. 100 7-19 13-25

0. 075No. 200 3-6 3-9
TABLE II. JOB-M X TOLERANCES

Material

Tol erance, Plus or M nus

Aggregate passing 4.75 mm No. 4 sieve or
larger

5 percent

Aggregate passing 2.36, 1.18, 0.6, and 0.3 |4 percent

mm Nos. 8, 16, 30, and 50 sieves

Aggr egat e passing 0.075 mm No. 200

1.5 percent

Bitumen 0. 25 percent
[Liquefier] [0.20 percent]
Temperature -4 degrees C25 degrees F

-- End of Section --
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